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Thick- 
ness 
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Vessel 
Portion Period/Phase 

Ceramic 
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Secondary 
Decorative 
Treatment Rim Form 

Rim 
Mode Lip Form Lip Decoration 

2553p1 0 - - - - - - - 3 - - - - - - 
2553p1 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p3 0 - - - - - - - 2 - - - - - - 
2553p3 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p3 2 1 body Early Brown Early Brown linear stamped (indet.) plain medium sand/grit 1 - - - - - - 
2553p3 1 2 rim Early Brown Mississippian complicated stamped plain medium sand/grit 1 circular punctation 

(5.7mm) below lip 
punctate  slightly everted simple rounded - 

2553p8 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p9 0 - - - - - - - 14 - - - - - - 
2553p9 3 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p9 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p9 2 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p9 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p9 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p9 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p9 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p9 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p9 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p9 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p9 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p9 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p9 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p9 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p9 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p9 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p9 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p9 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p9 1 2 body Early Brown Mississippian plain (burnished) plain/burnished medium sand/grit 1 - - - - - - 
2553p12 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p12 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p16 0 - - - - - - - 5 - - - - - - 
2553p16 2 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p16 2 2 body Ashe Ferry Ashe Ferry cordmarked plain sand 1 - - - - - - 
2553p16 2 2 rim Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand 1 - - slightly everted simple rounded 

(thinned) 
plain 

2553p16 2 1 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p16 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p16 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p16 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p16 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p16 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p16 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p16 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p16 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p16 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p16 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p16 2 2 body Early Brown Mississippian plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p19 0 - - - - - - - 6 - - - - - - 
2553p19 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p19 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p19 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p19 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p19 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p19 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p19 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p19 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p19 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p19 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p19 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p19 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p19 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p19 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p19 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 2 - - - - - - 
2553p19 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p19 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p22 0 - - - - - - - 7 - - - - - - 
2553p22 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p22 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p22 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p22 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p22 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p22 2 2 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - slightly everted simple rounded 

(thinned) 
plain 

2553p22 3 4 body Early Brown Early Brown complicated stamped plain/burnished sand with subangular quartz particles 1 - - - - - - 
2553p22 2 3 body Early Brown Mississippian plain (burnished) plain/burnished medium sand/grit 1 - - - - - - 
2553p27 0 - - - - - - - 7 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 3 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p27 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p27 4 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p27 4 4 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p27 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p27 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p27 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p27 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p30 0 - - - - - - - 12 - - - - - - 
2553p30 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p30 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p30 2 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p30 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p30 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p30 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p30 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p30 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p30 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
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2553p30 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p30 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened plain 
2553p30 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p34 0 - - - - - - - 8 - - - - - - 
2553p34 2 - - - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p34 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p34 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p34 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p34 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p34 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p34 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p34 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p34 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p34 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p34 3 2 body Early Brown Mississippian plain (burnished) plain/burnished medium sand/grit 1 - - - - - - 
2553p34 3 2 body Early Brown Mississippian plain (burnished) plain/burnished medium sand/grit 1 - - - - - - 
2553p38 0 - - - - - - - 6 - - - - - - 
2553p38 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p38 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p38 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p38 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p38 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p38 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p38 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p38 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p38 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p38 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p38 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 

rolled 
plain 

2553p38 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p42 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p42 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p42 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded 

(thinned) 
plain 

2553p42 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p47 0 - - - - - - - 5 - - - - - - 
2553p47 2 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p47 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p47 2 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p47 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p47 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p47 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p47 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p47 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p47 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p50 0 - - - - - - - 7 - - - - - - 
2553p50 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p50 3 2 base Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p50 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p50 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p50 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p50 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p50 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p50 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p50 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p50 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p50 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p50 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p50 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p50 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p50 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p50 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p50 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p50 1 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 

rolled 
plain 

2553p50 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 
rolled 

plain 

2553p50 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p50 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p50 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p50 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p50 2 4 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p50 3 4 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p50 2 2 body Early Brown Early Brown complicated stamped plain medium sand/grit 1 - - - - - - 
2553p50 2 2 body Early Brown Early Brown complicated stamped plain medium sand/grit 1 - - - - - - 
2553p50 4 3 rim Early Brown Early Brown linear stamped (indet.) plain/burnished medium sand/grit 1 - notched lip; 

punctate  
flared thickened 

(exterior)
flattened notched (U-shaped 

stylus; 3mm dia) 
(right oblique) 

2553p50 3 3 body Early Brown Mississippian plain (burnished) plain medium sand/grit 1 - - - - - - 
2553p54 0 - - - - - - - 1 - - - - - - 
2553p54 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p54 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p54 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p54 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p54 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p54 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p54 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p54 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 -  straight/vertical simple flattened plain 
2553p57 0 - - - - - - - 1 - - - - - - 
2553p57 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p57 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p57 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p57 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p57 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p57 3 3 body Early Brown Early Brown complicated stamped plain medium sand/grit 1 - - - - - - 
2553p57 4 3 body Early Brown Mississippian plain (burnished) plain/burnished medium sand/grit 1 - - - - - - 
2553p58 1 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p58 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p58 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p58 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p58 1 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p58 3 2 body Early Brown Mississippian plain (burnished) plain sand with subangular quartz particles 1 - - - - - - 
2553p62 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p62 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p62 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p62 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p62 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p62 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p62 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p62 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p62 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p62 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p62 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p62 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
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2553p66 0 - - - - - - - 12 - - - - - - 
2553p66 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p66 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 3 - - - - - - 
2553p66 2 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p66 3 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p66 1 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p66 2 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p66 2 2 rim Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand 1 - - straight/vertical simple rounded plain 
2553p66 3 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p66 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p66 2 3 body Ashe Ferry Ashe Ferry plain wiped sand with subangular quartz particles 1 - - - - - - 
2553p66 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p66 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p66 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p66 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p66 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p66 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p66 4 3 body Ashe Ferry Ashe Ferry simple stamped scraped/wiped sand with subangular quartz particles 1 - - - - - - 
2553p66 2 3 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p66 1 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p66 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p66 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p66 1 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p66 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 2 - - - - - - 
2553p66 3 2 neck Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p66 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p66 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p66 2 3 body Early Brown Early Brown complicated stamped plain medium sand/grit 1 - - - - - - 
2553p66 2 4 body Early Brown Early Brown complicated stamped plain medium sand/grit 1 - - - - - - 
2553p66 2 5 rim Early Brown Early Brown n/d (thickened rim) plain medium sand/grit 1 thickened rim 

(Pisgah-like); 
11.4mm thick 

punctate  straight/vertical thickened 
(exterior)

 plain 

2553p66 2 4 rim/neck Early Brown Early Brown stamped (indet.) plain medium sand/grit 1 - - everted simple  plain 
2553p66 2 4 body Early Brown Mississippian smoothed  (obliterated) plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p70 0 - - - - - - - 2 - - - - - - 
2553p70 3 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 2 - - - - - - 
2553p70 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p70 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p70 4 3 body Ashe Ferry Ashe Ferry simple stamped facetted sand with subangular quartz particles 1 facetted from 

interior trimming 
- - - - - 

2553p73 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p76 0 - - - - - - - 6 - - - - - - 
2553p76 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - th- - - 
2553p76 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p76 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p76 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p80 0 - - - - - - - 3 - - - - - - 
2553p80 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p80 3 3 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
2553p83 0 - - - - - - - 2 - - - - - - 
2553p84 0 - - - - - - - 8 - - - - - - 
2553p86 0 - - - - - - - 12 - - - - - - 
2553p86 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p86 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p86 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p86 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p86 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
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2553p86 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p86 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p86 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p91 0 - - - - - - - 10 - - - - - - 
2553p91 1 - body - - indet./eroded/spalled - sand 1 - - - - - - 
2553p91 2 2 rim Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p91 2 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p91 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p91 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p91 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p91 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p91 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p91 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p91 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p91 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p91 1 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p91 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p91 2 4 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p94 0 - - - - - - - 3 - - - - - - 
2553p94 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p94 2 3 rim Early Brown Mississippian plain plain medium sand/grit 1 - - incurvate simple rounded & 

interior 
beveled 

plain 

2553p97 0 - - - - - - - 15 - - - - - - 
2553p97 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p97 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p97 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p97 2 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p97 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p97 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p97 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p97 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p97 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p97 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p97 3 3 body Early Brown Early Brown complicated stamped plain (smudged) medium sand/grit 1 small vessel (tight 

wall curve) 
- - - - - 

2553p97 2 4 neck Early Brown Early Brown linear stamped (indet.) plain medium sand/grit 1 - - - - - - 
2553p97 3 2 body Early Brown Mississippian plain plain (smudged) medium sand/grit 1 - - - - - - 
2553p102 0 - - - - - - - 12 - - - - - - 
2553p102 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p102 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p102 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p102 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p102 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p102 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p102 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p102 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p102 2 4 rim Early Brown Early Brown linear stamped (indet.) plain sand with subangular quartz particles 1 circular punctation 

on folded rim 
notched lip; 
punctate  

straight/vertical thickened 
(exterior) 
(folded) 

rounded notched  (U-shaped 
stylus  3.5mm) 
(right oblique); 

2553p102 3 3 body Early Brown Mississippian plain (burnished) wiped sand with subangular quartz particles 1 - - - - - - 
2553p105 0 - - - - - - - 2 - - - - - - 
2553p105 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p105 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p108 0 - - - - - - - 4 - - - - - - 
2553p108 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p108 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p108 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p108 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p108 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p108 2 2 rim Early Brown Mississippian smoothed  (obliterated) scraped medium sand/grit 1 node on lip node (on lip) - - - - 
2553p112 0 - - - - - - - 10 - - - - - - 
2553p112 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p112 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p112 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p112 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p112 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p112 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p112 2 4 body Early Brown Early Brown stamped (indet.) plain medium sand/grit 1 - - - - - - 
2553p112 2 2 rim Early Brown Mississippian plain plain medium sand/grit 1 carinated bowl - incurvate simple rounded plain 
2553p112 4 3 base Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p117 0 - - - - - - - 9 - - - - - - 
2553p117 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p117 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p117 3 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p117 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p117 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p117 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p117 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip straight/vertical simple rounded; 

thinned & 
everted 

notched (V-shaped; 
perpendicular to lip)

2553p117 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p117 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p117 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p117 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p117 3 2 body Early Brown Early Brown linear stamped (indet.) plain sand with subangular quartz particles 1 very broad grooves, 

expansion cracks in 
surface 

- - - - - 

2553p117 2 3 body Early Brown Early Brown linear stamped (indet.) plain (burnished) medium sand/grit 1 - - - - - - 
2553p117 3 2 body Early Brown Mississippian plain plain/burnished sand 1 - - - - - - 
2553p117 2 3 body Early Brown Mississippian smoothed  (obliterated) plain (burnished) medium sand/grit 1 - - - - - - 
2553p120 0 - - - - - - - 11 - - - - - - 
2553p120 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p120 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p120 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p120 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p120 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p120 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p120 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p120 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p120 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p120 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p120 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p120 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p120 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip straight/vertical simple flattened 

(thinned) 
notched (V-shaped; 
perpendicular to lip)

2553p120 3 4 base Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p120 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p120 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p123 0 - - - - - - - 1 - - - - - - 
2553p123 4 2 body Ashe Ferry Ashe Ferry cordmarked plain sand 1 - - - - - - 
2553p123 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin 123a - - - - - 
2553p123 4 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 2 conjoin 123a - - - - - 
2553p124 0 - - - - - - - 11 - - - - - - 
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2553p124 2 2 base Ashe Ferry Ashe Ferry plain plain/burnished sand 1 - - - - - - 
2553p124 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin 124a - - - - - 
2553p124 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p124 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p124 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p127 0 - - - - - - - 16 - - - - - - 
2553p127 2 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 s-twist - - - - - 
2553p127 2 1 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p127 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p127 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p127 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p127 1 - body Ashe Ferry Ashe Ferry plain - sand with subangular quartz particles 1 - - - - - - 
2553p127 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p127 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p127 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p127 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p127 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p127 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p127 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p127 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p127 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p127 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p127 2 1 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 - notched lip - simple - notched (V-shaped; 

V-shaped; left 
oblique) 

2553p127 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 - notched lip - simple - notched (V-shaped; 
V-shaped; left 
oblique) 

2553p127 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple - plain 
2553p127 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p127 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p127 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p127 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p127 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p127 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p127 1 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p127 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p127 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p127 2 4 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p127 3 2 body Early Brown Early Brown complicated stamped plain sand 1 - - - - - - 
2553p127 3 3 body Early Brown Early Brown stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p127 2 3 body Early Brown Mississippian plain plain/burnished medium sand/grit 1 - - - - - - 
2553p127 2 3 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
2553p127 4 3 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p127 3 2 rim Early Brown Mississippian plain plain sand with subangular quartz particles 1 - notched lip incurvate simple rounded & 

interior 
beveled 

notched (U-shaped 
stylus2.7mm) 
(perpendicular to 
lip) 

2553p127 2 3 rim Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - plain 
2553p127 2 2 body Early Brown Mississippian smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p133 0 - - - - - - - 14 - - - - - - 
2553p133 1 1 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p133 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p133 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p133 3 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 2 conjoin 133a - - - - - 
2553p133 3 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p133 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
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2553p133 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p133 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p133 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 

rolled 
plain 

2553p133 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p137 0 - - - - - - - 3 - - - - - - 
2553p137 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p137 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p137 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p137 2 2 body Early Brown Mississippian plain plain sand 1 - - - - - - 
2553p137 3 2 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p137 2 3 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p141 0 - - - - - - - 18 - - - - - - 
2553p141 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p141 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p141 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p141 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p141 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p141 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p141 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p141 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p141 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p141 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 3 - - - - - - 
2553p141 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p141 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p141 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p141 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p141 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p141 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p141 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p141 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p141 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip slightly everted simple flattened 

(thinned) 
notched (V-shaped; 
perpendicular to lip)

2553p141 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p141 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p141 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p141 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p141 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p141 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 3 - - - - - - 
2553p141 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p141 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p141 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 scraped - - - - - 
2553p141 3 4 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p141 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p141 3 4 rim Early Brown Early Brown complicated stamped plain (burnished) medium sand/grit 1 - - slightly everted simple lip missing plain 
2553p141 4 4 rim Early Brown Early Brown complicated stamped plain (burnished) medium sand/grit 1 - - slightly everted simple lip missing plain 
2553p141 3 2 rim Early Brown Mississippian plain (burnished) plain (burnished) sand 1 - notched lip incurvate simple rounded 

(thinned) 
notched (U-shaped 
stylus; 2.1mm, 
spaced 7.1mm) 
(perpendicular to 
lip) 

2553p145 0 - - - - - - - 1 - - - - - - 
2553p147 0 - - - - - - - 24 - - - - - - 
2553p147 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p147 2 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand 1 - punctate  - - - - 
2553p147 3 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p147 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand 5 - - - - - - 
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2553p147 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p147 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p147 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p147 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p147 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p147 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p147 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p147 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p147 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - inslanting simple rounded & 

rolled 
plain 

2553p147 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 - notched lip inslanting simple flattened notched (V-shaped; 
perpendicular to lip)

2553p147 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 scraped - - - - - 
2553p147 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p147 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p147 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p147 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p147 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p147 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p147 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p147 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p147 2 3 body Early Brown Early Brown complicated stamped plain medium sand/grit 1 - - - - - - 
2553p147 4 3 rim/neck Early Brown Early Brown linear stamped (indet.) plain sand with subangular quartz particles 1 jar with flaring rim notched lip everted simple flattened 

(thinned) 
notched (U-shaped 
stylus; 3.3mm) 
(perpendicular to 
lip) 

2553p147 2 2 neck Early Brown Mississippian plain (rough) plain (rough) medium sand/grit 1 - - - - - - 
2553p151 0 - - - - - - - 3 - - - - - - 
2553p151 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p151 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p151 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p151 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p151 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p154 0 - - - - - - - 4 - - - - - - 
2553p154 1 1 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p154 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p154 3 2 rim Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p154 2 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p157 0 - - - - - - - 7 - - - - - - 
2553p157 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p157 2 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p157 2 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 3 conjoin - - - - - 
2553p157 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p160 0 - - - - - - - 6 - - - - - - 
2553p160 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p160 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p160 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p160 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p163 0 - - - - - - - 16 - - - - - - 
2553p163 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p163 2 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p163 2 2 body - - indet./eroded/spalled plain crushed quartz 1 - - - - - - 
2553p163 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand 1 - - - - - - 
2553p163 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin - - - - - 
2553p163 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p163 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p163 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
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2553p163 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p163 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p163 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p163 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p163 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p163 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p163 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p163 3 3 rim Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - straight/vertical simple flattened 

(thinned) 
plain 

2553p166 0 - - - - - - - 11 - - - - - - 
2553p166 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p166 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p166 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p166 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p170 0 - - - - - - - 4 - - - - - - 
2553p170 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand 1 - - - - - - 
2553p170 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p170 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p170 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p170 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p173 0 - - - - - - - 14 - - - - - - 
2553p173 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand 1 - - - - - - 
2553p173 1 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand 1 - - - - - - 
2553p173 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p173 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p173 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 spalled - - - - - 
2553p173 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p173 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p173 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p173 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p173 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p173 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p173 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p173 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p173 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p173 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - straight/vertical simple rounded & 

rolled 
plain 

2553p173 3 3 rim/neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - everted simple  plain 
2553p173 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p173 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p173 2 2 body Early Brown Mississippian smoothed  (obliterated) plain (burnished) medium sand/grit 1 - - - - - - 
2553p173 2 2 body Early Brown Mississippian smoothed  (obliterated) plain (burnished) medium sand/grit 1 - - - - - - 
2553p178 0 - - - - - - - 7 - - - - - - 
2553p178 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand 2 - - - - - - 
2553p178 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p178 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p178 2 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p178 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p178 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p178 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p178 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p178 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p178 3 3 neck Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p178 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p178 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p178 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p178 2 4 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
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2553p181 0 - - - - - - - 9 - - - - - - 
2553p181 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p181 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p181 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p181 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p181 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p181 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p181 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p181 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p181 2 2 neck Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p181 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p181 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p181 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p181 2 2 body Early Brown Early Brown stamped (indet.) plain (burnished) medium sand/grit 1 - - - - - - 
2553p181 3 3 body Early Brown Early Brown stamped (indet.) plain medium sand/grit 1 - - - - - - 
2553p181 3 2 rim Early Brown Early Brown stamped (indet.) plain (burnished) medium sand/grit 1 - notched lip incurvate thickened 

(interior)
flattened; 
interior bevel 

notched (U-shaped 
stylus, 3.2mm) 
(exterior of lip) 

2553p181 2 3 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 conjoin - - - - - 
2553p181 3 3 rim/neck Early Brown Mississippian plain (rough) plain sand with subangular quartz particles 1 vertical short-

necked jar 
- straight/vertical simple flattened & 

rolled/extruded
plain 

2553p186 0 - - - - - - - 15 - - - - - - 
2553p186 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p186 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p189 0 - - - - - - - 9 - - - - - - 
2553p189 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p189 3 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p189 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p189 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p189 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p189 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p189 2 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p189 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p189 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p189 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p189 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p189 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p189 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 conjoin 189a - - - - - 
2553p189 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p189 3 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p189 4 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p189 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 conjoin 189a - - - - - 
2553p189 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p189 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p189 2 4 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p189 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p189 3 4 rim Early Brown Early Brown n/d (thickened rim) plain (burnished) medium sand/grit 1 thickened rim with 

node 
punctate; node incurvate simple rounded; 

interior bevel 
plain 

2553p189 3 2 rim Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - notched lip incurvate thickened 
(interior)

rounded; 
interior bevel 

notched (U-shaped 
stylus, 3.7mm dia.) 
(perpendicular to 
rim)  

2553p192 0 - - - - - - - 1 - - - - - - 
2553p192 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 3 - - - - - - 
2553p192 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p197 0 - - - - - - - 6 - - - - - - 
2553p197 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
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2553p197 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p197 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p197 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p200 0 - - - - - - - 7 - - - - - - 
2553p200 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p200 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p200 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p200 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p200 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p200 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p200 1 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p205 0 - - - - - - - 2 - - - - - - 
2553p205 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 205a - - - - - 
2553p205 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p205 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p205 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p205 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p205 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p205 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 205a - - - - - 
2553p205 3 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p205 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p205 1 2 neck Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p205 2 2 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 205b - - - - - 
2553p205 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin 205b  straight/vertical simple rounded plain 
2553p205 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p205 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p205 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 conjoin 205c; 

scraped 
- - - - - 

2553p205 2 - body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 conjoin 20c5; 
scraped 

- - - - - 

2553p210 0 - - - - - - - 25 - - - - - - 
2553p210 1 1 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p210 2 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p210 1 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p210 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p210 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p210 2 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p210 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p210 1 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p210 2 1 body Ashe Ferry Ashe Ferry simple stamped 1 sand 1 - - - - - - 
2553p210 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p210 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 conjoin 210a - - - - - 
2553p210 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 conjoin 210a - - - - - 
2553p210 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 2 - - - - - - 
2553p210 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p210 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p210 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - everted simple rounded 

(thinned) 
plain 

2553p210 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p210 1 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p210 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p210 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p210 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p213 0 - - - - - - - 24 - - - - - - 
2553p213 1 1 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p213 2 1 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p213 1 2 body - - indet./eroded/spalled plain sand 2 - - - - - - 
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2553p213 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p213 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p213 3 3 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p213 2 1 rim Ashe Ferry Ashe Ferry indet./eroded/spalled smoothed sand 1 exfoliated "plain"; 

possibly smoothed 
over simple 
stamped 

 slightly everted simple flattened & 
rolled/extruded

plain 

2553p213 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p213 2 1 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p213 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p213 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p213 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p213 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p213 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p213 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p213 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p213 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened & 

rolled/extruded
plain 

2553p213 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p213 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p213 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p213 2 2 body Early Brown Mississippian plain plain sand 1 - - - - - - 
2553p213 2 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p218 0 - - - - - - - 5 - - - - - - 
2553p218 1 1 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p218 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p218 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p218 2 1 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p218 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 - - - - - - 
2553p218 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p218 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p218 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p220 0 - - - - - - - 15 - - - - - - 
2553p220 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p220 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p220 2 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p220 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p220 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p220 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p220 1 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p220 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 shallow 2.8mm 

trailed incision; 
parallel 4mm rect. 
punctations 

punctate; incised - - -  

2553p220 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p220 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p220 1 2 rim Ashe Ferry Ashe Ferry plain plain sand 1 - - everted simple flattened 

(thinned) 
plain 

2553p220 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p220 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 220a - - - - - 
2553p220 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 220a - - - - - 
2553p220 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p220 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p220 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p220 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p220 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p220 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
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2553p220 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p220 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p220 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p220 2 1 rim Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - everted simple rounded; 

thinned & 
everted 

plain 

2553p220 2 1 rim Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - slightly everted simple flattened 
(thinned) 

plain 

2553p220 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p220 2 3 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
2553p220 2 3 body Early Brown Mississippian plain (burnished) plain sand with subangular quartz particles 1 - - - - - - 
2553p220 3 3 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p224 0 - - - - - - - 4 - - - - - - 
2553p224 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p224 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p224 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p224 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p224 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p224 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p224 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p224 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - incised straight/vertical simple flattened & 

rolled/extruded
incised 

2553p224 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 conjoin 224a - - - - - 
2553p224 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p224 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 conjoin 224a - - - - - 
2553p224 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p224 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - straight/vertical simple flattened & 

rolled/extruded
plain 

2553p228 0 - - - - - - - 9 - - - - - - 
2553p228 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p228 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p228 1 1 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p228 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p228 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p228 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 - - - - - - 
2553p228 1 1 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p228 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p228 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p228 3 4 body Ashe Ferry Ashe Ferry stamped (indet.) wiped sand with subangular quartz particles 1 - - - - - - 
2553p231 0 - - - - - - - 1 - - - - - - 
2553p231 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p231 2 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p231 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p231 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p231 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p231 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p231 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p235 0 - - - - - - - 10 - - - - - - 
2553p235 1 2 body - - indet./eroded/spalled plain (burnished) medium sand/grit 1 - - - - - - 
2553p235 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p235 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p235 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p235 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p235 2 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p235 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p235 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p235 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p235 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p235 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p235 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p235 3 3 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p238 0 - - - - - - - 14 - - - - - - 
2553p238 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p238 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p238 1 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p238 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p238 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p238 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p238 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p238 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p238 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p238 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p238 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p238 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p238 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p238 2 2 body Early Brown Early Brown complicated stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p238 2 3 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p238 3 4 body Early Brown Early Brown complicated stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p238 2 2 body Early Brown Mississippian plain plain (burnished) medium sand/grit 1 - - - - - - 
2553p238 2 2 body Early Brown Mississippian plain (burnished) plain medium sand/grit 1 - - - - - - 
2553p238 2 3 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 handle attachment 

scar 
- - - - - 

2553p242 0 - - - - - - - 9 - - - - - - 
2553p242 2 1 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p242 2 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p242 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p242 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p242 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p242 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p242 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p242 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p242 1 2 body Early Brown Mississippian plain (burnished) plain medium sand/grit 1 - - - - - - 
2553p246 0 - - - - - - - 18 - - - - - - 
2553p246 1 1 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p246 1 1 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p246 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p246 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p246 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p246 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p246 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p246 1 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p246 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p246 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p246 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p246 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p246 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p246 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p249 0 - - - - - - - 6 - - - - - - 
2553p249 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p249 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p249 2 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p249 1 2 rim - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - straight/vertical simple rounded 

(thinned) 
plain 

2553p249 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
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2553p249 2 2 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p249 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p249 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 scraped - - - - - 
2553p249 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p249 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p249 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p249 2 2 body Early Brown Early Brown complicated stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p252 0 - - - - - - - 13 - - - - - - 
2553p252 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p252 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p252 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p252 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p252 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p252 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p252 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p252 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p252 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p252 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p252 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p252 1 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p252 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p252 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p255 0 - - - - - - - 4 - - - - - - 
2553p255 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p255 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p255 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p255 1 3 rim - - indet./eroded/spalled plain sand with subangular quartz particles 1 - incised  straight/vertical simple rounded incised line on top 

surface of lip, 
parallel to rim 

2553p255 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p255 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p255 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p255 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p255 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p255 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 scraped - - - - - 
2553p255 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p255 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p255 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p255 1 2 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p255 2 2 body Early Brown Mississippian plain (burnished) plain medium sand/grit 1 - - - - - - 
2553p259 0 - - - - - - - 14 - - - - - - 
2553p259 1 1 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p259 2 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p259 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p259 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p259 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p259 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p259 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p259 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p259 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p259 2 2 body Ashe Ferry Ashe Ferry plain wiped sand with subangular quartz particles 1 - - - - - - 
2553p259 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p259 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p259 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p259 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p259 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p259 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p259 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p259 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p259 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p259 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p259 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p259 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) indet./eroded/spalled sand with subangular quartz particles 1 scraped - - - - - 
2553p259 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) indet./eroded/spalled sand with subangular quartz particles 1 scraped - - - - - 
2553p259 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p259 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p259 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p259 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p259 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p259 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p259 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p259 3 3 neck Ashe Ferry Ashe Ferry stamped (indet.) wiped sand with subangular quartz particles 1 - - - - - - 
2553p259 3 3 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p259 2 3 body Early Brown Early Brown stamped (indet.) plain medium sand/grit 1 - - - - - - 
2553p259 1 2 body Early Brown Mississippian plain plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p259 2 2 body Early Brown Mississippian plain plain (burnished) medium sand/grit 1 - - - - - - 
2553p259 2 3 body Early Brown Mississippian plain plain (burnished) medium sand/grit 1 - - - - - - 
2553p259 2 2 neck Early Brown Mississippian plain plain (burnished) medium sand/grit 1 exterior burnishing 

facets 
- - - - - 

2553p259 2 3 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p259 2 3 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p259 2 3 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p259 2 3 rim Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - slightly everted simple flattened & 

rolled/extruded
plain 

2553p262 0 - - - - - - - 4 - - - - - - 
2553p262 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p262 1 2 body - - indet./eroded/spalled plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p262 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p262 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p262 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 very fine lands & 

grooves  
- - - - - 

2553p262 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p262 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p262 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p262 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p262 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p262 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p262 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p262 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p262 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p262 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - everted simple rounded & 

rolled 
plain 

2553p262 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - slightly everted simple rounded 
(thinned) 

plain 

2553p262 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p262 3 3 rim Early Brown Early Brown linear stamped (indet.) plain (smudged) medium sand/grit 1 conjoin to p1629 notched lip; 

punctate  
flared thickened 

(exterior)
rounded 
(thinned) 

notched (U-shaped 
stylus; 2.6mm) 
(perpendicular to 
lip); 

2553p262 2 3 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
2553p262 2 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p262 2 3 body Early Brown Mississippian smoothed  (obliterated) plain (burnished) medium sand/grit 1 - - - - - - 
2553p270 0 - - - - - - - 6 - - - - - - 
2553p270 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
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2553p270 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p270 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p270 2 4 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p270 2 3 rim Ashe Ferry Ashe Ferry indet./eroded/spalled scraped sand with subangular quartz particles 1 lip flattened (but 

slightly concave) 
notched lip everted simple flattened 

(thinned) 
notched (V-shaped; 
left oblique); 
stamped 

2553p270 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p270 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p270 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p270 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p270 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p270 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p270 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p270 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p270 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p270 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p270 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p270 1 1 rim Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - plain 
2553p270 3 3 neck Early Brown Mississippian smoothed  (obliterated) scraped/smudged sand with subangular quartz particles 1 scraped - - - - - 
2553p270 3 3 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p274 0 - - - - - - - 7 - - - - - - 
2553p274 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p274 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p274 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p274 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p274 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p274 1 2 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p274 1 3 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p274 1 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p274 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p274 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p274 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p274 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 rect. punctations 

(4mm) 
punctate  - - - - 

2553p274 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p274 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p274 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p274 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p274 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 274b - - - - - 
2553p274 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 274b - - - - - 
2553p274 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p274 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p274 2 2 body Early Brown Early Brown complicated stamped plain (burnished) sand with subangular quartz particles 1 conjoin 274a - - - - - 
2553p274 2 2 body Early Brown Early Brown complicated stamped plain (burnished) sand with subangular quartz particles 1 conjoin 274a - - - - - 
2553p274 2 2 rim Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - incurvate simple rounded 

(thinned) 
plain 

2553p274 2 3 rim Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - incurvate simple rounded 
(thinned) 

plain 

2553p274 1 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p280 0 - - - - - - - 12 - - - - - - 
2553p280 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p280 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p280 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p280 2 3 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p280 3 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p280 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p280 2 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
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2553p280 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p280 2 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p280 2 1 rim Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - notched lip straight/vertical simple rounded 

(thinned) 
notched (V-shaped; 
right oblique) 

2553p280 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p280 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p280 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p280 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p280 3 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p280 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p280 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p280 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p280 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p280 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p280 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p280 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p280 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p280 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p280 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p280 4 3 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p280 2 3 rim Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - slightly everted simple flattened 

(thinned) 
plain 

2553p280 2 3 neck Early Brown Early Brown stamped (indet.) plain medium sand/grit 1 - - - - - - 
2553p280 2 2 neck Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p280 2 4 base Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 flat base - - - - - 
2553p286 0 - - - - - - - 8 - - - - - - 
2553p286 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p286 1 2 body - - indet./eroded/spalled scraped sand with subangular quartz particles 1 - - - - - - 
2553p286 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p286 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p286 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p286 2 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p286 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p286 2 2 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p286 2 2 body Ashe Ferry Ashe Ferry plain 3 sand with subangular quartz particles 1 - - - - - - 
2553p286 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p286 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p286 2 5 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p286 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p286 2 1 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p286 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p286 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p286 1 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p286 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p286 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p286 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p286 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p286 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p286 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p286 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p286 3 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p286 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p286 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p286 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p286 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p286 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p286 2 2 body Early Brown Mississippian plain plain (burnished) medium sand/grit 1 - - - - - - 
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2553p286 2 5 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p290 0 - - - - - - - 8 - - - - - - 
2553p290 1 2 body - - indet./eroded/spalled plain medium sand/grit 1 - - - - - - 
2553p290 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p290 2 2 body - - indet./eroded/spalled plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p290 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p290 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p290 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p290 1 3 rim - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - straight/vertical simple flattened 

(thinned) 
plain 

2553p290 1 2 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p290 1 3 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p290 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p290 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p290 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p290 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p290 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p290 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p290 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p290 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p290 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p290 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p290 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p290 4 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p290 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded 

(thinned) 
plain 

2553p290 2 5 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 exfoliated  straight/vertical simple rounded plain 
2553p290 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p290 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p290 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 very light 

punctations [?] 
- - - - - 

2553p290 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p290 2 3 neck Early Brown Mississippian plain plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p290 2 4 neck/body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p295 0 - - - - - - - 16 - - - - - - 
2553p295 2 3 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p295 1 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p295 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p295 1 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p295 1 2 rim Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - slightly everted simple rounded; 

folded; & 
rolled 

plain 

2553p295 1 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p295 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 conjoin 295a - - - - - 
2553p295 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 295a - - - - - 
2553p295 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p295 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p295 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p295 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p295 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p295 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p295 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p295 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p295 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p295 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded & 

rolled 
plain 

2553p295 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - plain 



Appendix F1 continued.  (page 22 of 155) 
 

Catalog No. 
Size 

Grade 

Thick- 
ness 

Grade 
Vessel 
Portion Period/Phase 

Ceramic 
Type 

Primary Exterior 
Surface Treatment 

Interior Surface 
Treatment Paste/Aplastic Content Count Notes 

Secondary 
Decorative 
Treatment Rim Form 

Rim 
Mode Lip Form Lip Decoration 

2553p295 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p295 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p295 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p295 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p295 3 3 body Early Brown Early Brown complicated stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p295 1 2 body Early Brown Early Brown stamped (indet.) plain medium sand/grit 1 - - - - - - 
2553p295 1 2 body Early Brown Mississippian plain (burnished) plain sand with subangular quartz particles 1 - - - - - - 
2553p299 0 - - - - - - - 10 - - - - - - 
2553p299 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p299 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p299 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p299 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 potential handle 

scar 
- - - - - 

2553p299 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p299 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p299 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p299 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 scraped - - - - - 
2553p299 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p299 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p299 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p299 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p299 1 3 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p299 2 3 body Early Brown Mississippian plain plain sand 1 - - - - - - 
2553p299 4 3 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p299 3 4 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p299 2 3 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 9  or 21 - - - - - 
2553p299 2 3 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p299 2 3 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p299 2 3 rim Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 flattened and rolled - straight/vertical simple flattened 

(thinned) 
plain 

2553p302 0 - - - - - - - 1 - - - - - - 
2553p302 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p302 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p302 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 incised line on top 

of lip parallel to rim
incised slightly everted simple rounded 

(thinned) 
plain 

2553p305 0 - - - - - - - 3 - - - - - - 
2553p305 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p305 3 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p305 2 2 body Early Brown Mississippian plain (burnished) plain medium sand/grit 1 - - - - - - 
2553p308 0 - - - - - - - 12 - - - - - - 
2553p308 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p308 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p308 3 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p308 2 5 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p308 2 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p308 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p308 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p308 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p308 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p308 2 3 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p311 0 - - - - - - - 4 - - - - - - 
2553p311 1 2 body - - indet./eroded/spalled scraped medium sand/grit 1 - - - - - - 
2553p311 2 1 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p311 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p311 1 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened & 

rolled/extruded
plain 

2553p314 0 - - - - - - - 14 - - - - - - 
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2553p314 1 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p314 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p314 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p314 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p314 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p314 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p314 2 2 rim/body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 slight eversion - slightly everted simple rounded 

(thinned) 
plain 

2553p314 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p314 2 2 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p314 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p314 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p314 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p314 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p314 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p314 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p314 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p314 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p314 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p314 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p314 4 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p314 3 3 rim/neck/body Early Brown Mississippian plain scraped sand with subangular quartz particles 1 strongly everted 

rim, highly 
constricted neck--
small recurvate 
walled jar 

- everted simple rounded 
(thinned) 

plain 

2553p314 3 4 body Early Brown Twelve Mile check stamped plain medium sand/grit 1 - - - - - - 
2553p320 0 - - - - - - - 14 - - - - - - 
2553p320 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p320 2 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 conjoin 320a - - - - - 
2553p320 2 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 conjoin 320a - - - - - 
2553p320 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p320 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p320 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p320 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p320 1 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 vestigial slip (?) - - - - - 
2553p320 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p320 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 conjoin 320b - - - - - 
2553p320 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 conjoin 320b - - - - - 
2553p320 2 3 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p320 2 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p320 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p320 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p320 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p320 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p320 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p320 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p320 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p320 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 slight extrusion of 

lip 
- straight/vertical simple flattened & 

rolled/extruded
plain 

2553p320 1 3 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 decoration 1 & 5 notched lip straight/vertical simple rounded notched (V-shaped; 
right oblique) 

2553p320 1 2 rim Early Brown Early Brown stamped (indet.) plain sand with subangular quartz particles 1 slightly incurvate - incurvate simple flattened 
(thinned) 

plain 

2553p320 1 3 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
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2553p320 2 3 rim Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 scraped/burnished 
interior 

notched lip incurvate simple rounded notched (U-shaped 
stylus4.5mm) (right 
oblique) 

2553p325 0 - - - - - - - 10 - - - - - - 
2553p325 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p325 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p325 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p325 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p325 1 1 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 3 or 10 - - - - - 
2553p325 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p325 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p325 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p325 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped medium sand/grit 1 - - - - - - 
2553p325 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p325 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p325 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p325 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p325 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 slight eversion - slightly everted simple flattened plain 
2553p325 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p325 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p325 2 3 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p325 2 2 rim/neck/body Early Brown Early Brown linear stamped (indet.) scraped sand with subangular quartz particles 1 slightly extruded lip - incurvate simple rounded plain 
2553p325 3 3 body Early Brown Mississippian plain plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p325 1 1 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p329 2 3 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p329 3 3 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p329 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p329 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p329 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 blue residue - - - - - 
2553p329 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p329 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p329 1 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p329 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p329 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p329 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p329 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p329 3 3 rim Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p329 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) scraped sand with subangular quartz particles 1 scraped - - - - - 
2553p329 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p334 0 - - - - - - - 2 - - - - - - 
2553p334 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p334 1 1 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p334 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p334 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p334 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p334 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p334 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p334 3 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p334 3 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p334 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p334 1 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p334 3 3 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p334 2 2 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p338 0 - - - - - - - 3 - - - - - - 
2553p338 2 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p338 1 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p338 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p338 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p338 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p338 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p338 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p338 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p338 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 two shallow incised 

lines (3mm); 
triangular 
punctation adjacent

punctate; incised - - - - 

2553p338 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p338 2 3 body Early Brown Twelve Mile check stamped plain sand 1 - - - - - - 
2553p342 0 - - - - - - - 6 - - - - - - 
2553p342 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p342 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p342 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p342 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p342 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p342 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p342 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p342 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p342 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p342 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p342 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p342 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p342 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p342 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p342 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p342 2 3 body Early Brown Early Brown complicated stamped plain (burnished) medium sand/grit 1 - - - - - - 
2553p342 2 3 body Early Brown Early Brown complicated stamped plain sand 1 - - - - - - 
2553p346 0 - - - - - - - 1 - - - - - - 
2553p346 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p346 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p346 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p346 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p346 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p346 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p346 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p346 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p346 5 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p346 2 2 rim Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 lip folded  - slightly everted simple flattened 

(thinned) 
plain 

2553p346 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 folded lip - everted simple flattened 
(thinned); 
folded 

plain 

2553p346 3 5 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p346 2 4 body Early Brown Early Brown stamped (indet.) plain medium sand/grit 1 - - - - - - 
2553p349 0 - - - - - - - 9 - - - - - - 
2553p349 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p349 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 conjoin 349a - - - - - 
2553p349 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 conjoin 349a - - - - - 
2553p349 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p349 2 3 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p349 2 1 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p349 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p349 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p349 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p349 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p349 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p349 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p349 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p349 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p349 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p349 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p349 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p349 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p349 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p349 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p349 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p349 2 3 rim/body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - notched lip incurvate simple flattened plain 
2553p358 0 - - - - - - - 4 - - - - - - 
2553p358 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p358 2 2 body - - indet./eroded/spalled scraped sand with subangular quartz particles 1 - - - - - - 
2553p358 2 4 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p358 1 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p358 2 1 body Ashe Ferry Ashe Ferry plain plain crushed quartz 1 - - - - - - 
2553p358 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p358 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p358 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p358 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p358 2 1 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
2553p361 0 - - - - - - - 3 - - - - - - 
2553p361 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p361 1 3 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p361 1 3 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p361 2 2 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p361 2 3 rim Early Brown Early Brown stamped (indet.) plain sand with subangular quartz particles 1 plate? notched lip slightly everted simple flattened 

(thinned) 
notched (U-shaped 
stylus2.7mm, spaced 
8.1mm) (left 
oblique) 

2553p361 2 2 body Early Brown Mississippian plain plain (burnished) medium sand/grit 1 - - - - - - 
2553p361 1 3 body Early Brown Mississippian plain plain sand 1 - - - - - - 
2553p361 1 3 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
2553p361 2 3 body Early Brown Mississippian plain plain (burnished) medium sand/grit 1 - - - - - - 
2553p361 2 3 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p361 2 4 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p361 2 3 rim Early Brown Mississippian plain plain sand 1 - - slightly everted simple flattened 

(thinned) 
plain 

2553p361 1 1 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p361 1 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p361 1 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p361 1 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p361 2 2 rim Early Brown Mississippian plain (burnished) plain (burnished) sand with subangular quartz particles 1 - - straight/vertical simple flattened plain 
2553p366 0 - - - - - - - 4 - - - - - - 
2553p366 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p366 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p369 0 - - - - - - - 5 - - - - - - 
2553p369 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p369 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p369 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p369 2 2 rim - - indet./eroded/spalled plain medium sand/grit 1 - - slightly everted simple rounded & 

rolled 
plain 

2553p369 2 1 body Ashe Ferry Ashe Ferry cordmarked scraped sand 1 - - - - - - 
2553p369 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p369 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
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2553p369 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p369 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p369 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p369 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p372 0 - - - - - - - 13 - - - - - - 
2553p372 2 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p372 1 3 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p372 2 3 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p372 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p372 2 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p372 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p372 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p372 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p372 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p372 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p372 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p372 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p372 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p372 2 3 body Early Brown Mississippian plain plain (burnished) medium sand/grit 1 - - - - - - 
2553p377 0 - - - - - - - 10 - - - - - - 
2553p377 2 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p377 2 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p377 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p377 2 2 rim - - indet./eroded/spalled scraped sand with subangular quartz particles 1 - - straight/vertical simple flattened 

(thinned) 
plain 

2553p377 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p377 2 3 body Ashe Ferry Ashe Ferry plain scraped sand 1 - - - - - - 
2553p377 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p377 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p377 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p377 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p377 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 - - - - - - 
2553p377 2 3 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p381 0 - - - - - - - 4 - - - - - - 
2553p381 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p381 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p381 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p381 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p381 2 1 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p381 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p381 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p381 1 1 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p381 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p381 2 2 rim/body Early Brown Mississippian plain wiped medium sand/grit 1 facetted surface - incurvate simple flattened plain 
2553p384 0 - - - - - - - 9 - - - - - - 
2553p384 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p384 2 5 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p384 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p384 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p384 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p384 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p384 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p384 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p384 2 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - punctate  - - - - 
2553p384 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p384 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p384 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
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2553p384 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p389 0 - - - - - - - 4 - - - - - - 
2553p389 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p389 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p389 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p389 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p389 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p389 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p389 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p389 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p389 3 2 rim/body Early Brown Mississippian plain scraped medium sand/grit 1 - - incurvate simple  plain 
2553p389 1 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p393 0 - - - - - - - 1 - - - - - - 
2553p393 2 3 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p393 2 3 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p393 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p393 1 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p393 2 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p393 3 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p393 2 5 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p393 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p393 3 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p393 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p393 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p393 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p393 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p393 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p393 1 2 body Early Brown Early Brown complicated stamped plain medium sand/grit 1 - - - - - - 
2553p393 3 3 rim/body Early Brown Mississippian plain plain (burnished) sand with subangular quartz particles 1 - notched lip incurvate simple rounded; 

interior bevel 
notched (U-shaped 
stylus, 4.1mm) 
(right oblique) 

2553p396 0 - - - - - - - 4 - - - - - - 
2553p396 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p396 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p396 1 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p396 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p396 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p396 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p396 2 3 rim/body Early Brown Early Brown n/d (thickened rim) smoothed medium sand/grit 1 thickened/collared 

early Pisgah rim 
punctate straight/vertical thickened 

(exterior)
flattened plain 

2553p400 0 - - - - - - - 6 - - - - - - 
2553p400 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p400 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p400 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p400 1 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p400 2 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p400 2 1 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p400 1 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p406 0 - - - - - - - 14 - - - - - - 
2553p406 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p406 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p406 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p406 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p406 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p406 2 2 body Ashe Ferry Ashe Ferry cordmarked scraped sand with subangular quartz particles 1 - - - - - - 
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2553p406 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 rectangular jab 
punctate, 3.8mm 
wide 

punctate  - - - - 

2553p406 1 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p406 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p406 1 2 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p406 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p406 1 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p406 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p406 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p406 2 3 body Ashe Ferry Ashe Ferry plain plain sand 1 triangular punctate 

(corner of rect. 
stylus) 

punctate  - - - - 

2553p406 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p406 2 3 rim/body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - everted simple rounded & 

rolled 
plain 

2553p406 2 3 rim/body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 two rows round 
"quill" punctations, 
2.5mm, applied 
with jab upwards 
toward rim 

punctate slightly everted simple flattened plain 

2553p406 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p406 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p406 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p406 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p406 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p406 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p406 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p406 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p406 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p406 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p406 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p406 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p406 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p406 1 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p406 1 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p413 0 - - - - - - - 15 - - - - - - 
2553p413 1 2 body - - indet./eroded/spalled scraped sand with subangular quartz particles 1 - - - - - - 
2553p413 2 2 body - - indet./eroded/spalled scraped sand with subangular quartz particles 1 - - - - - - 
2553p413 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p413 1 3 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p413 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p413 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p413 1 4 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p413 3 4 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p413 2 5 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p413 1 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p413 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p413 2 2 body Ashe Ferry Ashe Ferry plain plainplain sand with subangular quartz particles 1 - - - - - - 
2553p413 2 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p413 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 conjoin 413b - - - - - 
2553p413 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 conjoin 413b - - - - - 
2553p413 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p413 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p413 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 413a - - - - - 
2553p413 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 413a - - - - - 
2553p413 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 



Appendix F1 continued.  (page 30 of 155) 
 

Catalog No. 
Size 

Grade 

Thick- 
ness 

Grade 
Vessel 
Portion Period/Phase 

Ceramic 
Type 

Primary Exterior 
Surface Treatment 

Interior Surface 
Treatment Paste/Aplastic Content Count Notes 

Secondary 
Decorative 
Treatment Rim Form 

Rim 
Mode Lip Form Lip Decoration 

2553p413 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p413 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p413 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p413 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p413 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p413 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p413 1 2 body/neck Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p413 1 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - plain 
2553p413 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p413 2 3 body Early Brown Early Brown complicated stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p413 3 2 body Early Brown Mississippian plain plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p413 3 3 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p413 3 3 rim Early Woodland Yadkin cordmarked plain sand with subangular quartz particles 1 - - slightly everted simple rounded plain 
2553p418 0 - - - - - - - 1 - - - - - - 
2553p418 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p418 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p418 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 two parallel 2.8mm 

incised lines; 
shallow, square 
stylus 

incised - - - - 

2553p418 2 4 body/neck Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p418 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p418 1 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p418 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p418 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p418 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p422 0 - - - - - - - 4 - - - - - - 
2553p422 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p422 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p422 2 3 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p422 1 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p422 2 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p422 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p422 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p422 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p422 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p422 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p422 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p422 2 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p422 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p422 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p422 2 3 body/neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 triangular 

punctations (corner 
of rectangular 
stylus) ; two 
parallel to 2.7mm 
incised line 

punctate; incised - - - - 

2553p422 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p422 2 3 body Early Brown Mississippian plain (burnished) plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p427 0 - - - - - - - 9 - - - - - - 
2553p427 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p427 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p427 3 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p427 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p427 2 3 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p432 0 - - - - - - - 7 - - - - - - 
2553p432 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
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2553p432 2 2 body Ashe Ferry Ashe Ferry cordmarked scraped sand with subangular quartz particles 1 - - - - - - 
2553p432 2 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p432 1 1 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p432 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p432 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p432 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p432 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p432 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p432 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p432 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p432 2 2 body/neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p432 2 2 rim/body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 scraped - slightly everted simple flattened & 

rolled/extruded
plain 

2553p432 2 4 body Early Brown Early Brown complicated stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p438 0 - - - - - - - 19 - - - - - - 
2553p438 3 4 - - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p438 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p438 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p438 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p438 2 3 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p438 2 4 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p438 1 5 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p438 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p438 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p438 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p438 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p438 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p438 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p438 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - everted simple rounded & 

rolled 
plain 

2553p438 1 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p441 0 - - - - - - - 9 - - - - - - 
2553p441 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p441 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p441 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p441 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p441 1 2 body Ashe Ferry Ashe Ferry cordmarked scraped sand with subangular quartz particles 1 - - - - - - 
2553p441 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p441 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p441 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p441 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p441 1 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p441 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p441 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p441 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip straight/vertical simple flattened notched (V-shaped; 

V-shaped; left 
oblique) 

2553p441 3 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p441 2 2 rim/body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - straight/vertical simple rounded 

(thinned) 
plain 

2553p441 3 5 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p441 2 3 body Early Brown Mississippian plain plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p441 3 4 body Early Brown Mississippian plain plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p441 3 4 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p446 0 - - - - - - - 10 - - - - - - 
2553p446 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p446 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
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2553p446 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p446 1 2 rim/body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - simple rounded 

(thinned) 
plain 

2553p446 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p446 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p446 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p446 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p446 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p446 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p446 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p446 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p446 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p446 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p446 2 3 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 large pebble; mix of 

felspar & quartz 
- - - - - 

2553p449 0 - - - - - - - 6 - - - - - - 
2553p449 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p449 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p449 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p449 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - straight/vertical simple rounded 

(thinned) 
plain 

2553p449 3 3 rim/body Early Brown Mississippian plain plain sand with subangular quartz particles 1 large node/lug node/lug incurvate thickened 
(interior)

rounded; 
interior 
thickened) 

plain 

2553p449 2 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p452 0 - - - - - - - 6 - - - - - - 
2553p452 2 2 body - - check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p452 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p452 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p452 3 1 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p452 3 2 body Ashe Ferry Ashe Ferry cordmarked plain coarse sand/pebble 1 - - - - - - 
2553p452 1 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p452 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p452 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p452 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p452 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p452 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p452 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p452 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p452 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p452 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p452 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p452 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p452 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p452 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p452 3 5 base Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p452 3 3 rim/body Early Brown Mississippian plain (burnished) wiped medium sand/grit 1 - notched lip incurvate simple rounded 

(thinned); 
interior bevel 

notched (U-shaped 
stylus3.5mm) (right 
oblique) 

2553p452 2 2 body Early Woodland Yadkin cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p456 0 - - - - - - - 2 - - - - - - 
2553p456 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p456 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p456 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p461 0 - - - - - - - 7 - - - - - - 
2553p461 1 4 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p461 1 4 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
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2553p461 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p461 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p461 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p461 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p461 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p461 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p461 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p461 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p461 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p461 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p461 1 2 rim/body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - notched lip straight/vertical simple rounded & 

rolled 
notched (V-shaped; 
right oblique) 

2553p461 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p461 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p461 2 2 rim/body Early Brown Early Brown indet./eroded/spalled plain sand with subangular quartz particles 1 - - incurvate simple rounded & 

rolled 
plain 

2553p466 0 - - - - - - - 6 - - - - - - 
2553p466 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p466 2 3 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p466 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p466 1 3 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p466 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p466 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p466 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p466 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p466 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p466 1 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip straight/vertical simple flattened notched (V-shaped; 

right oblique) 
2553p466 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p473 0 - - - - - - - 2 - - - - - - 
2553p473 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p473 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p473 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p478 0 - - - - - - - 32 - - - - - - 
2553p478 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p478 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p478 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p478 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p478 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p478 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p478 3 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p478 3 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p478 1 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p478 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p478 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p478 1 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p478 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p478 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p478 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p478 3 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p478 1 2 rim/body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - everted simple rounded 

(thinned) 
plain 

2553p478 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p478 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p478 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p478 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p478 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p478 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p478 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip straight/vertical simple rounded notched (V-shaped; 

right oblique) 
2553p478 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded 

(thinned) 
plain 

2553p478 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p478 2 2 rim/body Early Brown Mississippian plain plain sand with subangular quartz particles 1 plate?  straight/vertical simple rounded plain 
2553p478 3 3 rim/body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - notched lip incurvate simple flattened; 

interior bevel 
notched (U-shaped 
stylus; 3.2mm) 
(perpendicular to 
rim) 

2553p484 0 - - - - - - - 5 - - - - - - 
2553p484 2 1 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p484 2 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p484 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p484 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p484 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p484 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p484 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p484 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p484 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p484 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p484 1 2 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p487 0 - - - - - - - 4 - - - - - - 
2553p487 3 3 body - - indet./eroded/spalled plain (burnished) sand with subangular quartz particles 1 conjoin 487a - - - - - 
2553p487 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p487 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p487 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p487 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 487a - - - - - 
2553p487 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 487a - - - - - 
2553p487 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p487 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 487b - - - - - 
2553p487 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 487b - - - - - 
2553p487 3 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 slight thinning at lip - straight/vertical simple flattened plain 
2553p487 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p491 0 - - - - - - - 5 - - - - - - 
2553p491 2 5 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p491 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p491 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p491 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p491 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p491 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p491 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p491 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p491 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip everted simple flattened 

(thinned) 
notched (V-shaped; 
right oblique) 

2553p491 4 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p491 2 4 body Early Brown Mississippian plain wiped sand with subangular quartz particles 1 - - - - - - 
2553p491 2 3 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p494 0 - - - - - - - 7 - - - - - - 
2553p494 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p494 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p494 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p494 2 4 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p494 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p494 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p494 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
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2553p494 1 5 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p494 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p494 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p494 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p494 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p494 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p494 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p494 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p494 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand 1 - - - - - - 
2553p494 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p494 1 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p494 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 conjoin 494a - - - - - 
2553p494 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p494 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p494 3 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 conjoin 494a - - - - - 
2553p494 3 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p494 3 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p494 1 3 body Early Brown Mississippian plain (burnished) plain sand with subangular quartz particles 1 - - - - - - 
2553p497 0 - - - - - - - 5 - - - - - - 
2553p497 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p497 2 2 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p497 1 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p497 1 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p497 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p497 2 4 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p497 2 3 rim/body Early Woodland Badin fabric impressed scraped sand with subangular quartz particles 1 - - slightly everted simple flattened plain 
2553p501 0 - - - - - - - 3 - - - - - - 
2553p501 2 5 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p501 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p501 1 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip straight/vertical simple rounded notched (V-shaped; 

right oblique) 
2553p501 1 2 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p501 2 2 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p501 3 4 body Early Woodland Badin fabric impressed scraped sand with subangular quartz particles 1 - - - - - - 
2553p504 0 - - - - - - - 5 - - - - - - 
2553p504 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p504 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p504 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p504 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 conjoin 504a - - - - - 
2553p504 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 conjoin 504a - - - - - 
2553p504 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p504 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p504 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p504 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p504 1 2 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p504 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p504 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p504 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p504 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p504 3 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 conjoin 504b - - - - - 
2553p504 3 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p504 3 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p504 3 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p504 4 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 conjoin 504b - - - - - 
2553p504 4 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 conjoin 504c - - - - - 
2553p504 4 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 conjoin 504c - - - - - 
2553p504 4 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1  - - - - - 
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2553p504 4 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p510 0 - - - - - - - 12 - - - - - - 
2553p510 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p510 2 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p510 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p510 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p510 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p510 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p510 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p510 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p510 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p510 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p510 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p510 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p510 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p510 1 2 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p510 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 conjoin 510a - - - - - 
2553p510 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 conjoin 510a - - - - - 
2553p510 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 conjoin 510a; 1/2 

drill hole 
- - - - - 

2553p510 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 conjoin 510a; 1/4 
drill hole 

- - - - - 

2553p510 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p510 2 4 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p510 3 4 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 conjoin 510a; 1/2 

drill hole 
- - - - - 

2553p510 2 4 body Early Brown Mississippian plain indet./eroded/spalled medium sand/grit 1 - - - - - - 
2553p510 1 2 rim/body Early Brown Mississippian plain scraped sand with subangular quartz particles 1 - notched lip incurvate simple flattened notched (V-shaped; 

right oblique) 
2553p515 0 - - - - - - - 2 - - - - - - 
2553p515 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p515 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p515 2 2 body Early Woodland Badin fabric impressed scraped sand with subangular quartz particles 1 - - - - - - 
2553p515 2 2 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p515 2 2 body Early Woodland Badin fabric impressed scraped sand with subangular quartz particles 1 - - - - - - 
2553p515 1 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p515 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 conjoin 515a - - - - - 
2553p515 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p515 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p515 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p515 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p515 2 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p515 3 3 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 conjoin 515a - - - - - 
2553p515 3 3 body Early Woodland Badin fabric impressed scraped sand with subangular quartz particles 1 conjoin 515b - - - - - 
2553p515 4 3 body Early Woodland Badin fabric impressed scraped sand with subangular quartz particles 1 conjoin 515b - - - - - 
2553p515 2 4 body Early Woodland Badin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p515 2 4 body Early Woodland Badin fabric impressed wiped sand with subangular quartz particles 1 - - - - - - 
2553p520 0 - - - - - - - 1 - - - - - - 
2553p520 1 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p520 2 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p520 1 3 rim/body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - notched lip slightly everted simple flattened notched (V-shaped; 

left oblique; stylus 
edge) 

2553p520 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p525 0 - - - - - - - 1 - - - - - - 
2553p525 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p525 1 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p528 0 - - - - - - - 12 - - - - - - 
2553p528 1 4 body - - indet./eroded/spalled plainplain sand with subangular quartz particles 1 - - - - - - 
2553p528 2 3 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p528 1 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p528 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p528 1 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p528 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p528 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p528 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p534 0 - - - - - - - 2 - - - - - - 
2553p534 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p534 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p534 1 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p538 0 - - - - - - - 7 - - - - - - 
2553p538 1 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p538 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p538 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p538 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p538 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p538 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p538 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p538 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p538 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p538 2 4 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p538 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p538 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p538 3 3 rim/body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - notched lip incurvate simple rounded 

(thinned); 
interior bevel 

notched (U-shaped 
stylus4mm) (slightly 
rt. oblique to lip) 

2553p538 2 4 body Early Brown Mississippian plain (burnished) plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p543 0 - - - - - - - 2 - - - - - - 
2553p543 2 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p546 0 - - - - - - - 4 - - - - - - 
2553p546 2 2 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p546 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p551 0 - - - - - - - 15 - - - - - - 
2553p551 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p551 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p551 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p551 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p551 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p551 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p551 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p551 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p551 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p551 2 4 body Ashe Ferry Ashe Ferry simple stamped scraped crushed quartz 1 overstamped - - - - - 
2553p551 3 5 base Early Brown Early Brown stamped (indet.) indet./eroded/spalled medium sand/grit 1 - - - - - - 
2553p551 1 2 rim Early Brown Mississippian plain (rough) plain medium sand/grit 1 - notched lip incurvate simple flattened notched (U-shaped 

stylus2.9mm, spaced 
5.7mm) 
(perpendicular to 
lip) 

2553p551 2 2 neck Early Brown Mississippian smoothed  (obliterated) plain sand with subangular quartz particles 1 zoned shallow 
punctate, 2.8mm 
wide, 9.9mm apart 

punctate  - - - - 

2553p556 0 - - - - - - - 3 - - - - - - 
2553p556 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p556 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p556 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p556 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p556 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p556 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p563 0 - - - - - - - 13 - - - - - - 
2553p563 1 1 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p563 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p563 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p563 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p563 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p563 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p563 2 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p563 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p563 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p563 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p563 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p563 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p563 1 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p563 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p563 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p563 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p563 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p563 1 3 body Ashe Ferry Ashe Ferry simple stamped scraped medium sand/grit 1 - - - - - - 
2553p563 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped medium sand/grit 1 - - - - - - 
2553p563 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p563 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped medium sand/grit 1 - - - - - - 
2553p563 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p563 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p563 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p563 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p569 0 - - - - - - - 5 - - - - - - 
2553p569 2 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p569 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p574 0 - - - - - - - 8 - - - - - - 
2553p574 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p574 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p574 1 3 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p574 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p574 1 1 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p574 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p574 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p574 2 3 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p574 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p574 2 4 body Ashe Ferry Ashe Ferry plain (rough) plain medium sand/grit 1 - - - - - - 
2553p574 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p574 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p574 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p574 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p574 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p574 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p574 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p574 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p574 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 stamping looks like 

random incision 
notched lip everted simple flattened notched (V-shaped; 

V-shaped; left 
oblique) 

2553p574 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
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2553p574 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p580 0 - - - - - - - 4 - - - - - - 
2553p580 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p580 2 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p580 1 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p580 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p580 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p580 1 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p580 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p580 2 4 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
2553p580 2 5 body Early Brown Mississippian plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p584 0 - - - - - - - 11 - - - - - - 
2553p584 1 3 body - - check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p584 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p584 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p584 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p584 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p584 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p584 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p584 2 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p584 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p584 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p584 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p584 2 3 body Early Brown Early Brown linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p588 0 - - - - - - - 3 - - - - - - 
2553p588 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p592 0 - - - - - - - 19 - - - - - - 
2553p592 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p592 2 2 body - - indet./eroded/spalled wiped sand with subangular quartz particles 1 - - - - - - 
2553p592 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p592 1 2 body Ashe Ferry Ashe Ferry plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p592 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p592 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p592 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p592 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p592 1 5 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p592 1 3 neck Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p592 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p592 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p592 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p592 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p592 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p592 1 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened plain 
2553p592 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) wiped sand with subangular quartz particles 1 scraped - - - - - 
2553p592 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - slightly everted simple flattened plain 
2553p592 1 2 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p592 1 2 body Early Brown Mississippian plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p595 0 - - - - - - - 2 - - - - - - 
2553p595 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p599 0 - - - - - - - 14 - - - - - - 
2553p599 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p599 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p599 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand 1 sand temper black 

& friable 
- - - - - 

2553p599 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p599 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p599 1 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
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2553p599 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p599 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p599 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p599 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p599 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p599 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p599 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p599 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p599 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p599 1 4 body Early Brown Mississippian plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p604 0 - - - - - - - 25 - - - - - - 
2553p604 2 2 body - - check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p604 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p604 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p604 1 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p604 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p604 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p604 1 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p604 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p604 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p604 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p604 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p604 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p604 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p604 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p604 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p604 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p604 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p604 3 3 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p604 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p604 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p604 2 2 rim Early Brown Mississippian smoothed  (obliterated) plain sand with subangular quartz particles 1 exterior beveled; 

left oblique 
incisions 

notched lip; 
incised 

everted thickened 
(exterior)

flattened notched (U-shaped 
stylus 2.9mm dia. 
(right oblique);  

2553p609 0 - - - - - - - 26 - - - - - - 
2553p609 1 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p609 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p609 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p609 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p609 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p609 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p609 1 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p609 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p609 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p609 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p609 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p609 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p609 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p609 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p609 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p609 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p609 3 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p609 1 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p609 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p609 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p609 1 1 rim Ashe Ferry Ashe Ferry stamped (indet.) plain (rough) sand with subangular quartz particles 1 slightly everted - slightly everted simple rounded plain 
2553p609 1 2 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
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2553p609 2 3 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
2553p618 0 - - - - - - - 26 - - - - - - 
2553p618 2 2 body - - check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p618 2 2 body - - indet./eroded/spalled plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p618 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p618 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p618 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p618 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p618 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p618 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p618 2 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p618 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p618 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p618 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p618 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 overstamped - - - - - 
2553p618 2 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 overstamped - - - - - 
2553p618 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p618 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p618 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p618 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p618 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p618 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p618 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p618 2 3 rim/body Early Brown Mississippian smoothed  (obliterated) plain medium sand/grit 1 scraped notched lip slightly everted simple flattened notched 
2553p622 0 - - - - - - - 13 - - - - - - 
2553p622 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p622 2 3 body Ashe Ferry Ashe Ferry cordmarked plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p622 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p622 2 - body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p622 2 - body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p622 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p622 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p622 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p622 2 - body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p622 2 - body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p622 2 - body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p622 3 - body Ashe Ferry Ashe Ferry simple stamped 3 sand with subangular quartz particles 1 overstamped - - - - - 
2553p622 2 - rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 622a; overstamped - straight/vertical simple flattened & 

rolled/extruded
plain 

2553p622 2 - rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 622a; overstamped - straight/vertical simple flattened & 
rolled/extruded

plain 

2553p626 0 - - - - - - - 3 - - - - - - 
2553p626 1 - body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p626 1 - body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p626 1 - body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p626 2 - body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p626 2 - body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p631 0 - - - - - - - 28 - - - - - - 
2553p631 1 2 body - - indet./eroded/spalled plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p631 2 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p631 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p631 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p631 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p631 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p631 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p631 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 631a; overstamped - - - - - 
2553p631 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p631 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p631 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p631 1 3 body Ashe Ferry Ashe Ferry simple stamped wiped medium sand/grit 1 - - - - - - 
2553p631 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p631 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p631 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p631 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 631a; overstamped notched lip slightly everted simple flattened 

(thinned) 
notched (V-shaped; 
perpendicular to lip)

2553p631 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) wiped sand with subangular quartz particles 1 - - - - - - 
2553p631 2 3 body/neck Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p631 2 4 body/neck Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p638 0 - - - - - - - 20 - - - - - - 
2553p638 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p638 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p638 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p638 1 4 body - - indet./eroded/spalled plain medium sand/grit 1 - - - - - - 
2553p638 1 2 rim - - indet./eroded/spalled indet./eroded/spalled medium sand/grit 1 - - - - - - 
2553p638 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p638 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 overstamped - - - - - 
2553p638 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p638 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p638 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p638 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p638 1 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p638 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p638 1 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p638 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p638 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 decoration on rolled 

portion of lip 
(exterior) 

notched lip slightly everted simple flattened & 
rolled/extruded

notched (V-shaped; 
right oblique) 

2553p638 2 3 body/neck Early Brown Early Brown stamped (indet.) plain sand with subangular quartz particles 1 - incised - - - - 
2553p638 1 2 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p638 1 3 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p638 1 3 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p638 2 3 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p638 1 2 body Early Brown Mississippian plain (burnished) plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p638 2 3 body Early Brown Mississippian plain (rough) plain sand with subangular quartz particles 1 638a - - - - - 
2553p638 3 5 body Early Brown Mississippian plain (rough) plain sand with subangular quartz particles 1 638a - - - - - 
2553p643 0 - - - - - - - 23 - - - - - - 
2553p643 2 3 body - - check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p643 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p643 1 1 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p643 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 643a - - - - - 
2553p643 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 643a - - - - - 
2553p643 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 643a - - - - - 
2553p643 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p643 3 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 643a - - - - - 
2553p643 3 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 643a - - - - - 
2553p643 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 643a - - - - - 
2553p643 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p643 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 overstamped - - - - - 
2553p643 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p643 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p643 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p643 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p643 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p643 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
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2553p643 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - straight/vertical simple rounded 
(thinned) 

plain 

2553p643 1 3 body Early Brown Mississippian plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p643 2 3 body Early Brown Mississippian plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p643 2 4 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p643 1 1 body Early Brown Mississippian plain (burnished) plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p648 0 - - - - - - - 1 - - - - - - 
2553p650 0 - - - - - - - 8 - - - - - - 
2553p650 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p650 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p650 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p650 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p653 0 - - - - - - - 13 - - - - - - 
2553p653 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p653 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p653 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p653 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p653 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p653 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p653 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p653 2 3 rim/body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 -  straight/vertical simple flattened 

(thinned) 
plain 

2553p653 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p653 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p653 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p653 3 3 rim/body Ashe Ferry Ashe Ferry simple stamped wiped medium sand/grit 1 - notched lip straight/vertical simple flattened 

(thinned) 
notched (V-shaped; 
perpendicular to lip)

2553p653 1 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p653 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p653 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p656 0 - - - - - - - 3 - - - - - - 
2553p656 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p656 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p659 0 - - - - - - - 1 - - - - - - 
2553p662 0 - - - - - - - 9 - - - - - - 
2553p662 1 2 body - - indet./eroded/spalled plain medium sand/grit 1 - - - - - - 
2553p662 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p662 2 2 body - - indet./eroded/spalled scraped sand with subangular quartz particles 1 - - - - - - 
2553p662 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p662 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) medium sand/grit 1 662a - - - - - 
2553p662 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) medium sand/grit 1 662a - - - - - 
2553p662 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p662 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p662 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p662 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p662 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p662 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p662 2 3 neck/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 sm/simple stamped, 

jar neck 
- - - - - 

2553p662 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p665 0 - - - - - - - 1 - - - - - - 
2553p665 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p667 0 - - - - - - - 1 - - - - - - 
2553p669 0 - - - - - - - 7 - - - - - - 
2553p669 2 2 body - - check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p669 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p669 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 669a - - - - - 
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2553p669 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p669 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p669 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p669 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p669 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p669 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 669a - - - - - 
2553p673 0 - - - - - - - 11 - - - - - - 
2553p673 1 2 body - - indet./eroded/spalled plain medium sand/grit 1 - - - - - - 
2553p673 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p673 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p673 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p673 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p673 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p673 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p673 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p673 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p673 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p673 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p673 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p673 1 4 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - simple  plain 
2553p673 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p676 0 - - - - - - - 2 - - - - - - 
2553p676 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p676 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p676 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p679 0 - - - - - - - 3 - - - - - - 
2553p679 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p679 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p679 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1  - - - - - 
2553p679 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 679a - - - - - 
2553p679 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 679a - - - - - 
2553p679 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p685 0 - - - - - - - 8 - - - - - - 
2553p685 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p685 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p685 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p685 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - punctate  - - - - 
2553p685 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p685 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p685 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p685 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p685 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p685 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p685 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 overstamped - - - - - 
2553p685 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - notched lip everted simple flattened 

(thinned) 
notched (V-shaped; 
perpendicular to lip)

2553p685 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded 
(thinned) 

plain 

2553p685 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - punctate  - - - - 
2553p685 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p689 0 - - - - - - - 16 - - - - - - 
2553p689 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p689 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p689 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p689 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p689 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p689 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p689 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p689 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p689 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p689 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p689 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p693 0 - - - - - - - 23 - - - - - - 
2553p693 2 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p693 1 2 rim/body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - straight/vertical simple rounded 

(thinned) 
plain 

2553p693 2 3 rim/body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - notched lip slightly everted simple flattened 
(thinned) 

notched (V-shaped; 
perpendicular to lip)

2553p693 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 693a - - - - - 
2553p693 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p693 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p693 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p693 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p693 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p693 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p693 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p693 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p693 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p693 1 2 body Early Brown Mississippian plain (rough) indet./eroded/spalled medium sand/grit 1 - - - - - - 
2553p693 1 3 body Early Brown Mississippian plain (rough) plain sand with subangular quartz particles 1 693a - - - - - 
2553p697 0 - - - - - - - 7 - - - - - - 
2553p697 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p697 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p697 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p697 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p697 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p697 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p697 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p697 2 3 rim/body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - notched lip straight/vertical simple flattened notched (V-shaped; 

perpendicular to lip)
2553p701 0 - - - - - - - 35 - - - - - - 
2553p701 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p701 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p701 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p701 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p701 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p701 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p701 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p701 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p701 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p701 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p701 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p701 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p701 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p701 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p701 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p701 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p701 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p701 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p701 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p701 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p701 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p701 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p701 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p701 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 interior faceting - - - - - 
2553p701 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 701a notched lip everted simple flattened 

(thinned) 
notched (V-shaped; 
right oblique) 

2553p701 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 701a notched lip everted simple flattened 
(thinned) 

notched (V-shaped; 
right oblique) 

2553p708 0 - - - - - - - 14 - - - - - - 
2553p708 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p708 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 701b - - - - - 
2553p708 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 701b - - - - - 
2553p708 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p708 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p708 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p708 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p708 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p708 1 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p708 1 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p708 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p713 0 - - - - - - - 20 - - - - - - 
2553p713 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p713 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p713 2 2 body - - indet./eroded/spalled plain medium sand/grit 1 - - - - - - 
2553p713 2 3 body - - indet./eroded/spalled scraped sand with subangular quartz particles 1 - - - - - - 
2553p713 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p713 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p713 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p713 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p713 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p713 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p713 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p713 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p713 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p713 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p713 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p713 1 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - notched lip straight/vertical simple flattened notched (V-shaped; 

left oblique) 
2553p713 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened plain 
2553p719 0 - - - - - - - 25 - - - - - - 
2553p719 2 3 body - - check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p719 1 2 body - - indet./eroded/spalled plain medium sand/grit 1 - - - - - - 
2553p719 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p719 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p719 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p719 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p719 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p719 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p719 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p719 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p719 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p719 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p719 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p719 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p719 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p719 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p719 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p719 1 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 decorative notching 

perpendicular to lip
notched lip everted simple flattened & 

rolled/extruded
notched (V-shaped; 
right oblique) 



Appendix F1 continued.  (page 47 of 155) 
 

Catalog No. 
Size 

Grade 

Thick- 
ness 

Grade 
Vessel 
Portion Period/Phase 

Ceramic 
Type 

Primary Exterior 
Surface Treatment 

Interior Surface 
Treatment Paste/Aplastic Content Count Notes 

Secondary 
Decorative 
Treatment Rim Form 

Rim 
Mode Lip Form Lip Decoration 

2553p719 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - slightly everted simple flattened 
(thinned) 

plain 

2553p723 0 - - - - - - - 30 - - - - - - 
2553p723 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p723 1 1 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 body - - indet./eroded/spalled indet./eroded/spalled medium sand/grit 1 - - - - - - 
2553p723 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p723 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p723 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p723 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 neck/body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 rim - - indet./eroded/spalled plain medium sand/grit 1 - - straight/vertical simple rounded & 

rolled 
plain 

2553p723 2 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p723 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p723 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p723 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p723 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p723 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p723 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p723 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p723 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p723 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p723 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p723 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p723 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p723 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p723 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p723 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p723 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p723 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p723 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p730 0 - - - - - - - 7 - - - - - - 
2553p730 1 1 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p730 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p730 2 3 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p730 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p730 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p730 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p730 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p730 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p730 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p730 3 3 body Ashe Ferry Ashe Ferry simple stamped scraped medium sand/grit 1 730a - - - - - 
2553p730 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (rough) medium sand/grit 1 - - - - - - 
2553p730 4 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p730 5 3 body Ashe Ferry Ashe Ferry simple stamped scraped medium sand/grit 1 730a - - - - - 
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2553p733 0 - - - - - - - 3 - - - - - - 
2553p733 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p733 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p733 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p736 0 - - - - - - - 11 - - - - - - 
2553p736 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p736 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p736 1 3 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p736 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p736 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p736 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p736 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p741 0 - - - - - - - 6 - - - - - - 
2553p741 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p741 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p741 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p741 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 overstamped - - - - - 
2553p746 0 - - - - - - - 21 - - - - - - 
2553p746 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p746 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p746 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p746 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p746 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p746 1 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p746 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p746 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p751 0 - - - - - - - 1 - - - - - - 
2553p751 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p753 0 - - - - - - - 4 - - - - - - 
2553p753 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p753 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p756 0 - - - - - - - 8 - - - - - - 
2553p756 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p756 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p756 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p756 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p756 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p756 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain medium sand/grit 1 - - - - - - 
2553p759 0 - - - - - - - 20 - - - - - - 
2553p759 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p759 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p759 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p759 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p759 1 2 rim/body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p759 1 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p759 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p759 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p759 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p759 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p759 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p759 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p759 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 overstamped - - - - - 
2553p759 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p759 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p759 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p759 1 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - slightly everted simple flattened 

(thinned) 
plain 
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2553p759 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain (rough) medium sand/grit 1 - - straight/vertical simple flattened plain 
2553p764 0 - - - - - - - 11 - - - - - - 
2553p764 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p764 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p764 2 2 body Ashe Ferry Ashe Ferry plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p764 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p764 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p764 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p764 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p764 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p764 1 3 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p764 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p764 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p764 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p767 0 - - - - - - - 0 - - - - - - 
2553p767 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 767a - - - - - 
2553p767 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 767a - - - - - 
2553p767 3 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 767b - - - - - 
2553p767 4 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 767b - - - - - 
2553p767 5 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p767 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 767a - - - - - 
2553p769 0 - - - - - - - 1 - - - - - - 
2553p771 0 - - - - - - - 0 - - - - - - 
2553p771 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p771 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p774 0 - - - - - - - 4 - - - - - - 
2553p774 2 3 body Early Brown Mississippian plain plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p778 0 - - - - - - - 15 - - - - - - 
2553p778 1 2 body Ashe Ferry - check stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p778 2 3 body - - indet./eroded/spalled plain medium sand/grit 1 - - - - - - 
2553p778 1 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p778 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p778 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p778 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p782 0 - - - - - - - 13 - - - - - - 
2553p782 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p782 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p782 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p782 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p782 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p782 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p782 1 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p782 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p782 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 overstamped - - - - - 
2553p782 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p782 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p782 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p782 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p782 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - slightly everted simple rounded 

(thinned) 
plain 

2553p782 2 2 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p786 0 - - - - - - - 1 - - - - - - 
2553p786 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 786a - - - - - 
2553p786 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 786a - - - - - 
2553p789 0 - - - - - - - 14 - - - - - - 
2553p789 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p789 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
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2553p789 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p789 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p789 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p793 0 - - - - - - - 28 - - - - - - 
2553p793 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p793 2 2 body Ashe Ferry Ashe Ferry plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p793 2 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p793 1 3 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p793 1 2 rim Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - plain 
2553p793 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p793 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p793 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p793 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p793 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p793 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p793 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p793 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p793 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip everted simple flattened notched (V-shaped; 

left oblique) 
2553p793 2 2 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p798 0 - - - - - - - 4 - - - - - - 
2553p798 2 2 body - - check stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p798 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p798 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p805 0 - - - - - - - 7 - - - - - - 
2553p805 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p805 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p805 1 2 body Ashe Ferry Ashe Ferry simple stamped scraped medium sand/grit 1 - - - - - - 
2553p805 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled medium sand/grit 1 - - - - - - 
2553p805 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p805 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p805 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p805 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 overstamped - straight/vertical simple flattened plain 
2553p805 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p812 0 - - - - - - - 9 - - - - - - 
2553p812 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p812 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p812 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p812 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p812 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p812 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p812 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p812 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p812 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p812 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p812 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p812 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 overstamped - - - - - 
2553p812 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p812 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p812 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p812 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p812 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - everted simple flattened & 

rolled/extruded
plain 

2553p818 0 - - - - - - - 7 - - - - - - 
2553p818 1 1 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p818 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p818 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 818a - - - - - 
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2553p818 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 818a - - - - - 
2553p818 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p818 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p818 3 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p825 0 - - - - - - - 24 - - - - - - 
2553p825 1 3 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p825 2 2 body Ashe Ferry Ashe Ferry plain (rough) scraped sand with subangular quartz particles 1 - - - - - - 
2553p825 1 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p825 2 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p825 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p825 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p825 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p825 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p825 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p825 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p825 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p825 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p825 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p825 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p825 2 2 neck/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p825 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - notched lip straight/vertical simple flattened & 

rolled/extruded
notched (V-shaped; 
perpendicular to lip)

2553p825 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p829 0 - - - - - - - 5 - - - - - - 
2553p829 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) medium sand/grit 1 - - - - - - 
2553p829 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p829 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p829 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p829 2 2 rim/body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - incurvate simple flattened & 

rolled/extruded
plain 

2553p835 0 - - - - - - - 11 - - - - - - 
2553p835 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p835 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p835 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p835 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p835 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p835 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p835 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p835 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p835 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 overstamped - - - - - 
2553p835 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p835 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p835 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p835 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p835 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - everted simple flattened 

(thinned) 
plain 

2553p835 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p835 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p835 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p835 2 3 body Early Brown Mississippian plain (burnished) plain sand with subangular quartz particles 1 - - - - - - 
2553p839 0 - - - - - - - 6 - - - - - - 
2553p839 2 3 body Early Brown Mississippian plain plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p844 0 - - - - - - - 11 - - - - - - 
2553p844 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p844 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p844 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p844 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p844 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p844 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p844 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p844 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p844 3 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 overstamped - - - - - 
2553p844 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p844 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p844 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p844 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p844 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p844 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p844 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p844 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p844 1 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened 

(thinned) 
plain 

2553p844 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened 
(thinned) 

plain 

2553p844 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p844 3 2 rim/body Early Brown Early Brown linear stamped (indet.) scraped sand with subangular quartz particles 1 - - flared simple flattened 

(thinned) 
plain 

2553p847 0 - - - - - - - 14 - - - - - - 
2553p847 2 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p847 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p847 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p847 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p847 1 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p847 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p847 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 overstamped - - - - - 
2553p847 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p847 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p847 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p847 1 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p847 2 2 neck/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 0 - - - - - - - 28 - - - - - - 
2553p856 1 3 body - - check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 2 neck/body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 2 rim/body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - simple - plain 
2553p856 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p856 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p856 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p856 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p856 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p856 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p856 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p856 2 2 neck/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p856 1 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - simple - plain 
2553p856 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - simple - plain 
2553p856 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 overstamped stamped lip slightly everted simple flattened 

(thinned) 
stamped 

2553p856 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p856 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p856 2 5 body Ashe Ferry Ashe Ferry stamped (indet.) plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p856 1 3 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
2553p863 0 - - - - - - - 13 - - - - - - 
2553p863 2 3 rim/neck - - indet./eroded/spalled plain sand with subangular quartz particles 1 - punctate  - simple - plain 
2553p863 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p863 2 4 body Ashe Ferry Ashe Ferry plain (rough) plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p863 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p863 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p863 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p863 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p863 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p863 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p863 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p863 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p863 1 3 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p863 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p863 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 overstamped - - - - - 
2553p863 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 overstamped - - - - - 
2553p863 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p863 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 0 - - - - - - - 43 - - - - - - 
2553p871 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p871 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p871 2 4 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
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2553p871 2 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 overstamped - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 overstamped - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p871 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled medium sand/grit 1 - - - - - - 
2553p871 1 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p871 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p871 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 3 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p871 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 overstamped - - - - - 
2553p871 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p871 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p871 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p871 1 4 body Early Brown Early Brown stamped (indet.) plain medium sand/grit 1 - - - - - - 
2553p878 0 - - - - - - - 2 - - - - - - 
2553p878 1 2 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p878 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p887 0 - - - - - - - 55 - - - - - - 
2553p887 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p887 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p887 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p887 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p887 1 2 body Ashe Ferry Ashe Ferry plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p887 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p887 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
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2553p887 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p887 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 3 body Ashe Ferry Ashe Ferry plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p887 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 3 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p887 1 5 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p887 1 2 rim/body Ashe Ferry Ashe Ferry plain plain (rough) sand with subangular quartz particles 1 - notched lip slightly everted simple rounded notched (V-shaped; 

perpendicular to lip)
2553p887 2 2 rim/body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 

rolled 
plain 

2553p887 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p887 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p887 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 1 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p887 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p887 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p887 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 1 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 square stylus 

punctate, 4mm 
punctate  - - - - 

2553p887 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p887 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped medium sand/grit 1 overstamped; 

interior striations 
- - - - - 
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2553p887 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped notched lip slightly everted simple flattened & 

rolled/extruded
notched (V-shaped; 
left oblique) 

2553p887 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped notched lip everted simple flattened & 
rolled/extruded

notched (V-shaped; 
right oblique) 

2553p887 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened & 
rolled/extruded

plain 

2553p887 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p887 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p887 1 3 rim/body Early Brown Mississippian plain indet./eroded/spalled sand with subangular quartz particles 1 - - incurvate simple rounded 

(thinned) 
plain 

2553p896 0 - - - - - - - 16 - - - - - - 
2553p896 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p896 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p896 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p896 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 mending hole - - - - - 
2553p896 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p896 2 2 body Ashe Ferry Ashe Ferry plain (rough) scraped sand with subangular quartz particles 1 - - - - - - 
2553p896 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p896 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p896 2 2 body Ashe Ferry Ashe Ferry plain (rough) scraped sand with subangular quartz particles 1 - - - - - - 
2553p896 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p896 1 3 body Ashe Ferry Ashe Ferry plain (rough) indet./eroded/spalled medium sand/grit 1 - - - - - - 
2553p896 2 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p896 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p896 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p896 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p896 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p896 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p896 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p896 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p896 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p896 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p896 1 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p896 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p896 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 overstamped - - - - - 
2553p896 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p896 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p896 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p896 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p896 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p896 2 2 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 end of carving  - - - - - 
2553p896 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p896 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p896 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p896 2 2 rim/body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - notched lip incurvate thickened 

(interior)
squared; 
interior 
beveled 

notched (U-shaped 
stylus2.3mm, spaced 
7.4mm) 
(perpendicular to 
lip);  

2553p896 1 2 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p896 3 3 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 0 - - - - - - - 30 - - - - - - 
2553p901 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p901 1 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
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2553p901 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p901 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p901 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p901 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p901 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p901 1 3 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p901 1 3 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p901 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p901 1 3 neck/body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p901 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p901 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p901 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p901 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p901 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p901 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p901 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p901 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - simple - plain 
2553p901 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p901 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p907 0 - - - - - - - 5 - - - - - - 
2553p907 2 2 body Ashe Ferry - check stamped wiped sand with subangular quartz particles 1 very lg check; 1cm 

oblique rhomboid 
cells, 3.8mm lands; 
4.6mm thick 

- - - - - 

2553p907 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p907 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p907 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p907 2 1 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p907 3 2 rim/body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - inslanting simple flattened & 

rolled/extruded
stamped 

2553p907 2 5 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (rough) sand with subangular quartz particles 1 907a - - - - - 
2553p907 2 5 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (rough) sand with subangular quartz particles 1 907a - - - - - 
2553p912 0 - - - - - - - 2 - - - - - - 
2553p912 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p912 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p916 0 - - - - - - - 2 - - - - - - 
2553p916 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p916 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p916 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p919 0 - - - - - - - 7 - - - - - - 
2553p919 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p919 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p919 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p919 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p919 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p919 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p919 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p919 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p919 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p920 0 - - - - - - - 1 - - - - - - 
2553p920 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p924 0 - - - - - - - 22 - - - - - - 
2553p924 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p924 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p924 2 3 body Ashe Ferry Ashe Ferry plain (rough) scraped sand with subangular quartz particles 1 - - - - - - 
2553p924 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p924 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p924 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p924 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p924 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p924 1 3 rim/body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - notched lip everted simple flattened notched (V-shaped; 

right oblique) 
2553p927 0 - - - - - - - 7 - - - - - - 
2553p927 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p927 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p927 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p927 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p927 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p927 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p927 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p931 0 - - - - - - - 19 - - - - - - 
2553p931 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p931 1 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p931 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p931 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p931 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p931 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p931 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p931 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p931 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p931 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p931 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p931 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p931 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p931 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p931 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p931 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p931 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p931 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 931a - - - - - 
2553p931 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 931a - - - - - 
2553p931 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p935 0 - - - - - - - 7 - - - - - - 
2553p935 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p935 1 3 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 



Appendix F1 continued.  (page 59 of 155) 
 

Catalog No. 
Size 

Grade 

Thick- 
ness 

Grade 
Vessel 
Portion Period/Phase 

Ceramic 
Type 

Primary Exterior 
Surface Treatment 

Interior Surface 
Treatment Paste/Aplastic Content Count Notes 

Secondary 
Decorative 
Treatment Rim Form 

Rim 
Mode Lip Form Lip Decoration 

2553p935 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p935 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p935 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p939 0 - - - - - - - 17 - - - - - - 
2553p939 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p939 1 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p939 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p939 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p939 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p939 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped medium sand/grit 1 - - - - - - 
2553p939 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p939 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p939 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p939 2 2 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
2553p943 0 - - - - - - - 7 - - - - - - 
2553p943 1 2 body - - indet./eroded/spalled plain medium sand/grit 1 - - - - - - 
2553p943 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p943 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p943 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p943 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 overstamped - - - - - 
2553p943 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p943 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p947 0 - - - - - - - 16 - - - - - - 
2553p947 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p947 1 2 body - - indet./eroded/spalled plain medium sand/grit 1 - - - - - - 
2553p947 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p947 1 4 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p947 1 2 body Ashe Ferry Ashe Ferry plain (rough) scraped medium sand/grit 1 - - - - - - 
2553p947 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 overstamped - - - - - 
2553p947 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p947 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p947 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p947 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p947 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p947 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p947 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p947 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 947a ; ovs - - - - - 
2553p947 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 overstamped - - - - - 
2553p947 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p947 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 947a ; ovs - - - - - 
2553p947 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p947 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p954 0 - - - - - - - 10 - - - - - - 
2553p954 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p954 1 1 body Ashe Ferry Ashe Ferry plain (rough) plain medium sand/grit 1 - - - - - - 
2553p954 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p954 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p954 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p954 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p954 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p954 1 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip slightly everted simple flattened & 

rolled/extruded
notched (V-shaped; 
left oblique) 

2553p959 0 - - - - - - - 14 - - - - - - 
2553p959 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p959 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p959 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p959 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
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2553p959 1 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p959 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p959 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p959 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p959 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p959 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p959 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p959 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p959 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p959 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p959 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p959 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p959 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p959 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p959 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p959 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p959 1 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped notched lip slightly everted simple flattened & 

rolled/extruded
notched (V-shaped; 
perpendicular to lip)

2553p959 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p959 2 2 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p964 0 - - - - - - - 7 - - - - - - 
2553p964 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p964 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p964 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p964 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p964 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p964 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p964 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p964 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p964 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p964 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p964 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p964 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p964 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p970 0 - - - - - - - 17 - - - - - - 
2553p970 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p970 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p970 2 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p970 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p970 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p970 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p970 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p970 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p970 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p970 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 overstamped - - - - - 
2553p970 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p970 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p970 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p970 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p970 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p970 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p970 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p970 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped notched lip straight/vertical simple flattened notched (V-shaped; 

left oblique) 
2553p970 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - inslanting simple flattened & 

rolled/extruded
plain 

2553p970 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
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2553p974 0 - - - - - - - 0 - - - - - - 
2553p974 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p974 4 2 rim/body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 overstamped notched lip inslanting simple flattened notched (V-shaped; 

right oblique) 
2553p974 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p977 0 - - - - - - - 12 - - - - - - 
2553p977 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p977 1 3 body - - indet./eroded/spalled scraped sand with subangular quartz particles 1 - - - - - - 
2553p977 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p977 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p977 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p977 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p977 1 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p982 0 - - - - - - - 11 - - - - - - 
2553p982 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p982 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p985 0 - - - - - - - 3 - - - - - - 
2553p985 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p985 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p985 2 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p985 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p985 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p989 0 - - - - - - - 8 - - - - - - 
2553p989 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p989 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p989 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p989 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p989 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p989 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p989 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p989 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p989 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p993 0 - - - - - - - 11 - - - - - - 
2553p993 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p993 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p993 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p993 2 3 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p993 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p993 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p993 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p993 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p993 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p993 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p993 3 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 overstamped - - - - - 
2553p993 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p993 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p993 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p993 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 0 - - - - - - - 38 - - - - - - 
2553p1002 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 11 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 2 1 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p1002 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1002 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1002 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1002 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1002 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1002 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1002 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1002 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip slightly everted simple flattened 

(thinned) 
notched (V-shaped; 
right oblique) 

2553p1002 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 0 - - - - - - - 15 - - - - - - 
2553p1006 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1006 1 4 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1006 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 1 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 1 1 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1006 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1006 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1006 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 overstamped - - - - - 
2553p1006 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1006 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 overstamped - - - - - 
2553p1006 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1006 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1006 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1006 1 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened 

(thinned) 
plain 

2553p1006 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1009 0 - - - - - - - 9 - - - - - - 
2553p1009 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1009 2 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
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2553p1009 2 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p1009 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1009 1 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1009 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1009 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1009 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1009 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1015 0 - - - - - - - 6 - - - - - - 
2553p1015 2 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand 1 - - - - - - 
2553p1015 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1015 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1015 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1015 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1015 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - inslanting simple flattened and 

rolled/extruded
plain 

2553p1020 0 - - - - - - - 18 - - - - - - 
2553p1020 1 3 body Ashe Ferry Ashe Ferry plain (rough) scraped sand with subangular quartz particles 1 - - - - - - 
2553p1020 2 2 rim/body Ashe Ferry Ashe Ferry plain (rough) scraped sand with subangular quartz particles 1 - - - simple - plain 
2553p1020 1 1 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 heavily spalled - - - - - 
2553p1020 1 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1020 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1020 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1020 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1020 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1020 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1020 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1020 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1020 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - everted simple rounded 

(thinned) 
plain 

2553p1020 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - simple - plain 
2553p1020 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p1024 0 - - - - - - - 14 - - - - - - 
2553p1024 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1024 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1024 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1024 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1024 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1024 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1024 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1024 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1024 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1024 3 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1024 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1024 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1024 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1024 3 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 overstamped - - - - - 
2553p1024 4 2 rim/body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 mend hole - inslanting simple flattened stamped 
2553p1024 1 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - everted simple rounded & 

rolled 
plain 

2553p1028 0 - - - - - - - 24 - - - - - - 
2553p1028 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1028 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand 1 - - - - - - 
2553p1028 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1028 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1028 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1028 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - simple - plain 
2553p1033 0 - - - - - - - 5 - - - - - - 
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2553p1033 3 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p1033 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1033 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1033 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1033 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand 1 - - - - - - 
2553p1033 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1033 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p1033 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1033 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1038 0 - - - - - - - 9 - - - - - - 
2553p1038 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1038 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1038 2 5 body Ashe Ferry Ashe Ferry plain (rough) scraped sand with subangular quartz particles 1 - - - - - - 
2553p1038 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1038 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1038 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1038 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1038 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 overstamped - - - - - 
2553p1038 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1038 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1038 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1038 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1038 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened plain 
2553p1038 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded 

(thinned) 
plain 

2553p1038 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1043 0 - - - - - - - 12 - - - - - - 
2553p1043 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1043 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1043 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1043 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1043 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 1043a - - - - - 
2553p1043 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 1043a - - - - - 
2553p1043 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1043 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p1043 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p1043 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1047 0 - - - - - - - 1 - - - - - - 
2553p1047 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1047 1 1 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1047 2 4 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1049 0 - - - - - - - 4 - - - - - - 
2553p1049 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1049 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1049 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1051 0 - - - - - - - 8 - - - - - - 
2553p1051 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1051 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1051 1 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened plain 
2553p1051 1 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p1054 0 - - - - - - - 4 - - - - - - 
2553p1054 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1054 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1057 0 - - - - - - - 0 - - - - - - 
2553p1057 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1057 3 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 overstamped - - - - - 
2553p1060 0 - - - - - - - 0 - - - - - - 
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2553p1060 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 0 - - - - - - - 11 - - - - - - 
2553p1065 2 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1065 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 2 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1065 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 conjoin 1065a - - - - - 
2553p1065 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 conjoin 1065a - - - - - 
2553p1065 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 overstamped - - - - - 
2553p1065 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1065 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1065 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1065 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened & 

rolled/extruded
plain 

2553p1072 0 - - - - - - - 28 - - - - - - 
2553p1072 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1072 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1072 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1072 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1072 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1072 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1072 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1072 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1072 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1072 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1072 3 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1072 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 scraped - - - - - 
2553p1072 2 2 rim/body Ashe Ferry Ashe Ferry smoothed  (obliterated) scraped sand with subangular quartz particles 1 lip thinned; 

scraped; restricted 
orifice jar 

- inslanting simple flattened & 
rolled/extruded

plain 

2553p1072 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 0 - - - - - - - 30 - - - - - - 
2553p1078 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 1 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1078 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1078 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p1078 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1078 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p1078 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1078 3 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1078 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 1078a - - - - - 
2553p1078 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 1078a - - - - - 
2553p1078 3 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 1078a - - - - - 
2553p1086 0 - - - - - - - 53 - - - - - - 
2553p1086 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 3 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 2 rim/body Ashe Ferry Ashe Ferry linear stamped (indet.) scraped sand with subangular quartz particles 1 - notched lip straight/vertical simple missing notched (V-shaped; 

V-shaped; exterior 
of lip) 

2553p1086 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 conjoin 1086a - - - - - 
2553p1086 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 conjoin 1086a - - - - - 
2553p1086 2 2 body Ashe Ferry Ashe Ferry plain (rough) scraped sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 3 body Ashe Ferry Ashe Ferry plain (rough) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p1086 3 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1086 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p1091 0 - - - - - - - 1 - - - - - - 
2553p1091 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1094 0 - - - - - - - 1 - - - - - - 
2553p1094 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1099 0 - - - - - - - 11 - - - - - - 
2553p1099 1 1 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1099 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1099 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1099 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1099 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1099 2 2 neck/body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1106 0 - - - - - - - 16 - - - - - - 
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2553p1106 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1106 1 1 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1106 1 1 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1106 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p1106 1 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1106 1 1 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1106 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1106 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1106 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p1106 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1106 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 thinned lip notched lip inslanting simple rounded & 

rolled 
notched (V-shaped; 
left oblique) 

2553p1112 0 - - - - - - - 12 - - - - - - 
2553p1112 2 2 body Ashe Ferry Ashe Ferry cordmarked plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p1112 1 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1112 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1112 1 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p1112 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1117 0 - - - - - - - 11 - - - - - - 
2553p1117 1 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1117 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1117 2 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1117 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1117 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1117 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1117 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1117 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1117 1 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip straight/vertical simple rounded 

(thinned) 
notched (V-shaped; 
left oblique) 

2553p1124 0 - - - - - - - 3 - - - - - - 
2553p1124 1 4 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1124 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 1124a - - - - - 
2553p1124 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 1124a - - - - - 
2553p1124 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1124 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1124 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 1124b  notched lip slightly everted simple rounded 

(thinned) 
notched (V-shaped; 
perpendicular to lip)

2553p1124 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 1124b  notched lip slightly everted simple rounded 
(thinned) 

notched (V-shaped; 
perpendicular to lip)

2553p1128 0 - - - - - - - 32 - - - - - - 
2553p1128 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1128 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 1 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p1128 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1128 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p1128 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1128 2 3 body Early Brown Early Brown linear stamped (indet.) plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p1128 1 3 body Early Brown Mississippian plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p1135 0 - - - - - - - 25 - - - - - - 
2553p1135 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1135 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1135 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1135 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1135 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded & 

rolled 
plain 

2553p1135 3 3 body Early Brown Early Brown linear stamped (indet.) plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p1142 0 - - - - - - - 30 - - - - - - 
2553p1142 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1142 1 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 1 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1142 1 2 body Ashe Ferry Ashe Ferry simple stamped scraped medium sand/grit 1 - - - - - - 
2553p1142 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p1142 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - notched lip everted simple rounded 
(thinned) 

notched (V-shaped; 
right oblique) 

2553p1142 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1142 2 2 rim/body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - notched lip inverted thickened 

(interior)
rounded; 
interior 
thickened 

notched (U-shaped 
stylus3.3mm) (left 
oblique) 

2553p1147 0 - - - - - - - 31 - - - - - - 
2553p1147 2 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 3 4 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p1147 1 3 rim/body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - simple - plain 
2553p1147 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 2 1 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 1 3 body Ashe Ferry Ashe Ferry plain (rough) plain (rough) medium sand/grit 1 - - - - - - 
2553p1147 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 1 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1147 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 conjoin 1147a - - - - - 
2553p1147 2 2 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 conjoin 1147a - - - - - 
2553p1147 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1147 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 1 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 conjoin 1147a - - - - - 
2553p1147 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p1147 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1147 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1150 0 - - - - - - - 25 - - - - - - 
2553p1150 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1150 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1150 2 3 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1150 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1150 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1150 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1150 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1150 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1154 0 - - - - - - - 46 - - - - - - 
2553p1154 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1154 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1154 2 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1154 2 3 body Ashe Ferry Ashe Ferry plain (rough) plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p1154 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1154 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1154 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1154 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1154 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1154 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1154 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p1154 1 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 lip thinned notched lip straight/vertical simple flattened & 
rolled/extruded

notched (V-shaped; 
right oblique) 

2553p1154 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1154 2 3 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1154 2 3 body Early Brown Mississippian plain plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p1154 2 3 body Ashe Ferry Uwharrie fabric impressed scraped/combed sand with subangular quartz particles 1 same vessel as 

29:122 
- - - - - 

2553p1154 2 3 body Ashe Ferry Uwharrie fabric impressed scraped/combed sand with subangular quartz particles 1 same vessel as 
29:122 

- - - - - 

2553p1154 3 3 neck/body Ashe Ferry Uwharrie fabric impressed scraped/combed sand with subangular quartz particles 1 smoothed over fine 
fabric marked; 
combed interior 

- - - - - 

2553p1159 0 - - - - - - - 17 - - - - - - 
2553p1159 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1159 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 1159a - - - - - 
2553p1159 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1159 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1159 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 same vessel as 

1159a 
- - - - - 

2553p1159 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1159 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1159 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1159 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1159 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1159 1 1 rim/body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - slightly everted simple rounded 

(thinned) 
plain 

2553p1159 2 2 body Early Brown Early Brown complicated stamped plain (rough) sand with subangular quartz particles 1 conjoin 1159a - - - - - 
2553p1159 2 2 body Early Brown Early Brown complicated stamped plain (rough) sand with subangular quartz particles 1 conjoin 1159a - - - - - 
2553p1159 2 3 body Ashe Ferry Uwharrie fabric impressed scraped sand with subangular quartz particles 1 conjoin 1159b - - - - - 
2553p1159 4 3 body Ashe Ferry Uwharrie fabric impressed scraped sand with subangular quartz particles 1 conjoin 1159b - - - - - 
2553p1163 0 - - - - - - - 13 - - - - - - 
2553p1163 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1163 3 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1163 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1163 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1163 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1163 2 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1163 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1163 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1163 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1163 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1163 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1163 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1163 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1163 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1166 0 - - - - - - - 11 - - - - - - 
2553p1166 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1166 1 1 body Ashe Ferry Ashe Ferry plain (rough) plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p1166 1 5 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 conjoin 1166a - - - - - 
2553p1166 1 5 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 conjoin 1166a - - - - - 
2553p1166 1 5 body Ashe Ferry Ashe Ferry plain (rough) indet./eroded/spalled sand with subangular quartz particles 1 conjoin 1166a - - - - - 
2553p1166 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1166 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1166 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1166 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1166 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1166 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p1166 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1166 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1166 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1166 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1166 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1166 2 2 rim Ashe Ferry Cape Fear fabric impressed scraped sand with subangular quartz particles 1 conjoin 1166b; 

fabricmarked on 
rim interior 

notched lip straight/vertical simple rounded 
(thinned) 

notched (V-shaped; 
perpedicular to lip) 

2553p1166 2 2 rim Ashe Ferry Cape Fear fabric impressed scraped sand with subangular quartz particles 1 conjoin 1166b; 
fabricmarked on 
rim interior 

notched lip straight/vertical simple rounded 
(thinned) 

notched (V-shaped; 
perpedicular to lip) 

2553p1171 0 - - - - - - - 10 - - - - - - 
2553p1171 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1171 2 2 rim/body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - slightly everted simple rounded 

(thinned) 
plain 

2553p1171 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 0 - - - - - - - 17 - - - - - - 
2553p1176 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 1 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 1 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 2 5 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - notched lip slightly everted simple flattened 

(thinned) 
notched (V-shaped; 
left oblique) 

2553p1176 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1176 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1180 0 - - - - - - - 17 - - - - - - 
2553p1180 2 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p1180 3 3 body Ashe Ferry Ashe Ferry cordmarked scraped sand with subangular quartz particles 1 - - - - - - 
2553p1180 1 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1180 1 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1180 1 2 rim/body Ashe Ferry Ashe Ferry plain plain sand 1 - - straight/vertical simple rounded plain 
2553p1180 1 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1180 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1180 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1180 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1180 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1180 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1180 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1180 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 0 - - - - - - - 34 - - - - - - 
2553p1185 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 1 3 body - - indet./eroded/spalled scraped sand with subangular quartz particles 1 - - - - - - 
2553p1185 2 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 1 3 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
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2553p1185 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1185 2 3 rim/body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - notched lip slightly everted simple flattened 

(thinned) 
notched (V-shaped; 
left oblique) 

2553p1191 0 - - - - - - - 21 - - - - - - 
2553p1191 3 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1191 1 1 - Ashe Ferry Ashe Ferry plain (rough) scraped sand with subangular quartz particles 1 - - - - - - 
2553p1191 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1191 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1191 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1191 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1191 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1191 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1191 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1191 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1191 2 2 body Early Brown Mississippian plain (burnished) plain sand with subangular quartz particles 1 - - - - - - 
2553p1195 0 - - - - - - - 7 - - - - - - 
2553p1195 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1195 2 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p1195 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1195 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1195 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1195 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1195 1 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1195 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1195 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1195 1 2 body Ashe Ferry Cape Fear fabric impressed scraped sand with subangular quartz particles 1 - - - - - - 
2553p1195 1 3 body Ashe Ferry Cape Fear fabric impressed scraped sand with subangular quartz particles 1 - - - - - - 
2553p1195 1 3 body Ashe Ferry Cape Fear fabric impressed scraped sand with subangular quartz particles 1 - - - - - - 
2553p1195 1 3 body Ashe Ferry Cape Fear fabric impressed scraped sand with subangular quartz particles 1 - - - - - - 
2553p1195 2 3 body Ashe Ferry Cape Fear fabric impressed scraped sand with subangular quartz particles 1 - - - - - - 
2553p1195 2 3 body Ashe Ferry Cape Fear fabric impressed scraped sand with subangular quartz particles 1 - - - - - - 
2553p1195 2 3 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1195 3 3 rim/body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 lip missing - slightly everted simple missing - 
2553p1200 0 - - - - - - - 6 - - - - - - 
2553p1200 2 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1200 1 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1200 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1200 2 3 body Ashe Ferry Cape Fear fabric impressed scraped sand with subangular quartz particles 1 - - - - - - 
2553p1205 0 - - - - - - - 31 - - - - - - 
2553p1205 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 poss. rim, lip 

missing 
- - - - - 

2553p1205 2 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 ext. spalled - - - - - 
2553p1205 3 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1205 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1205 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1205 2 2 body - - indet./eroded/spalled plain sand 3 eroded - - - - - 
2553p1205 3 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 eroded - - - - - 
2553p1205 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 8 eroded - - - - - 
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2553p1205 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1205 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1205 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded - - - - - 
2553p1205 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 eroded - - - - - 
2553p1205 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded - - - - - 
2553p1205 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 scratches on interior 

(use wear?) 
- - - - - 

2553p1205 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1205 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1205 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1205 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1205 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) wiped sand with subangular quartz particles 1 - - - - - - 
2553p1205 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1205 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1205 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1205 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1205 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 4 - - - - - - 
2553p1205 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 eroded - - - - - 
2553p1205 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1205 2 1 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 eroded lip - - - - plain 
2553p1205 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 eroded lip - - - - plain 
2553p1210 0 - - - - - - - 3 - - - - - - 
2553p1210 1 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 2 1210a (carinated 

bowl) 
- - - - - 

2553p1210 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 3 1210a (carinated 
bowl) 

- - - - - 

2553p1210 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1  - - - - - 
2553p1210 2 2 rim Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 1210a (carinated 

bowl) 
- straight/vertical simple rounded 

(thinned) 
plain 

2553p1210 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 oblique notch, too 
short to determine 
direction 

notched lip - simple rounded & 
rolled 

notched (V-shaped; 
left oblique) 

2553p1210 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 3 - - - - - - 
2553p1210 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 eroded - - - - - 
2553p1210 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 - - - - - - 
2553p1215 0 - - - - - - - 30 - - - - - - 
2553p1215 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1215 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 3 - - - - - - 
2553p1215 3 1 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p1215 4 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 - - - - - - 
2553p1215 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1215 3 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1215 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1215 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin 1215b - - - - - 
2553p1215 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1215 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1215 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 6 - - - - - - 
2553p1215 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p1215 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1215 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1215 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1215 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 interior bevel - everted simple rounded 

(thinned) 
plain 

2553p1215 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened 
(thinned) 

plain 

2553p1215 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1215 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 



Appendix F1 continued.  (page 74 of 155) 
 

Catalog No. 
Size 

Grade 

Thick- 
ness 

Grade 
Vessel 
Portion Period/Phase 

Ceramic 
Type 

Primary Exterior 
Surface Treatment 

Interior Surface 
Treatment Paste/Aplastic Content Count Notes 

Secondary 
Decorative 
Treatment Rim Form 

Rim 
Mode Lip Form Lip Decoration 

2553p1215 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1215 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p1215 3 3 body Early Brown Twelve Mile check stamped plain sand 1 long, narrow cells      
2553p1215 2 - body Early Brown Twelve Mile check stamped indet./eroded/spalled sand 1 long, narrow cells; 

spalled interior 
- - - - - 

2553p1215 2 3 body Ashe Ferry Uwharrie fabric impressed scraped crushed quartz 1 vessel 1215a; 
scraping/wiping on 
interior: same 
vessel as 1466 

- - - - - 

2553p1215 3 3 body Ashe Ferry Uwharrie fabric impressed scraped crushed quartz 2 vessel 1215a; 
scraping/wiping on 
interior: same 
vessel as 1466 

- - - - - 

2553p1215 4 3 body Ashe Ferry Uwharrie fabric impressed scraped crushed quartz 2 vessel 1215a; 
scraping/wiping on 
interior: same 
vessel as 1466 

- - - - - 

2553p1219 0 - - - - - - - 13 - - - - - - 
2553p1219 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 3 - - - - - - 
2553p1219 3 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 2 1219a (conjoin); 

smoothed over 
- - - - - 

2553p1219 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1219 3 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 2 - - - - - - 
2553p1219 2 2 body Ashe Ferry Ashe Ferry plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p1219 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 very narrow lands 

& grooves 
- - - - - 

2553p1219 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1219 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 3 - - - - - - 
2553p1219 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 eroded - - - - - 
2553p1223 0 - - - - - - - 12 - - - - - - 
2553p1223 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1223 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1223 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1223 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1223 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p1223 4 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 1223a conjoin - - - - - 
2553p1223 1 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 1223a conjoin - - - - - 
2553p1223 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 1223a conjoin - - - - - 
2553p1223 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1223 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1223 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1223 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1223 2 4 body Early Brown Early Brown stamped (indet.) plain (rough) medium sand/grit 1 eroded interior - - - - - 
2553p1223 3 2 rim Early Brown Early Brown stamped (indet.) plain sand with subangular quartz particles 1 - - incurvate simple flattened & 

rolled/extruded
plain 

2553p1229 0 - - - - - - - 16 - - - - - - 
2553p1229 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 3 - - - - - - 
2553p1229 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1229 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1229 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1229 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 4 - - - - - - 
2553p1229 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1229 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1229 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1229 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - straight/vertical simple rounded & 

rolled 
plain 

2553p1229 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
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2553p1229 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1229 1 2 body Early Brown Early Brown stamped (indet.) plain medium sand/grit 1 - - - - - - 
2553p1235 0 - - - - - - - 21 - - - - - - 
2553p1235 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1235 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1235 2 3 body - - indet./eroded/spalled indet./eroded/spalled medium sand/grit 2 - - - - - - 
2553p1235 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 "comb-like" 

parallel lines for 
incision 

incised - - - - 

2553p1235 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1235 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1235 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1235 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1235 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p1235 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p1235 2 2 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 interior bevel - - - - plain 
2553p1235 2 3 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 slightly inverted - - - - plain 
2553p1235 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 eroded - - - - - 
2553p1235 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1235 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1235 5 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1235 6 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1241 0 - - - - - - - 13 - - - - - - 
2553p1241 2 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1241 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1241 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1241 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 incised (parallel, 

comblike lines) 
over simple 
stamped 

incised - - - - 

2553p1241 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1241 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1241 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1241 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1241 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded  slightly everted simple rounded plain 
2553p1241 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1241 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p1241 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p1241 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain (rough) sand with subangular quartz particles 1 - - inslanting simple flattened & 

rolled/extruded
plain 

2553p1241 2 1 body Ashe Ferry Cape Fear fabric impressed plain sand 1 - - - - - - 
2553p1241 2 1 rim Early Brown Early Brown indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - everted thickened 

(exterior)
rounded plain 

2553p1241 2 2 body Early Brown Twelve Mile check stamped plain (smudged) sand with subangular quartz particles 1 heavily smoothed; 
almost obliterated 

- - - - - 

2553p1246 0 - - - - - - - 13 - - - - - - 
2553p1246 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1246 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1246 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1246 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1246 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1246 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1251 0 - - - - - - - 36 - - - - - - 
2553p1251 1 1 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1251 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1251 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1251 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 eroded - - - - - 
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2553p1251 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p1251 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 2 - - - - - - 
2553p1251 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1251 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1251 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1251 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1251 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1251 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1251 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1251 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 

interior 
beveled 

plain 

2553p1251 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - notched lip slightly everted simple flattened notched (V-shaped; 
left oblique) 

2553p1251 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded plain 
2553p1251 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1251 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1251 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 5 - - - - - - 
2553p1251 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1251 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1258 0 - - - - - - - 10 - - - - - - 
2553p1258 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1258 3 2 body Ashe Ferry Ashe Ferry plain (rough) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1258 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 1258a - - - - - 
2553p1258 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1258 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1258 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1258 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1258 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 1258a - - - - - 
2553p1258 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain (rough) sand 1 - - - - - - 
2553p1258 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1258 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1258 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1258 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1258 1 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 1258b - slightly everted simple flattened & 

rolled/extruded
plain 

2553p1258 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 1258b - slightly everted simple flattened & 
rolled/extruded

plain 

2553p1258 2 2 body Early Brown Mississippian plain plain (smudged) sand with subangular quartz particles 1 inflection 
point/shoulder of 
bowl 

- - - - - 

2553p1262 0 - - - - - - - 14 - - - - - - 
2553p1262 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1262 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 1262c - - - - - 
2553p1262 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 6 - - - - - - 
2553p1262 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1262 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1262 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1262 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1262 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1262 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1262 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1262 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1262 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1262 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1262 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1262 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
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2553p1262 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) scraped sand with subangular quartz particles 2 - - - - - - 
2553p1262 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p1262 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (rough) sand with subangular quartz particles 2 1262b - - - - - 
2553p1262 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1262 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1262 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1262 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1262 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1262 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 1262a - - - - - 
2553p1262 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1262 4 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1262 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1269 0 - - - - - - - 18 - - - - - - 
2553p1269 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1269 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1269 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1269 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1269 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1269 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 1269b - - - - - 
2553p1269 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) medium sand/grit 1 - - - - - - 
2553p1269 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1269 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1269 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1269 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p1269 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 lip missing - slightly everted simple - - 
2553p1269 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 eroded interior - - - - - 
2553p1269 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p1269 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1269 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1269 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1269 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p1269 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1269 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1269 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1269 4 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1269 2 3 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - slightly everted simple rounded plain 
2553p1269 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand 1 - - - - - - 
2553p1269 3 2 rim Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 1269b - slightly everted simple flattened 

(thinned) 
stamped 

2553p1269 2 3 rim Early Brown Mississippian plain plain sand with subangular quartz particles 1 - notched lip incurvate simple rounded & 
interior 
beveled 

notched (V-shaped; 
right oblique) 

2553p1269 3 3 body Ashe Ferry Uwharrie fabric impressed scraped sand with subangular quartz particles 1 1269 - - - - - 
2553p1269 4 3 body Ashe Ferry Uwharrie fabric impressed scraped sand with subangular quartz particles 1 1269a - - - - - 
2553p1275 0 - - - - - - - 21 - - - - - - 
2553p1275 2 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1275 1 2 body - - indet./eroded/spalled 27 sand with subangular quartz particles 1 - - - - - - 
2553p1275 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1275 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1275 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1275 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1275 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1275 2 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1275 3 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1275 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 eroded - - - - - 
2553p1275 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1275 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
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2553p1275 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1275 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1275 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 3 1275a - - - - - 
2553p1275 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 2 - - - - - - 
2553p1275 4 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1275 5 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1278 4 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 mend hole - - - - - 
2553p1279 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1280 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1281 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1281 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1281 0 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 3 1281a - - - - - 
2553p1281 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 8 1281a - - - - - 
2553p1281 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 10 1281a - - - - - 
2553p1281 4 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 6 1281a - - - - - 
2553p1281 5 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 3 1281a - - - - - 
2553p1281 3 2 rim Ashe Ferry Uwharrie fabric impressed plain sand with subangular quartz particles 1 1281a - straight/vertical simple flattened plain 
2553p1281 4 2 rim Ashe Ferry Uwharrie fabric impressed plain sand with subangular quartz particles 1 1281a - straight/vertical simple flattened plain 
2553p1282 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 2 - - - - - - 
2553p1282 4 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 4 - - - - - - 
2553p1282 5 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1282 6 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1284 0 - - - - - - - 16 - - - - - - 
2553p1284 1 2 body - - indet./eroded/spalled plain (smudged) sand 1 1284a - - - - - 
2553p1284 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1284 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1284 2 2 body - - indet./eroded/spalled plain (smudged) sand 1 1284a - - - - - 
2553p1284 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1284 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1284 2 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1284 2 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1284 1 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1284 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 interior eroded - - - - - 
2553p1284 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 eroded - - - - - 
2553p1284 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1284 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1284 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p1284 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened & 

rolled/extruded
stamped 

2553p1284 1 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 eroded - - - - - 
2553p1284 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 eroded - - - - - 
2553p1284 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1284 1 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 too small to 

determine form 
- - - rounded & 

rolled 
plain 

2553p1284 1 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 2 - - - - - - 
2553p1284 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 8 - - - - - - 
2553p1284 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 4 - - - - - - 
2553p1284 4 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 2 - - - - - - 
2553p1284 5 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 2 - - - - - - 
2553p1287 3 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1287 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 7 - - - - - - 
2553p1287 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 10 - - - - - - 
2553p1287 4 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 2 - - - - - - 
2553p1287 5 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 2 - - - - - - 
2553p1287 4 2 rim Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - straight/vertical simple flattened plain 
2553p1288 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1288 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 4 - - - - - - 
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2553p1288 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 4 - - - - - - 
2553p1288 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 11 - - - - - - 
2553p1288 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 7 - - - - - - 
2553p1293 0 - - - - - - - 9 - - - - - - 
2553p1293 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1293 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1293 2 2 body - - indet./eroded/spalled plain (smudged) sand 1 - - - - - - 
2553p1293 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1293 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1293 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1293 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1293 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 2 - - - - - - 
2553p1293 2 2 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1298 0 - - - - - - - 16 - - - - - - 
2553p1298 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1298 2 1 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1298 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1298 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1298 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1298 4 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 interior 

scraped/wiped- 
parallel lines 

- - - - - 

2553p1298 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1298 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1298 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p1298 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 2 - - - - - - 
2553p1302 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1302 1 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 3 - - - - - - 
2553p1302 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 3 - - - - - - 
2553p1302 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 9 - - - - - - 
2553p1302 4 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1302 5 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 3 - - - - - - 
2553p1302 3 2 rim Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - plain 
2553p1305 0 - - - - - - - 17 - - - - - - 
2553p1305 1 1 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1305 2 1 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1305 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1305 1 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1305 2 1 body Ashe Ferry Ashe Ferry plain (rough) plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p1305 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin, eroded - - - - - 
2553p1305 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1305 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin, eroded - - - - - 
2553p1305 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1305 1 3 body Ashe Ferry Ashe Ferry simple stamped - sand with subangular quartz particles 1 indet. applique 

fragment 
- - - - - 

2553p1305 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 1305b - - - - - 
2553p1305 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 eroded - - - - - 
2553p1305 3 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 1305b - - - - - 
2553p1305 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1305 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1305 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1305 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1305 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 conjoin - - - - - 
2553p1305 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1305 4 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1305 2 3 body Early Brown Early Brown stamped (indet.) indet./eroded/spalled medium sand/grit 2 1305c - - - - - 
2553p1305 4 3 neck Early Brown Twelve Mile check stamped plain (smudged) sand with subangular quartz particles 1 1305a - - - - - 
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2553p1305 5 3 neck Early Brown Twelve Mile check stamped plain (smudged) sand with subangular quartz particles 1 1305a - - - - - 
2553p1309 0 - - - - - - - 16 - - - - - - 
2553p1309 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1309 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1309 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1309 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p1309 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 3 - - - - - - 
2553p1309 2 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1309 3 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1309 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1309 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1309 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 5 - - - - - - 
2553p1309 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1309 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1309 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1309 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1309 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1309 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1309 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1309 2 - rim Early Brown Early Brown n/d (thickened rim) plain (burnished) sand with subangular quartz particles 1 too small to 

determine form, rim 
thickness 3 

- - thickened 
(exterior)

- plain 

2553p1309 3 - rim Early Brown Early Brown n/d (thickened rim) plain (burnished) sand with subangular quartz particles 1 rim thickness 4 - slightly everted thickened 
(exterior)

rounded plain 

2553p1314 0 - - - - - - - 11 - - - - - - 
2553p1314 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1314 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1321 0 - - - - - - - 10 - - - - - - 
2553p1321 2 2 body - - indet./eroded/spalled plain (smudged) sand 1 eroded  - - - - - 
2553p1321 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1321 2 3 body - - indet./eroded/spalled plain (smudged) sand 1 eroded  - - - - - 
2553p1321 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1321 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1321 2 3 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 conjoin - - - - - 
2553p1321 2 3 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 5 - - - - - - 
2553p1321 3 3 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p1321 1 3 rim Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 conjoin - - - - plain 
2553p1321 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 conjoin - - - - plain 
2553p1321 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1321 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 eroded - - - - - 
2553p1321 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1321 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1321 2 3 rim Early Brown Early Brown indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 eroded notched lip straight/vertical simple rounded & 

interior 
beveled 

notched (V-shaped; 
right oblique) 

2553p1326 0 - - - - - - - 14 - - - - - - 
2553p1326 2 1 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1326 1 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1326 2 2 rim - - indet./eroded/spalled indet./eroded/spalled sand 1 edge of lip missing; 

eroded  
- straight/vertical simple everted; 

interior 
beveled 

- 

2553p1326 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 1 - - - - - - 
2553p1326 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1326 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1326 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1326 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1326 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
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2553p1326 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1326 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 3 eroded - - - - - 
2553p1326 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 4 conjoin  - - - - - 
2553p1326 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1326 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1326 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 eroded - - - - - 
2553p1332 0 - - - - - - - 19 - - - - - - 
2553p1332 1 2 body - - indet./eroded/spalled indet./eroded/spalled crushed quartz 1 - - - - - - 
2553p1332 2 2 body - - indet./eroded/spalled plain crushed quartz 1 - - - - - - 
2553p1332 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1332 3 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 conjoin  - - - - - 
2553p1332 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1332 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 2 - - - - - - 
2553p1332 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1332 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1332 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1332 2 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p1332 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1332 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1332 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1332 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1332 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1332 5 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1332 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1332 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 notched/incised left 

oblique on lip; 
fineline (<1mm) 
incisions; dense 

notched lip; 
incised 

slightly everted simple flattened notched (V-shaped; 
left oblique) 

2553p1332 4 3 rim Ashe Ferry Ashe Ferry simple stamped plain (rough) medium sand/grit 1 oxidized red - straight/vertical simple flattened plain 
2553p1332 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1332 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1332 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p1332 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1332 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1332 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1332 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1332 2 2 body Early Brown Early Brown complicated stamped plain (smudged) sand with subangular quartz particles 1 lightly smoothed 

over  
- - - - - 

2553p1332 2 3 body Early Brown Early Brown complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1336 0 - - - - - - - 31 - - - - - - 
2553p1336 2 1 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 4 - - - - - - 
2553p1336 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1336 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1336 2 2 body - - indet./eroded/spalled indet./eroded/spalled medium sand/grit 3 - - - - - - 
2553p1336 3 2 body - - indet./eroded/spalled plain (smudged) sand 1 eroded - - - - - 
2553p1336 1 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1336 2 4 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1336 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1336 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 wiped/ smudged - - - - - 
2553p1336 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1336 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 8 - - - - - - 
2553p1336 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1336 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1336 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1336 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled medium sand/grit 1 eroded - - - - - 
2553p1336 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1336 1 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 4 - - - - - - 
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2553p1336 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 conjoin - - - - - 
2553p1336 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 1 - - - - - - 
2553p1336 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1336 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1336 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 11 - - - - - - 
2553p1336 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 1 - - - - - - 
2553p1336 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 2 - - - - - - 
2553p1336 4 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 1 - - - - - - 
2553p1336 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 conjoin - slightly everted simple flattened plain 
2553p1336 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain (rough) sand 1 - notched lip slightly everted simple flattened notched (V-shaped; 

perpendicular to lip)
2553p1336 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) fine sand (with solution voids) 1 voids from 

tempering particles 
- - - - - 

2553p1336 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1336 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1336 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1336 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1336 2 3 rim Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 too small to 

determin rim form  
notched lip - simple exterior 

beveled 
notched (V-shaped; 
right oblique) 

2553p1336 2 2 rim Early Brown Early Brown stamped (indet.) plain (smudged) sand with subangular quartz particles 1 lip missing  everted simple  plain 
2553p1336 2 2 rim Early Brown Mississippian smoothed  (obliterated) plain (smudged) fine sand (with solution voids) 2 conjoin, slight 

interior bevel  
notched lip straight/vertical simple flattened & 

rolled/extruded
notched (eroded) 

2553p1343 0 - - - - - - - 51 - - - - - - 
2553p1343 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1343 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1343 2 2 body - - indet./eroded/spalled plain (smudged) sand 1 - - - - - - 
2553p1343 1 3 body - - indet./eroded/spalled plain (smudged) crushed quartz 1 - - - - - - 
2553p1343 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1343 2 3 body - - indet./eroded/spalled plain (smudged) crushed quartz 6 - - - - - - 
2553p1343 3 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1343 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1343 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1343 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1343 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 1 - - - - - - 
2553p1343 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 conjoin - - - - - 
2553p1343 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 eroded - - - - - 
2553p1343 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1343 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 eroded - - - - - 
2553p1343 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 conjoin - - - - - 
2553p1343 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1343 2 3 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 24 spalled interior  - - - - - 
2553p1343 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded & 

rolled 
plain 

2553p1343 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 1 - - straight/vertical simple flattened & 
rolled/extruded

plain 

2553p1343 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1343 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 eroded - - - - - 
2553p1343 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p1343 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1343 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1343 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1343 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1343 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1343 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 eroded - - - - - 
2553p1343 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 eroded - - - - - 
2553p1343 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1343 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
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2553p1343 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1343 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1343 2 3 rim Ashe Ferry Ashe Ferry stamped (indet.) wiped sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p1343 2 1 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 2 - - - - - - 
2553p1343 4 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 4 - - - - - - 
2553p1351 0 - - - - - - - 35 - - - - - - 
2553p1351 2 1 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1351 1 2 body - - indet./eroded/spalled plain (smudged) crushed quartz 1 - - - - - - 
2553p1351 2 2 body - - indet./eroded/spalled plain (smudged) crushed quartz 1 - - - - - - 
2553p1351 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1351 2 3 body - - indet./eroded/spalled plain (smudged) crushed quartz 1 - - - - - - 
2553p1351 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1351 3 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1351 4 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1351 2 1 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1351 2 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1351 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 2 - - - - - - 
2553p1351 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1351 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 6 - - - - - - 
2553p1351 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1351 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 eroded - - - - - 
2553p1351 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 eroded - - - - - 
2553p1351 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1351 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 3 - - - - - - 
2553p1351 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1351 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1351 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1351 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 3 - - - - - - 
2553p1351 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 3 2 conjoining  - - - - - 
2553p1351 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 3 - - - - - - 
2553p1351 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1356 0 - - - - - - - 24 - - - - - - 
2553p1356 2 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1356 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 4 - - - - - - 
2553p1356 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1356 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1356 2 2 body - - indet./eroded/spalled plain sand 2 - - - - - - 
2553p1356 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p1356 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1356 2 1 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 - - - - - - 
2553p1356 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (rough) crushed quartz 1 - - - - - - 
2553p1356 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1356 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1356 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1356 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1356 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1356 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1356 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (rough) crushed quartz 1 - - - - - - 
2553p1356 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (rough) crushed quartz 2 - - - - - - 
2553p1356 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1356 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain (rough) crushed quartz 1 conjoin, vessel 

1356a 
- slightly everted simple rounded & 

rolled 
plain 

2553p1356 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain (rough) crushed quartz 1 conjoin, vessel 
1356a 

- slightly everted simple rounded & 
rolled 

plain 

2553p1356 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1356 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1356 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
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2553p1356 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1356 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 5 - - - - - - 
2553p1356 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1356 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand 2 conjoin - - - - - 
2553p1356 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1356 2 2 body Ashe Ferry Cape Fear fabric impressed plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1364 0 - - - - - - - 15 - - - - - - 
2553p1364 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1364 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1364 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1364 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1364 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1364 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1364 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 2 - - - - - - 
2553p1364 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1364 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1364 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin vessel 

1364a 
- - - - - 

2553p1364 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1364 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin vessel 

1364a 
- inslanting simple flattened & 

everted 
plain 

2553p1364 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - slightly everted simple rounded plain 
2553p1364 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 conjoin - - - - - 
2553p1364 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1364 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1364 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1364 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1364 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 eroded - - - - - 
2553p1364 3 2 rim Early Brown Early Brown indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1  very thick applique 

strip 710 mm; 2 
lines of punc/ notch 
on rim 

punctate  flared thickened 
(exterior)

missing plain 

2553p1372 0 - - - - - - - 31 - - - - - - 
2553p1372 2 4 base - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1372 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1372 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 3 eroded - - - - - 
2553p1372 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1372 2 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p1372 1 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 conjoin - - - - - 
2553p1372 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 conjoin - - - - - 
2553p1372 3 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1372 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1372 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 14 - - - - - - 
2553p1372 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 7 - - - - - - 
2553p1372 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 6 - - - - - - 
2553p1372 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1372 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1372 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1372 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1372 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 eroded - straight/vertical simple flattened & 

rolled/extruded
plain 

2553p1372 2 4 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 missing lip - straight/vertical simple - - 
2553p1372 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1372 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 4 eroded - - - - - 
2553p1372 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) crushed quartz 1 - - - - - - 
2553p1372 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1372 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
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2553p1372 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1372 3 4 rim/neck Early Brown Mississippian plain plain sand 1 short necked jar notched lip everted simple flattened & 

rolled/extruded
notched (U-shaped 
stylus, 3.8mm) (left 
oblique) 

2553p1377 0 - - - - - - - 30 - - - - - - 
2553p1377 2 1 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1377 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1377 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1377 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p1377 2 3 body - - indet./eroded/spalled scraped crushed quartz 2 - - - - - - 
2553p1377 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1377 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1377 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1377 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1377 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1377 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1377 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1377 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - straight/vertical simple flattened plain 
2553p1377 2 3 rim Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled crushed quartz 1 - - straight/vertical simple flattened plain 
2553p1377 3 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p1377 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1377 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1377 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1377 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1377 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1377 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1377 2 3 body Ashe Ferry Uwharrie fabric impressed scraped crushed quartz 1 - - - - - - 
2553p1377 3 3 body Ashe Ferry Uwharrie fabric impressed scraped crushed quartz 2 - - - - - - 
2553p1377 4 3 body Ashe Ferry Uwharrie fabric impressed scraped crushed quartz 1 - - - - - - 
2553p1381 0 - - - - - - - 26 - - - - - - 
2553p1381 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1381 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1381 1 3 rim - - indet./eroded/spalled indet./eroded/spalled crushed quartz 1 too small to 

determine rim form 
- - - flattened & 

rolled/extruded
plain 

2553p1381 2 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1381 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin - - - - - 
2553p1381 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1381 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 2 - - - - - - 
2553p1381 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1381 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1381 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 eroded - - - - - 
2553p1381 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 eroded - - - - - 
2553p1381 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1381 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1381 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1381 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1381 1 3 body Ashe Ferry Ashe Ferry simple stamped scraped crushed quartz 2 - - - - - - 
2553p1381 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped crushed quartz 4 - - - - - - 
2553p1381 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1381 4 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 eroded - - - - - 
2553p1381 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded; 

thinned & 
everted 

plain 

2553p1381 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - straight/vertical simple flattened stamped 
2553p1381 4 3 base Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1381 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1381 4 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
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2553p1381 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1381 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1381 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1381 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1381 3 2 body Early Brown Early Brown complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1385 0 - - - - - - - 29 - - - - - - 
2553p1385 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1385 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1385 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1385 3 3 base Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 - - - - - - 
2553p1385 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1385 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 1 - - - - - - 
2553p1385 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 5 - - - - - - 
2553p1385 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 3 - - - - - - 
2553p1385 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1385 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1385 1 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 1 - - - - - - 
2553p1385 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1385 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 3 - - - - - - 
2553p1385 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1385 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1385 5 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1385 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - plain 
2553p1385 4 3 rim Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 zoned 

horizontal/diagonal 
stamping; interior 
rim bevel 

notched lip inslanting simple rounded & 
rolled 

notched (V-shaped; 
left oblique) 

2553p1385 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 voids from unid 
temper 

- - - - - 

2553p1385 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1385 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1391 0 - - - - - - - 36 - - - - - - 
2553p1391 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1391 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1391 3 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1391 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1391 2 3 body - - indet./eroded/spalled indet./eroded/spalled crushed quartz 1 - - - - - - 
2553p1391 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 3 - - - - - - 
2553p1391 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1391 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1391 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 eroded - - - - - 
2553p1391 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1391 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1391 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped crushed quartz 2 - - - - - - 
2553p1391 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1391 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1391 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1391 5 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1391 1 3 body Ashe Ferry Ashe Ferry simple stamped scraped crushed quartz 1 - - - - - - 
2553p1391 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1391 2 3 body Ashe Ferry Ashe Ferry simple stamped scraped crushed quartz 3 - - - - - - 
2553p1391 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1391 1 2 rim Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 lip rolled but too 

small to determine 
form 

- slightly everted simple - plain 

2553p1391 3 4 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded - inslanting simple flattened stamped 
2553p1391 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
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2553p1391 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1391 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain (rough) sand with subangular quartz particles 1 - - straight/vertical simple flattened stamped 
2553p1397 0 - - - - - - - 12 - - - - - - 
2553p1397 1 1 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1397 2 1 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1397 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1397 2 2 body Ashe Ferry Ashe Ferry plain (rough) scraped sand with subangular quartz particles 1 - - - - - - 
2553p1397 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1397 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1397 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1397 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1397 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1397 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1404 0 - - - - - - - 17 - - - - - - 
2553p1404 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1404 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1404 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1404 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1404 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin - - - - - 
2553p1404 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1404 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1404 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin - - - - - 
2553p1404 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1404 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded notched lip straight/vertical simple flattened notched (V-shaped; 

right oblique) 
2553p1404 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1407 0 - - - - - - - 1 - - - - - - 
2553p1407 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1407 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1413 0 - - - - - - - 1 - - - - - - 
2553p1413 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1413 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1413 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1413 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1413 2 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p1413 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1413 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1413 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1413 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1413 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1413 2 3 body - Cape Fear fabric impressed plain sand 1 - - - - - - 
2553p1418 0 - - - - - - - 20 - - - - - - 
2553p1418 2 2 body Ashe Ferry Ashe Ferry cordmarked plain (smudged) sand with subangular quartz particles 5 conjoin  - - - - - 
2553p1418 3 2 body Ashe Ferry Ashe Ferry cordmarked plain (smudged) sand with subangular quartz particles 1 conjoin, 2 twist 

cord 
- - - - - 

2553p1418 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (smudged) sand 2 - - - - - - 
2553p1418 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1418 2 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 partial mend-hole - - - - - 
2553p1418 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 eroded - - - - - 
2553p1418 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1418 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1418 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1418 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1418 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1418 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1418 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1418 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
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2553p1418 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1418 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1418 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded plain 
2553p1418 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1418 1 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1418 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1418 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1418 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 2 - - - - - - 
2553p1418 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) wiped sand with subangular quartz particles 1 - - - - - - 
2553p1421 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1424 0 - - - - - - - 2 - - - - - - 
2553p1424 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1424 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1424 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1424 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1424 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1424 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1427 0 - - - - - - - 1 - - - - - - 
2553p1427 2 4 base - - indet./eroded/spalled indet./eroded/spalled sand 1 eroded - - - - - 
2553p1428 0 - - - - - - - 2 - - - - - - 
2553p1428 2 3 body Ashe Ferry Ashe Ferry cordmarked wiped sand with subangular quartz particles 1 z- twist cord - - - - - 
2553p1428 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1428 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p1428 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - slightly everted simple flattened 

(thinned) 
plain 

2553p1428 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1428 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 - - - - - - 
2553p1428 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p1431 0 - - - - - - - 6 - - - - - - 
2553p1431 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1431 1 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1431 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1431 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1431 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 conjoin; very fine 

wrapped material  
- - - - - 

2553p1431 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1431 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1431 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1431 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1431 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 

rolled 
plain 

2553p1431 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1434 0 - - - - - - - 5 - - - - - - 
2553p1434 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1434 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1434 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1434 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1434 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1434 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1434 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1434 2 2 rim Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - flattened stamped 
2553p1434 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1434 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1434 2 2 body Early Brown Early Brown complicated stamped plain sand 1 - - - - - - 
2553p1439 1 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1442 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1444 0 - - - - - - - 1 - - - - - - 
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2553p1444 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1444 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1444 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1444 2 2 body Early Brown Early Brown complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1448 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1451 0 - - - - - - - 2 - - - - - - 
2553p1451 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1451 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1451 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1459 0 - - - - - - - 1 - - - - - - 
2553p1459 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1459 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1459 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1459 2 2 body Ashe Ferry Ashe Ferry cordmarked wiped sand with subangular quartz particles 2 - - - - - - 
2553p1459 3 2 body Ashe Ferry Ashe Ferry cordmarked plain (smudged) sand with subangular quartz particles 1 z- twist cord - - - - - 
2553p1459 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1459 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1459 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1459 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1459 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1459 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip slightly everted simple flattened & 

rolled/extruded
- 

2553p1459 5 3 base Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1459 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1459 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1459 2 2 body Early Brown Early Brown complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1459 3 2 body Early Brown Early Brown complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1459 3 2 body Early Brown Early Brown complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1466 0 - - - - - - - 15 - - - - - - 
2553p1466 2 1 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1466 1 2 body - - indet./eroded/spalled indet./eroded/spalled crushed quartz 1 - - - - - - 
2553p1466 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1466 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1466 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1466 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1466 3 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1466 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1466 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1466 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1466 2 4 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1466 4 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 1 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 conjoin; at least two 

rows of rectangular 
punctations 
(3.4mmx5.3mm) 

punctate  - - - - 

2553p1466 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 conjoin; at least two 
rows of rectangular 
punctations 
(3.4mmx5.3mm) 

punctate  - - - - 

2553p1466 4 3 base Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 2 conjoin  - - - - - 
2553p1466 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1466 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1466 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 6 - - - - - - 
2553p1466 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 5 - - - - - - 
2553p1466 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
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2553p1466 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 4 - - - - - - 
2553p1466 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1466 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1466 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1466 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1466 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 3 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 2 - - - - - - 
2553p1466 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1466 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1466 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1466 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 8 - - - - - - 
2553p1466 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded - - - - - 
2553p1466 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1466 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 2 3 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p1466 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 4 - - - - - - 
2553p1466 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1466 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1466 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 4 - - - - - - 
2553p1466 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 2 - - - - - - 
2553p1466 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1466 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1466 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1466 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1466 4 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1466 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 4 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1466 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 5 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1466 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p1466 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded plain 
2553p1466 4 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip inslanting simple rounded 

(thinned) 
 

2553p1466 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 5 3 base Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1466 3 1 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1466 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1466 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 4 - - - - - - 
2553p1466 4 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1466 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1466 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 3 - - - - - - 
2553p1466 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 4 - - - - - - 
2553p1466 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1466 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 4 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 3 - - - - - - 
2553p1466 4 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1466 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1466 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p1466 1 3 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 too small to 

determine rim form
- - - flattened plain 
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2553p1466 2 3 rim Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 lip missing - slightly everted simple - - 
2553p1466 2 4 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 wide spacing/ lines - - - - - 
2553p1466 3 3 base Ashe Ferry Uwharrie fabric impressed scraped sand with subangular quartz particles 1 - - - - - - 
2553p1466 3 2 body Ashe Ferry Uwharrie fabric impressed plain sand with subangular quartz particles 1 vessel 1281a 

(Uwharrie) 
- - - - - 

2553p1466 2 3 body Ashe Ferry Uwharrie fabric impressed scraped sand with subangular quartz particles 12 - - - - - - 
2553p1466 3 3 body Ashe Ferry Uwharrie fabric impressed scraped sand with subangular quartz particles 14 - - - - - - 
2553p1466 4 3 body Ashe Ferry Uwharrie fabric impressed scraped sand with subangular quartz particles 8 - - - - - - 
2553p1466 5 3 body Ashe Ferry Uwharrie fabric impressed scraped sand with subangular quartz particles 1 - - - - - - 
2553p1466 4 2 rim Ashe Ferry Uwharrie fabric impressed plain sand with subangular quartz particles 1 vessel 1281a 

(Uwharrie) 
- straight/vertical simple flattened plain 

2553p1466 2 3 rim Ashe Ferry Uwharrie fabric impressed scraped sand with subangular quartz particles 1 very irregular lip - straight/vertical simple flattened stamped 
2553p1466 3 3 rim Ashe Ferry Uwharrie fabric impressed scraped sand with subangular quartz particles 1 very irregular lip - straight/vertical simple flattened stamped 
2553p1471 0 - - - - - - - 2 - - - - - - 
2553p1471 2 2 body - - indet./eroded/spalled plain (smudged) sand 1 - - - - - - 
2553p1471 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1471 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1471 3 2 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p1471 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1471 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 6 - - - - - - 
2553p1471 3 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1471 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1471 2 1 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1471 3 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1471 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin - - - - - 
2553p1471 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1471 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 5 - - - - - - 
2553p1471 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1471 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1471 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 2 - - - - - - 
2553p1471 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 6 - - - - - - 
2553p1471 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1471 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1471 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1471 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 6 - - - - - - 
2553p1471 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 2 conjoin  - - - - - 
2553p1471 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1471 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1471 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1471 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1471 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1471 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1471 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1471 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1471 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1471 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1471 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1471 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1471 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1471 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1471 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1471 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1471 3 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1471 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1471 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin - straight/vertical simple rounded plain 
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2553p1471 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - straight/vertical simple rounded; 
thinned & 
everted 

plain 

2553p1471 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - flared simple rounded plain 
2553p1471 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1471 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 3 - - - - - - 
2553p1471 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1471 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1471 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1471 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1471 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1471 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1471 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1471 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 eroded - straight/vertical simple rounded plain 
2553p1471 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1471 2 3 rim Early Brown Early Brown linear stamped (indet.) plain sand with subangular quartz particles 1 - notched lip everted simple flattened notched (V-shaped; 

right oblique) 
2553p1473 0 - - - - - - - 4 - - - - - - 
2553p1473 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1473 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1473 2 3 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p1473 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1473 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1473 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1473 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1473 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1473 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1473 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1473 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p1473 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1473 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1473 3 4 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1473 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1473 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1473 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1473 2 2 body Ashe Ferry Cape Fear fabric impressed plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1477 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1477 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1477 4 3 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 z- twist cord - - - - - 
2553p1477 3 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1477 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1477 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 - - - - - - 
2553p1477 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 8 - - - - - - 
2553p1477 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1477 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1477 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1477 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1477 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1477 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1477 3 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 - - - - - - 
2553p1477 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1477 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1477 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1477 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - straight/vertical simple rounded plain 
2553p1477 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1477 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1477 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
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2553p1477 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1477 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand 1 eroded - - - - - 
2553p1477 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) crushed quartz 1 - - - - - - 
2553p1477 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1477 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1477 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) crushed quartz 1 - - - - - - 
2553p1477 2 3 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - inslanting simple flattened & 

rolled/extruded
plain 

2553p1477 3 2 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1477 2 2 rim Middle 

Woodland 
(indet.) 

Havanna? cord-wrapped paddle 
stamped 

plain (rough) grog & crushed quartz 1 vessel 1477a- small 
jar or bowl w/ 
flaring rim (lip 
missing) 

- - - - - 

2553p1477 1 2 body Middle 
Woodland 
(indet.) 

Havanna? plain (rough) plain (rough) grog & crushed quartz 1 vessel 1477a- small 
jar or bowl w/ 
flaring rim (lip 
missing) 

- - - - - 

2553p1477 2 2 body Middle 
Woodland 
(indet.) 

Havanna? plain (rough) plain (rough) grog & crushed quartz 11 vessel 1477a- small 
jar or bowl w/ 
flaring rim (lip 
missing) 

- - - - - 

2553p1477 3 2 body Middle 
Woodland 
(indet.) 

Havanna? plain (rough) plain (rough) grog & crushed quartz 2 vessel 1477a- small 
jar or bowl w/ 
flaring rim (lip 
missing) 

- - - - - 

2553p1477 4 2 body Middle 
Woodland 
(indet.) 

Havanna? plain (rough) plain (rough) grog & crushed quartz 1 vessel 1477a- small 
jar or bowl w/ 
flaring rim (lip 
missing) 

- - - - - 

2553p1477 3 2 body/neck Middle 
Woodland 
(indet.) 

Havanna? plain (rough) plain (rough) grog & crushed quartz 1 vessel 1477a- small 
jar or bowl w/ 
flaring rim (lip 
missing) 

- - - - - 

2553p1481 0 - - - - - - - 1 - - - - - - 
2553p1481 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1481 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1481 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1481 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p1481 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1481 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1481 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1481 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1481 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1481 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1481 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1481 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1481 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1481 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1481 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1481 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 high mica content  - - - - - 
2553p1481 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1481 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1481 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1481 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1481 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1481 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p1481 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p1481 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1481 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 

rolled 
plain 

2553p1481 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p1481 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1481 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1481 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1481 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1481 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1481 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1481 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1481 3 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1484 0 - - - - - - - 1 - - - - - - 
2553p1484 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1484 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1484 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1484 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1484 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1484 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1484 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1484 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1484 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1484 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1484 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1484 4 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 eroded - - - - - 
2553p1484 4 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p1484 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1487 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1487 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1487 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 eroded  - - - - - 
2553p1487 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1487 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1487 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1487 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1487 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1487 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1487 2 3 base Early Brown Mississippian plain plain sand with subangular quartz particles 1 inflection point of 

bowl 
- - - - - 

2553p1490 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1490 3 1 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1490 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1490 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1490 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1490 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1490 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 eroded - - - - - 
2553p1490 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1490 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1490 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1490 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1490 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1490 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1490 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1490 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1490 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1490 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1490 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1490 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
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2553p1490 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1490 1 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 too small to 

determine rim form
- - - rounded & 

rolled 
plain 

2553p1490 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - straight/vertical simple rounded plain 
2553p1490 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened stamped 
2553p1490 4 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip slightly everted simple rounded notched (V-shaped; 

V-shaped; exterior 
of lip) 

2553p1490 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 incising incised - - - - 
2553p1490 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1490 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1490 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1490 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1490 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1490 2 3 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 too small to 

determine rim form
- - - rounded plain 

2553p1490 3 3 body Early Brown Twelve Mile check stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1490 3 3 body Early Brown Twelve Mile check stamped indet./eroded/spalled sand with subangular quartz particles 1 equilateral cells - - - - - 
2553p1496 0 - - - - - - - 2 - - - - - - 
2553p1496 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1496 2 2 body - - indet./eroded/spalled plain (smudged) sand 1 eroded - - - - - 
2553p1496 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1496 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1496 3 2 body Ashe Ferry Ashe Ferry cordmarked plain (smudged) sand with subangular quartz particles 1 twist not 

discernable 
- - - - - 

2553p1496 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1496 4 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1496 2 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1496 3 3 body Ashe Ferry Ashe Ferry plain (rough) wiped crushed quartz 1 - - - - - - 
2553p1496 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded - - - - - 
2553p1496 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1496 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1496 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1496 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 5 - - - - - - 
2553p1496 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 6 - - - - - - 
2553p1496 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1496 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 5 - - - - - - 
2553p1496 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1496 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1496 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1496 4 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 - - - - - - 
2553p1496 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1496 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1496 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 2 - - - - - - 
2553p1496 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1496 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1496 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1496 1 1 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 too small to 

determine rim form 
- - - rounded; 

thinned & 
everted 

plain 

2553p1496 3 3 rim Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 eroded - - - rounded plain 
2553p1496 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1496 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 5 - - - - - - 
2553p1496 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1496 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 7 - - - - - - 
2553p1496 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 inflection point 

(neck?) 
- - - - - 
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2553p1496 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1496 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1496 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1496 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1496 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1496 3 2 body Ashe Ferry Woodstock complicated stamped scraped medium sand/grit 1 - - - - - - 
2553p1500 0 - - - - - - - 1 - - - - - - 
2553p1500 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1500 1 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1500 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1500 2 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1500 2 2 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 rectangular 

punctations  
(4.1mm wide) 

punctate  - - - - 

2553p1500 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1500 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1500 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 eroded - - - - - 
2553p1500 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1500 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1500 3 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 eroded - - - - - 
2553p1500 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1500 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1500 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1500 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1500 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1500 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1500 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p1500 3 3 rim Early Brown Mississippian plain plain (smudged) sand 1 - - everted simple rounded & 

interior 
beveled 

plain 

2553p1503 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1503 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1503 3 3 rim Ashe Ferry Ashe Ferry indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 very flat, even lip - incurvate simple flattened plain 
2553p1503 3 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand 1 conjoin - - - - - 
2553p1503 4 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand 3 conjoin - - - - - 
2553p1503 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1503 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1503 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 4 - - - - - - 
2553p1503 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1503 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1503 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 5 - - - - - - 
2553p1503 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1503 6 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1503 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1503 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1503 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1503 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 2 - - - - - - 
2553p1503 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 1 - - - - - - 
2553p1503 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1503 4 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 1 - - - - - - 
2553p1503 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1503 5 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1503 3 3 rim Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - straight/vertical simple flattened stamped 
2553p1503 2 2 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 too small to 

determine rim form 
notched lip - simple flattened notched (V-shaped; 

perpendicular to lip)
2553p1503 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 cf. combed/ scraped - - - - - 
2553p1503 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
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2553p1503 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1503 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1503 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1503 4 2 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 conjoin 

Mississippian Jar 
1503a  

- - - - - 

2553p1503 2 3 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 2 conjoin, eroded - - - - - 
2553p1503 6 2 rim Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 conjoin 

Mississippian Jar 
1503a; expansion 
cracks 

notched lip; 
incised; node 

flared thickened 
(exterior)

flattened notched (U-shaped 
stylus, 3.2mm) 
(right oblique) 

2553p1503 3 3 body Early Brown Twelve Mile check stamped plain (smudged) sand with subangular quartz particles 3 2 conjoin - - - - - 
2553p1508 0 - - - - - - - 9 - - - - - - 
2553p1508 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1508 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1508 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1508 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 3 - - - - - - 
2553p1508 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p1508 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 3 - - - - - - 
2553p1508 1 3 rim - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 too small to 

determine rim form 
- - - flattened & 

rolled/extruded
plain 

2553p1508 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand 3 - - - - - - 
2553p1508 4 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand 1 - - - - - - 
2553p1508 3 4 base Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1508 2 5 base Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 3 body Ashe Ferry Ashe Ferry plain plain sand 3 - - - - - - 
2553p1508 2 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p1508 3 3 body Ashe Ferry Ashe Ferry plain plain sand 2 - - - - - - 
2553p1508 2 4 base Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 conjoin - - - - - 
2553p1508 2 4 base Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1508 3 4 base Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 conjoin - - - - - 
2553p1508 3 4 base Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 4 4 base Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 conjoin - - - - - 
2553p1508 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1508 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1508 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1508 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 few spaces between 

flat wrapped 
material  

- - - - - 

2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 14 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 8 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped crushed quartz 6 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 16 - - - - - - 
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2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 2 - - - - - - 
2553p1508 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin - - - - - 
2553p1508 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 few spaces btwn 

flat wrapped 
material  

- - - - - 

2553p1508 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 7 - - - - - - 
2553p1508 3 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 2 - - - - - - 
2553p1508 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 2 - - - - - - 
2553p1508 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1508 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 9 - - - - - - 
2553p1508 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1508 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1508 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 2 - - - - - - 
2553p1508 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 3 - - - - - - 
2553p1508 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1508 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1508 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 4 - - - - - - 
2553p1508 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 5 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin - - - - - 
2553p1508 5 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 3 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 3 3 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 punctate 

(rectangular stylus); 
3.6mm, applied 
obliquely; 3mm 
incision applied 
obliquely with same 
tool 

punctate; incised - - - - 

2553p1508 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin - incurvate simple flattened & 
rolled/extruded

stamped 

2553p1508 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 lips notched or 
stamped & 
smoothed over  

notched lip straight/vertical simple flattened - 

2553p1508 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 too small to 
determine rim form 

- - - flattened plain 

2553p1508 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - slightly everted simple rounded plain 
2553p1508 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 

rolled 
plain 

2553p1508 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin - incurvate simple flattened & 
rolled/extruded

stamped 

2553p1508 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded plain 
2553p1508 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain (rough) sand with subangular quartz particles 1 large void in lip  - straight/vertical simple rounded plain 
2553p1508 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened plain 
2553p1508 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin - straight/vertical simple flattened plain 
2553p1508 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded notched lip inslanting simple flattened stamped or notched 

lip 
2553p1508 4 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - incurvate simple flattened plain 
2553p1508 3 5 base Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) wiped crushed quartz 1 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
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2553p1508 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 5 - - - - - - 
2553p1508 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) wiped crushed quartz 2 - - - - - - 
2553p1508 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1508 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1508 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 conjoin - - - - - 
2553p1508 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p1508 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1508 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 1 2 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) indet./eroded/spalled sand with subangular quartz particles 1 too small to 

determine rim form 
- - - rounded plain 

2553p1508 2 2 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) wiped sand with subangular quartz particles 1 too small to 
determine rim form 

- - - rounded 
(thinned) 

plain 

2553p1508 3 2 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) wiped crushed quartz 1 - - - - - plain 
2553p1508 2 3 base Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p1508 3 3 base Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 3 4 base Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) crushed quartz 1 - - - - - - 
2553p1508 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 6 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1508 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 4 - - - - - - 
2553p1508 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1508 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1508 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p1508 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1508 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1508 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1508 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 - 2 rim Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 missing lip- 

possoble rim strip 
- - - - - 

2553p1508 2 - rim Early Brown Early Brown n/d (thickened rim) plain sand with subangular quartz particles 1 rim applique only, 
Pisgah-like punc.  

punctate flared thickened 
(exterior)

rounded plain 

2553p1508 2 3 body Early Brown Mississippian plain (burnished) plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p1508 3 3 body Early Brown Mississippian plain (burnished) plain (burnished) sand with subangular quartz particles 3 - - - - - - 
2553p1508 3 3 rim Early Brown Mississippian plain (burnished) plain (burnished) sand with subangular quartz particles 1 bowl - incurvate simple flattened plain 
2553p1508 2 2 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 3 2 body Early Brown Twelve Mile check stamped wiped sand 1 long, narrow checks - - - - - 
2553p1508 - 2 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 inflection point 

with wide incising  
- - - - - 

2553p1508 - 2 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 partial mend hole  - - - - - 
2553p1508 - 2 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1508 - 2 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 4 - - - - - - 
2553p1508 - 2 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1508 - 3 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1508 - 3 body Ashe Ferry Woodstock complicated stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1508 - 3 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1512 3 3 body Early Woodland Badin fabric impressed plain crushed quartz 3 heavy fabric (cf. 

Yadkin) 
- - - - - 
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2553p1512 4 3 body Early Woodland Yadkin fabric impressed plain crushed quartz 1 heavy fabric (cf. 
Yadkin) 

- - - - - 

2553p1512 3 3 rim Early Woodland Yadkin fabric impressed plain crushed quartz 2 heavy fabric (cf. 
Yadkin) 

notched lip slightly everted simple flattened notched (V-shaped; 
V-shaped; interior of 
lip) 

2553p1517 0 - - - - - - - 3 - - - - - - 
2553p1517 1 1 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1517 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1517 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1517 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p1517 1 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1517 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1517 2 4 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1517 2 5 base Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1517 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1517 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1517 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1517 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1517 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1517 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1517 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1517 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1517 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened stamped 
2553p1517 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded 

(thinned) 
plain 

2553p1517 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1517 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1517 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) wiped crushed quartz 1 - - - - - - 
2553p1517 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1517 2 3 body Early Brown Early Brown complicated stamped plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p1517 2 2 body Early Brown Mississippian plain plain (smudged) medium sand/grit 1 three fine lines 

(<1mm) 
incised - - - - 

2553p1517 2 3 rim Early Brown Mississippian smoothed  (obliterated) plain sand with subangular quartz particles 1 thickened rim bowl punctate  incurvate thickened 
(interior)

rounded plain 

2553p1525 0 - - - - - - - 3 - - - - - - 
2553p1525 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1525 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1525 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1525 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1525 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1525 3 3 body - - indet./eroded/spalled plain sand 1 eroded - - - - - 
2553p1525 3 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1525 3 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1525 3 5 base Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1525 1 2 body Ashe Ferry Ashe Ferry plain plain crushed quartz 1 crosshatched 

fineline incision; 
lines 1mm 

incised - - - - 

2553p1525 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 2 - - - - - - 
2553p1525 2 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1525 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1525 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1525 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1525 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1525 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1525 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1525 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1525 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 6 - - - - - - 
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2553p1525 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1525 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1525 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1525 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 6 - - - - - - 
2553p1525 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1525 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1525 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1525 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1525 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1525 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1525 1 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled crushed quartz 1 - - - - - - 
2553p1525 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1525 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p1525 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1525 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 4 - - - - - - 
2553p1525 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1525 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1525 3 3 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 2 - - - - - - 
2553p1525 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1525 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 4 - - - - - - 
2553p1525 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped crushed quartz 1 - - - - - - 
2553p1525 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1525 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1525 5 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1525 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p1525 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened stamped 
2553p1525 3 4 base Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p1525 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p1525 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 3 - - - - - - 
2553p1525 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) stamped (indet.) sand with subangular quartz particles 1 - - - - - - 
2553p1525 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p1525 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1525 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1525 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1525 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) wiped crushed quartz 2 - - - - - - 
2553p1525 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1525 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 4 - - - - - - 
2553p1525 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) wiped sand with subangular quartz particles 2 - - - - - - 
2553p1525 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1525 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1525 4 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 thick line incised (6 

mm) over stamped 
incised - - - - 

2553p1525 4 3 body Ashe Ferry Ashe Ferry stamped (indet.) wiped crushed quartz 1 - - - - - - 
2553p1525 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1525 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1525 2 2 rim Early Brown Mississippian plain plain (smudged) sand with subangular quartz particles 1 two parallel lines of 

punc. On rim strip, 
cf. Pisgah 

punctate  everted thickened 
(exterior)

rounded plain 

2553p1525 3 4 rim Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - notched lip incurvate thickened 
(interior)

rounded; 
interior bevel 

notched (U-shaped 
stylus, 4mm. dia., 
spacing 7.8mm) 
(right oblique) (U-
shaped stylus, 4mm. 
dia., spacing 
7.8mm) 
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2553p1525 3 2 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 2 long rectangular 
cells; x-axis 2x 
deeper & wider 
than y-axis  

- - - - - 

2553p1525 - 2 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 conjoin; thick line 
incised @ inflection 
point 

- - - - - 

2553p1525 - 2 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 conjoin; thick line 
incised @ inflection 
point 

- - - - - 

2553p1525 - 2 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1525 - 2 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1525 - 3 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1525 - 3 body Ashe Ferry Woodstock complicated stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1525 - 2 rim Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 too small to 

determine rim form
- - - flattened 

(thinned) 
plain 

2553p1535 0 - - - - - - - 1 - - - - - - 
2553p1535 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1535 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 5 - - - - - - 
2553p1535 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 3 - - - - - - 
2553p1535 2 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 4 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 2 neck Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 shallow 3.5mm 

rect. puncations 
adjacent to 2.7mm 
incised line. 

punctate; incised - - - - 

2553p1535 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 7 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 eroded - - - - - 
2553p1535 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 4 - - - - - - 
2553p1535 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1535 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1535 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1535 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1535 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1535 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 6 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 drilled hole  - - - - - 
2553p1535 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 wide wrapped 

material 
- - - - - 

2553p1535 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1535 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1535 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1535 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1535 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p1535 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1535 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1535 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 3 - - - - - - 
2553p1535 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1535 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1535 4 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1535 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 4 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1535 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 3 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 too small to 

determine rim form
- - - flattened stamped 

2553p1535 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened stamped 
2553p1535 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 4 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 9 - - - - - - 
2553p1535 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 - - - - - - 
2553p1535 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1535 4 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 - - - - - - 
2553p1535 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 3 - - - - - - 
2553p1535 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p1535 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1535 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1535 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 3 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - slightly everted simple flattened plain 
2553p1535 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand 1 - - - - - - 
2553p1535 2 3 body Ashe Ferry Cape Fear fabric impressed plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1535 2 3 body Early Brown Early Brown complicated stamped plain (smudged) medium sand/grit 1 - - - - - - 
2553p1535 4 3 rim Early Brown Mississippian plain plain medium sand/grit 1 notch on applique 

as well as lip 
notched lip; 
node/lug 

straight/ 
vertical 

thickened 
(interior)

rounded; 
interior 
beveled 

notched (U-shaped 
stylus4.1mm, spaced 
9.5mm) 
(perpendicular to 
lip) 

2553p1535 3 3 body Early Brown Twelve Mile check stamped plain (smudged) sand with subangular quartz particles 1 rectangular 
punctation  

punctate  - - - - 

2553p1535 3 3 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1541 0 - - - - - - - 1 - - - - - - 
2553p1541 1 1 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1541 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1541 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1541 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1541 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1541 3 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1541 3 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand 1 - - - - - - 
2553p1541 2 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
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2553p1541 3 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1541 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1541 3 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1541 3 3 base Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1541 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1541 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1541 2 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p1541 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 9 - - - - - - 
2553p1541 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1541 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1541 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1541 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1541 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1541 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1541 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1541 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1541 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1541 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1541 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1541 5 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1541 2 3 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p1541 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1541 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1541 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1541 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1541 2 3 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p1541 3 3 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p1541 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1541 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1541 4 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 eroded - - - - - 
2553p1541 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 mend hole - - - - - 
2553p1541 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - inslanting simple flattened plain 
2553p1541 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 

interior 
beveled 

plain 

2553p1541 4 3 base Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1541 2 4 base Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1541 3 4 base Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1541 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1541 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1541 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1541 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 - - - - - - 
2553p1541 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 5 - - - - - - 
2553p1541 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 8 - - - - - - 
2553p1541 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1541 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1541 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1541 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1541 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p1541 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p1541 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1541 2 3 body Early Brown Early Brown complicated stamped plain (smudged) sand with subangular quartz particles 2 conjoined, eroded  - - - - - 
2553p1541 3 3 rim Early Brown Early Brown complicated stamped plain (smudged) sand with subangular quartz particles 1 missing lip; bold 

stamp  
- everted simple - - 
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2553p1541 2 - rim Early Brown Early Brown n/d (thickened rim) plain sand with subangular quartz particles 1 slightly incurvate; 
thickened rim with 
"Pisgah " hachured 
punctations; 
thickened-7.3mm 

notched lip; 
punctate  

straight/vertical thickened 
(exterior)

rounded 
(thinned) 

notched (U-shaped 
stylus) (rt. Oblique); 
3.2mm 

2553p1541 4 3 body Early Brown Twelve Mile check stamped plain (smudged) sand with subangular quartz particles 1 check stamped 
(linear) 

- - - - - 

2553p1541 3 2 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 2 circles w/parallel 
lines inside & 
between them  

- - - - - 

2553p1541 4 3 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 circles w/parallel 
lines inside & 
between them  

- - - - - 

2553p1541 4 3 body Early Woodland Yadkin fabric impressed plain sand with subangular quartz particles 1 - - - - - - 
2553p1546 2 1 body - - indet./eroded/spalled plain (smudged) sand 1 - - - - - - 
2553p1546 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1546 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1546 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1546 3 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1546 1 1 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1546 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1546 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1546 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1546 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1546 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1546 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1546 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1546 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 1 - - - - - - 
2553p1546 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1546 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1546 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1546 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1546 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1546 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1546 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1546 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1546 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1546 2 3 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1549 0 - - - - - - - 1 - - - - - - 
2553p1549 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1549 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 4 - - - - - - 
2553p1549 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1549 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1549 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1549 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 linear wiping/ wide 

incising 
- - - - - 

2553p1549 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1549 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1549 3 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1549 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1549 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1549 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1549 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1549 4 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p1549 4 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened stamped (smoothed 

over) 
2553p1549 2 3 base Ashe Ferry Ashe Ferry stamped (indet.) wiped sand with subangular quartz particles 3 conjoin  - - - - - 
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2553p1549 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1549 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1549 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1549 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1549 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1549 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1549 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 3 - - - - - - 
2553p1549 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1549 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1549 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1549 2 2 body Ashe Ferry Uwharrie fabric impressed scraped sand with subangular quartz particles 1 - - - - - - 
2553p1549 2 3 body Ashe Ferry Uwharrie fabric impressed wiped sand 1 - - - - - - 
2553p1557 0 - - - - - - - 2 - - - - - - 
2553p1557 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand 2 - - - - - - 
2553p1557 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1557 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand 2 - - - - - - 
2553p1557 2 4 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1557 1 3 rim - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 too small to 

determine 
orientation  

- - - flattened plain 

2553p1557 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 4 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1557 3 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1557 3 4 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1557 3 5 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand 1 - - - - - - 
2553p1557 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1557 1 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1557 3 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin- bowl, 

vessel 1557a 
- - - - - 

2553p1557 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand 2 - - - - - - 
2553p1557 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 - - - - - - 
2553p1557 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 5 - - - - - - 
2553p1557 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1557 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1557 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1557 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p1557 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1557 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1557 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1557 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1557 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1557 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1557 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 1 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin- bowl, 

vessel 1557a 
- incurvate simple rounded & 

rolled 
plain 

2553p1557 4 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened & 
rolled/extruded

plain 

2553p1557 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
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2553p1557 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1557 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1557 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 - - - - - - 
2553p1557 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1557 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1557 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1557 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p1557 3 3 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 lip missing - slightly everted simple - - 
2553p1557 2 3 rim Early Brown Early Brown n/d (thickened rim) plain sand with subangular quartz particles 1 wide incision/ 

thinning at 
inflection point 

notched lip everted thickened 
(exterior)

rounded notched (V-shaped; 
right oblique) 

2553p1562 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1562 3 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1562 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1562 3 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1562 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1562 2 4 body Early Brown Mississippian plain plain sand 1 - - - - - - 
2553p1562 3 4 body Early Brown Mississippian plain plain sand 1 - - - - - - 
2553p1562 3 2 body Early Woodland Yadkin fabric impressed plain sand with subangular quartz particles 3 - - - - - - 
2553p1567 0 - - - - - - - 6 - - - - - - 
2553p1567 2 1 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1567 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1567 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1567 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1567 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1567 2 3 body - - indet./eroded/spalled plain (smudged) sand 1 - - - - - - 
2553p1567 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1567 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1567 1 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1567 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1567 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1567 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1567 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 - - - - - - 
2553p1567 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1567 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1567 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1567 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1567 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1567 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1567 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1567 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1567 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1567 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1567 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1567 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - straight/vertical simple flattened plain 
2553p1567 3 3 rim/neck/ 

body 
Early Brown Mississippian indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 eroded, lip missing; 

small jar 
- everted simple - - 

2553p1572 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1572 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1572 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1572 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1572 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
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2553p1572 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1572 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1572 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1572 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1572 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1572 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1572 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1572 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1572 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1572 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1572 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1572 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1572 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1574 0 - - - - - - - 5 - - - - - - 
2553p1574 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1574 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1574 2 3 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p1574 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1574 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1574 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1574 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1574 2 4 body - - indet./eroded/spalled plain (smudged) sand 1 spall - - - - - 
2553p1574 2 2 rim - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 too small to 

determine 
orientation  

- - - rounded plain 

2553p1574 2 3 rim - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 too small to 
determine 
orientation, missing 
lip 

- - - - plain 

2553p1574 2 3 rim - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - straight/vertical simple flattened plain 
2553p1574 2 3 body Ashe Ferry Ashe Ferry cordmarked plain (smudged) sand with subangular quartz particles 1 z- twist cord - - - - - 
2553p1574 2 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p1574 2 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p1574 2 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 3 - - - - - - 
2553p1574 2 4 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 2 - - - - - - 
2553p1574 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1574 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1574 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1574 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1574 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1574 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p1574 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1574 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1574 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1574 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 4 - - - - - - 
2553p1574 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1574 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1574 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1574 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1574 2 4 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 eroded - - - - - 
2553p1574 4 2 rim Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 bowl; constricted 

orifice 
- incurvate simple flattened plain 

2553p1574 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 eroded lip notched lip straight/vertical simple - notched (V-shaped; 
perpendicular to lip)

2553p1574 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened stamped 
2553p1574 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - straight/vertical simple flattened stamped 
2553p1574 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
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2553p1574 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1574 2 4 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1574 3 5 base Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1574 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1574 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 eroded - - - - - 
2553p1574 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1574 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1574 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1574 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1574 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 eroded - - - - - 
2553p1574 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1574 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 very fine simple 

stamped or fabric  
- - - - - 

2553p1574 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1574 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 - - - - - - 
2553p1574 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1574 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1574 3 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 eroded - - - - - 
2553p1574 3 5 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1574 2 3 body Early Brown Early Brown complicated stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1574 3 3 body Early Brown Early Brown complicated stamped plain (smudged) sand with subangular quartz particles 1 neck flaring/ 

erected rim 
inflection pt  

- - - - - 

2553p1574 3 3 body Early Brown Early Brown complicated stamped indet./eroded/spalled sand with subangular quartz particles 3  - - - - - 
2553p1574 3 5 body Early Brown Early Brown complicated stamped indet./eroded/spalled sand with subangular quartz particles 1 eroded - - - - - 
2553p1574 2 3 rim Early Brown Mississippian plain plain sand with subangular quartz particles 1 eroded notched lip straight/vertical simple flattened notched (U-shaped 

stylus2.5mm. 
Spaced 5.6mm) 
(right oblique) 

2553p1574 2 3 rim Early Brown Mississippian plain plain (smudged) sand 1 too small to 
determine 
orientation  

- - - rounded plain 

2553p1574 2 4 rim Early Brown Mississippian plain plain sand 1 eroded notched lip straight/vertical simple rounded; 
interior bevel 

notched (U-shaped 
stylus4mm) 
(perpendicular to 
lip) 

2553p1574 3 4 base Early Brown Mississippian plain (burnished) plain (smudged) sand 1 inflection pt. of flat 
bottomed bowl  

- - - - - 

2553p1574 3 4 base Early Brown Mississippian plain (burnished) plain (smudged) sand 1 - - - - - - 
2553p1574 2 2 body Early Brown Mississippian plain (burnished) plain (smudged) sand 1 - - - - - - 
2553p1574 3 2 body Early Brown Mississippian plain (burnished) plain (smudged) sand 2 - - - - - - 
2553p1574 1 3 body Early Brown Mississippian plain (burnished) plain (smudged) sand 1 - - - - - - 
2553p1574 2 3 body Early Brown Mississippian plain (burnished) plain (smudged) sand 1 conjoin - - - - - 
2553p1574 2 3 body Early Brown Mississippian plain (burnished) plain (smudged) sand 3 - - - - - - 
2553p1574 3 3 body Early Brown Mississippian plain (burnished) plain (smudged) sand 2 - - - - - - 
2553p1574 2 4 body Early Brown Mississippian plain (burnished) plain (smudged) sand 2 - - - - - - 
2553p1574 4 3 rim Early Brown Mississippian plain (burnished) plain (smudged) sand 1 conjoin - flared simple flattened 

(thinned) 
plain 

2553p1574 2 3 rim Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened plain 
2553p1577 0 - - - - - - - 1 - - - - - - 
2553p1577 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 eroded - - - - - 
2553p1577 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 eroded - - - - - 
2553p1577 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1577 3 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 eroded - - - - - 
2553p1577 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1577 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1577 2 4 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
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2553p1577 3 4 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 eroded - - - - - 
2553p1577 2 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1577 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 rectangular 

punctation  
punctate  - - - - 

2553p1577 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1577 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1577 3 3 rim Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand 1 eroded; two rows of 

oblong puncs 
(vertically 
oriented); 2.6mm 
dia. 

punctate  straight/vertical simple rounded plain 

2553p1577 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 conjoin - - - - - 
2553p1577 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 eroded - - - - - 
2553p1577 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1577 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1577 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1577 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1577 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p1577 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1577 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1577 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1577 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1577 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1577 3 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1577 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1577 3 3 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p1577 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p1577 4 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1577 4 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1577 3 4 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1577 2 3 rim Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 too small to 

determine rim 
orientation  

- - - flattened plain 

2553p1577 3 4 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened stamped (on top and 
ext. of lip- paddle 
rotated?) 

2553p1577 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1577 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1577 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1577 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1577 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1577 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1577 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1577 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1577 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1577 2 3 body Early Brown Early Brown complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1577 2 4 body Early Brown Early Brown complicated stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1577 4 3 rim Early Brown Mississippian plain indet./eroded/spalled sand with subangular quartz particles 1 bowl notched lip incurvate thickened 

(interior)
rounded; 
interior 
beveled 

notched (U-shaped 
stylus", 3.7mm, 
spaced 12.6mm) 
(perpendicular to 
lip), 

2553p1577 4 3 rim Early Brown Mississippian plain indet./eroded/spalled sand with subangular quartz particles 1 bowl notched lip; 
node 

incurvate; 
castellated 

castellate rounded; 
interior bevel 

notched (U-shaped 
stylus3.3mm, spaced 
5.6mm) 
(perpendicular to 
lip) 
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2553p1577 3 3 body Early Brown Mississippian plain (burnished) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1577 3 2 rim Early Brown Mississippian plain (burnished) plain (smudged) medium sand/grit 1 - - flared simple squared; 

interior 
beveled 

plain 

2553p1577 3 3 rim Early Brown Twelve Mile check stamped indet./eroded/spalled sand 1 lip missing punctate  straight/vertical simple - - 
2553p1579 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1579 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1579 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1579 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1579 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin - - - - - 
2553p1579 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1579 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin - - - - - 
2553p1579 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded & 

rolled 
plain 

2553p1579 2 2 rim Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - straight/vertical simple flattened stamped 
2553p1579 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1579 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1579 4 4 base Early Brown Mississippian plain indet./eroded/spalled sand with subangular quartz particles 1 flat bottom- 

inflection point  
- - - - - 

2553p1579 3 2 body Early Brown Mississippian plain (burnished) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1579 2 3 rim Early Brown Mississippian plain (burnished) plain (smudged) sand with subangular quartz particles 1 - - straight/vertical simple flattened plain 
2553p1583 0 - - - - - - - 4 - - - - - - 
2553p1583 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand 2 - - - - - - 
2553p1583 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1583 2 3 body - - indet./eroded/spalled plain (smudged) sand 1 - - - - - - 
2553p1583 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1583 2 4 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p1583 2 4 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1583 2 3 body Ashe Ferry Ashe Ferry cordmarked indet./eroded/spalled sand with subangular quartz particles 1 z- twist cord  - - - - - 
2553p1583 2 4 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1583 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1583 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 2 - - - - - - 
2553p1583 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1583 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1583 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1583 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1583 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1583 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1583 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1583 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1583 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 4 - - - - - - 
2553p1583 3 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 - - - - - - 
2553p1583 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1583 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1583 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1583 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1583 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1583 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) wiped crushed quartz 1 - - - - - - 
2553p1583 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 2 - - - - - - 
2553p1583 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1583 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1583 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1583 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1583 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1583 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1583 4 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1583 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 eroded - - - - - 



Appendix F1 continued.  (page 112 of 155) 
 

Catalog No. 
Size 

Grade 

Thick- 
ness 

Grade 
Vessel 
Portion Period/Phase 

Ceramic 
Type 

Primary Exterior 
Surface Treatment 

Interior Surface 
Treatment Paste/Aplastic Content Count Notes 

Secondary 
Decorative 
Treatment Rim Form 

Rim 
Mode Lip Form Lip Decoration 

2553p1583 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1583 3 3 body Early Brown Mississippian plain (burnished) plain sand 1 - - - - - - 
2553p1583 3 4 rim Early Brown Mississippian plain (burnished) plain medium sand/grit 1 - notched lip incurvate thickened 

(interior)
rounded; 
interior 
beveled 

notched (U-shaped 
stylus, 2mm) (right 
oblique) 

2553p1585 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1585 3 2 rim - - indet./eroded/spalled indet./eroded/spalled sand 1 eroded - straight/vertical simple flattened 

(thinned) 
plain 

2553p1585 3 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 z-twist cord - - - - - 
2553p1585 3 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1585 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 conjoins 195-25 - - - - - 
2553p1585 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1585 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 conjoins 195-26 - - - - - 
2553p1585 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1585 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1585 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1585 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1585 4 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1585 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1585 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1585 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1588 2 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p1588 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1588 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1588 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1588 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1588 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1588 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1588 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1588 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1588 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1588 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1588 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1588 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1588 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1588 5 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1588 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 conjoin - - - - - 
2553p1588 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1588 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1592 0 - - - - - - - 3 - - - - - - 
2553p1592 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1592 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1592 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1592 2 4 body - - indet./eroded/spalled indet./eroded/spalled sand 1 eroded - - - - - 
2553p1592 2 4 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1592 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1592 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1592 2 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p1592 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1592 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1592 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1592 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1592 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1592 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 2 - - - - - - 
2553p1592 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1592 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1592 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
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2553p1592 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1592 2 5 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1592 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1592 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1592 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p1592 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1592 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1592 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p1592 3 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1592 3 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1592 3 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1592 2 2 body Early Brown Early Brown complicated stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1592 2 3 rim Early Brown Early Brown stamped (indet.) plain sand with subangular quartz particles 1 - notched lip slightly everted simple flattened & 

rolled/extruded
notched (V-shaped; 
right oblique) 

2553p1596 0 - - - - - - - 1 - - - - - - 
2553p1596 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1596 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1596 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1596 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1596 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1596 2 4 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1596 2 5 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1596 3 4 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1596 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1596 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1596 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1596 3 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 - - - - - - 
2553p1596 3 4 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1596 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1596 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1596 1 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1596 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1596 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1596 2 3 rim Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 eroded - slightly everted simple flattened plain 
2553p1596 3 4 rim Early Brown Early Brown linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 flaring rim jar punctate  flared thickened 

(exterior) 
(folded) 

rounded plain 

2553p1596 2 4 rim Early Brown Mississippian plain plain sand with subangular quartz particles 1 cane; too small to 
determine 
orientation 

punctate; incised - - rounded & 
interior 
beveled 

plain 

2553p1602 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1602 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1602 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1602 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1602 3 3 rim Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 z-twist cord - straight/vertical simple flattened stamped 
2553p1602 3 4 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1602 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 rectangular puncs; 

4mm wide 
punctate   - - - - 

2553p1602 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1602 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1602 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1602 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1602 3 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p1602 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1602 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1602 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1602 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
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2553p1602 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1602 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1602 4 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p1602 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1602 3 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1602 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p1602 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1602 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1602 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1602 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1602 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1602 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1602 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1602 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1602 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1602 3 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1604 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 4 - - - - - - 
2553p1604 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 4 - - - - - - 
2553p1604 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1604 3 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1604 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1604 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1604 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1604 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1604 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1604 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1604 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1606 0 - - - - - - - 1 - - - - - - 
2553p1606 3 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1606 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1606 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1606 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1606 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1606 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1608 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1608 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p1608 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 rectangular puncs 

(4mm x 5.1mm) 
punctate   - - - - 

2553p1608 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1608 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1608 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1608 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1608 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 - - - - - - 
2553p1608 1 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1608 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1608 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1608 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin - - - - - 
2553p1608 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1608 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1608 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1608 3 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1608 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1608 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 - - - - - - 
2553p1608 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1608 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1608 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1608 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
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2553p1608 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1608 3 2 rim Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - punctate  slightly everted simple flattened plain 
2553p1608 3 4 body Early Brown Early Brown complicated stamped plain (smudged) sand 1 eroded - - - - - 
2553p1608 2 2 body Early Brown Mississippian plain (burnished) plain (smudged) sand 1 - - - - - - 
2553p1609 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1609 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1609 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1609 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1609 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 - - - - - - 
2553p1609 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1609 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 eroded - - - - - 
2553p1609 2 3 body Early Brown Early Brown complicated stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1609 2 2 body Early Brown Mississippian plain (burnished) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1609 2 4 body Early Brown Mississippian plain (burnished) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1609 3 5 body Early Brown Mississippian plain (burnished) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1612 0 - - - - - - - 2 - - - - - - 
2553p1612 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1612 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1612 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1612 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1612 3 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 eroded - - - - - 
2553p1612 2 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p1612 3 4 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p1612 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1612 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 - - - - - - 
2553p1612 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1612 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1612 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1612 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1612 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1612 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1612 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1612 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1612 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1612 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1612 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded - - - - - 
2553p1612 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded - - - - - 
2553p1612 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1612 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1612 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1612 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1612 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1612 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 4 eroded - - - - - 
2553p1612 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1612 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1612 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1612 4 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 conjoins 199-29 - - - - - 
2553p1612 4 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1612 2 4 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1612 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1612 4 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded - - - - - 
2553p1612 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoins 200-1 - inslanting simple flattened & 

rolled/extruded
stamped 

2553p1612 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoins 200-2 - inslanting simple flattened & 
rolled/extruded

stamped 

2553p1612 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded - inslanting simple everted plain 
2553p1612 4 3 rim Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 conjoins 199-30 - inslanting simple flattened stamped 
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2553p1612 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1612 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1612 4 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1612 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1612 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1612 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1612 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1612 4 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 eroded - - - - - 
2553p1612 2 5 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1612 4 3 body Early Brown Early Brown complicated stamped plain sand 1 - - - - - - 
2553p1612 4 3 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1615 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1615 1 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1615 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1615 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1615 3 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 eroded - - - - - 
2553p1615 2 4 base Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1615 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1615 1 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1615 3 4 body Early Brown Early Brown complicated stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1615 2 5 body Early Brown Early Brown complicated stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1615 2 3 body Early Brown Mississippian plain (burnished) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1619 0 - - - - - - - 1 - - - - - - 
2553p1619 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p1619 2 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p1619 3 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 3 - - - - - - 
2553p1619 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1619 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1619 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1619 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1619 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 2 - - - - - - 
2553p1619 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1619 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1619 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p1619 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1619 4 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 drilled hole - - - - - 
2553p1619 3 4 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1619 4 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded plain 
2553p1619 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - - - - - 
2553p1619 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1619 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1619 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1619 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1619 3 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1619 2 4 body Early Brown Early Brown complicated stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1621 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p1621 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1621 3 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p1621 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1621 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1621 3 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p1621 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1621 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1621 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1621 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 too small to 

determine rim form
- - thickened 

(exterior)
flattened stamped 

2553p1621 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) indet./eroded/spalled sand with subangular quartz particles 1  - - - - - 
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2553p1621 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1621 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1621 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1621 3 3 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 thin design 

elements 
- - - - - 

2553p1621 2 - rim Early Brown Early Brown n/d (thickened rim) plain sand with subangular quartz particles 1 - notched lip; 
punctate  

straight/vertical thickened 
(exterior)

flattened notched (U-shaped 
stylus, 4.2mm) 
(perpendicular to 
lip) 

2553p1621 2 3 body Early Brown Mississippian plain (burnished) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1621 2 3 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1627 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1627 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1627 3 4 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1627 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1627 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1627 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1627 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1627 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 2 - - - - - - 
2553p1627 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1627 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1627 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1627 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1627 3 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand 1 - - - - - - 
2553p1627 3 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 2 - - - - - - 
2553p1627 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1627 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1627 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 4 - - - - - - 
2553p1627 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1627 2 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p1627 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1627 3 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand 1 eroded - - - - - 
2553p1627 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1627 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1627 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1627 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 2 - - - - - - 
2553p1627 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1627 3 4 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1627 3 3 rim Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - straight/vertical simple flattened & 

rolled/extruded
stamped (smoothed 
over) 

2553p1627 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p1627 2 4 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1627 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1627 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1627 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1627 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1627 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1627 3 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand 1 - - - - - - 
2553p1627 4 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1627 2 3 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 conjoins 255-1 - - - - - 
2553p1627 3 3 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 conjoins 255-2 - - - - - 
2553p1627 2 4 body Early Brown Early Brown complicated stamped plain (smudged) sand with subangular quartz particles 2 wide design 

elements; wet 
application 

- - - - - 
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2553p1627 2 - rim Early Brown Early Brown n/d (thickened rim) plain sand with subangular quartz particles 1 thickened rim only notched lip; 
punctate  

flared thickened 
(exterior)

rounded notched (U-shaped 
stylus, 4.2mm. dia.) 
(right oblique)  

2553p1627 3 - rim Early Brown Early Brown n/d (thickened rim) plain (smudged) sand with subangular quartz particles 1 thickened rim only notched lip; 
punctate  

flared thickened 
(exterior)

rounded notched (U-shaped 
stylus; 3 mm ) 
(perpendicular to 
lip) 

2553p1627 3 3 rim Early Brown Mississippian plain plain medium sand/grit 1 - notched lip; 
node 

straight/vertical; 
castellated 

castellate rounded; 
interior 
beveled 

notched (U-shaped 
stylus, 3.5mm, 
spaced 7.8mm) (rt. 
oblique)  

2553p1627 3 4 body Early Brown Mississippian plain (burnished) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1627 3 1 rim Early Brown Mississippian plain (rough) wiped sand with subangular quartz particles 1 - - straight/vertical simple flattened stamped 
2553p1627 2 3 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 rectangular cells 

(heavily smoothed) 
- - - - - 

2553p1629 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1629 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 2 body Ashe Ferry Ashe Ferry cordmarked scraped sand with subangular quartz particles 1 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 z-twist cord - - - - - 
2553p1629 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 2 body Ashe Ferry Ashe Ferry plain plain sand 2 conjoin - - - - - 
2553p1629 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1629 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1629 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1629 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1629 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1629 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1629 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1629 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 5 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 rectangular puntate/ 

incised (3mm wide) 
over stamping 

punctate - - - - 

2553p1629 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 6 - - - - - - 
2553p1629 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1629 4 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1629 5 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 4 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 4 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1629 3 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 2 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) wiped sand with subangular quartz particles 1 - - - - - - 
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2553p1629 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1629 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 3 - - - - - - 
2553p1629 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1629 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1629 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p1629 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1629 2 4 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1629 3 4 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 3 rim Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 too small to 

determine 
orientation 

- - - flattened stamped (smoothed 
over) 

2553p1629 3 3 rim Early Brown Early Brown complicated stamped plain (burnished) sand with subangular quartz particles 1 burnished & 
smudged interior 

notched lip flared simple flattened notched (U-shaped 
stylus, 3.7mm dia.) 
on face of lip 

2553p1629 2 3 rim Early Brown Early Brown linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 flaring rim jar; refit 
to p 262 

notched lip; 
punctate  

flared thickened 
(exterior)

rounded 
(thinned) 

notched (U-shaped 
stylus; 2.6mm) 
(perpendicular to 
lip);  

2553p1629 2 3 body Early Brown Mississippian cob marked scraped sand with subangular quartz particles 1 inflection pt - 
shoulder or base? 

- - - - - 

2553p1629 3 3 rim Early Brown Mississippian plain plain sand 1 bowl notched lip incurvate thickened 
(interior)

rounded; 
interior bevel 

notched (U-shaped 
stylus3.7mm, 
spacing 7.2mm) 
(perpendicular to 
lip);  

2553p1629 2 2 body Early Brown Mississippian plain (burnished) plain (burnished) sand with subangular quartz particles 3 burnished & 
smudged interior 

- - - - - 

2553p1629 3 3 body Early Brown Mississippian plain (burnished) plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p1629 4 3 body Early Brown Mississippian plain (burnished) plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p1629 5 3 body Early Brown Mississippian plain (burnished) plain sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 2 rim Early Brown Mississippian plain (burnished) plain (burnished) sand with subangular quartz particles 1 burnished & 

smudged interior 
- incurvate simple flattened plain 

2553p1629 2 3 rim Early Brown Mississippian plain (burnished) plain (burnished) sand with subangular quartz particles 1 probable same 
vessel as 256-9 

notched lip incurvate simple rounded notched (U-shaped 
stylus, 3.4mm) (rt. 
oblique)  

2553p1629 4 4 rim Early Brown Mississippian plain (burnished) plain (burnished) sand with subangular quartz particles 1 probable same 
vessel as 256-10 

notched lip incurvate simple rounded; 
interior bevel 

notched (U-shaped 
stylus2.2mm, spaced 
6.8mm) 
(perpendicular to 
lip) 

2553p1629 3 2 body Early Brown Mississippian smoothed  (obliterated) plain (burnished) sand with subangular quartz particles 1 - - - - - - 
2553p1629 2 3 rim Early Brown Mississippian smoothed  (obliterated) plain sand with subangular quartz particles 1 rim collar: 12mm punctate  flared thickened 

(exterior)
rounded punctate 

2553p1636 0 - - - - - - - 1 - - - - - - 
2553p1636 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1636 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 eroded - - - - - 
2553p1636 3 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 eroded - - - - - 
2553p1636 4 2 body Ashe Ferry Ashe Ferry cordmarked wiped crushed quartz 1 z-twist cord - - - - - 
2553p1636 2 3 body Ashe Ferry Ashe Ferry cordmarked wiped crushed quartz 1 z-twist cord - - - - - 
2553p1636 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand 1 - - - - - - 
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2553p1636 3 4 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1636 3 5 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1636 1 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 2 conjoins 259-11 - - - - - 
2553p1636 2 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 conjoins 259-12 - - - - - 
2553p1636 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1636 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1636 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1636 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1636 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1636 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1636 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1636 3 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p1636 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1636 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 abundant fine 

quartz 
- - - - - 

2553p1636 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1636 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1636 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1636 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 abundant fine 

quartz; conjoins 
259-9 

- - - - - 

2553p1636 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1636 3 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1636 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1636 4 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 abundant fine 

quartz; conjoins 
259-10 

- - - - - 

2553p1636 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1636 4 4 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1636 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - straight/vertical simple flattened & 

rolled/extruded
plain 

2553p1636 4 3 rim Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 abundant fine 
quartz 

- inslanting simple rounded & 
rolled 

plain 

2553p1636 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1636 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1636 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1636 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1636 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1636 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 2 - - - - - - 
2553p1636 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1636 4 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1636 4 3 rim Early Brown Early Brown complicated stamped plain (smudged) sand with subangular quartz particles 1 small flaring rim 

jar; 25mm thick at 
node/castellation 

notched lip; 
node; punctate  

flared castellate rounded notched (U-shaped 
stylus, 4.4mm) 
(perpendicular to 
lip) 

2553p1636 4 3 rim Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened plain 
2553p1636 2 3 body Early Brown Early Brown linear stamped (indet.) plain (smudged) sand 1 neck of small jar - - - - - 
2553p1636 3 2 body Early Brown Mississippian plain (burnished) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1636 2 3 body Early Brown Mississippian plain (burnished) plain (burnished) sand 2 & smudged - - - - - 
2553p1636 2 4 body Early Brown Mississippian plain (burnished) plain (burnished) sand 1 & smudged - - - - - 
2553p1636 3 2 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1636 4 3 body Early Brown Twelve Mile check stamped wiped sand with subangular quartz particles 1 smoothed-over - - - - - 
2553p1636 4 3 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1641 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1641 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1641 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 5 - - - - - - 
2553p1641 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
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2553p1641 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1641 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1641 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1641 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1641 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1641 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1641 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1641 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1641 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1641 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1641 3 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1641 3 4 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1641 3 3 neck Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 two oblique 

rectangular 
punctations (4mm 
dia.) parallel & 
adjacent to shallow 
3mm incised line 

punctate; incised - - - - 

2553p1641 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened stamped 
2553p1641 4 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1641 4 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1641 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1641 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1641 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1641 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p1641 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1641 4 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1641 4 3 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - punctate  straight/vertical simple flattened plain 
2553p1641 3 3 body - Cape Fear fabric impressed plain crushed quartz 1 - - - - - - 
2553p1641 3 2 body Early Brown Early Brown complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1641 4 3 body Early Brown Early Brown complicated stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1643 0 - - - - - - - 7 - - - - - - 
2553p1643 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 same vessel; most 

conjoin 
- - - - - 

2553p1643 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 8 same vessel; most 
conjoin 

- - - - - 

2553p1643 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 same vessel; most 
conjoin 

- - - - - 

2553p1643 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 same vessel; most 
conjoin 

- - - - - 

2553p1643 5 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 same vessel; most 
conjoin 

- - - - - 

2553p1646 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1  - - - - - 
2553p1646 3 1 body Ashe Ferry Ashe Ferry cordmarked plain (smudged) sand with subangular quartz particles 1 smoothed over 

cordmarked 
- - - - - 

2553p1646 2 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 smoothed over 
cordmarked 

- - - - - 

2553p1646 2 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1646 2 2 base Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1646 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1646 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1646 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1646 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1646 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1646 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1646 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
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2553p1646 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 large (6.5 mm) 
quartz inclusion 

- - - - - 

2553p1646 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1646 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1646 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1646 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1646 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1646 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1646 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded 

(thinned) 
plain 

2553p1646 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded plain 
2553p1646 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 large quartz 

inclusion 
- straight/vertical simple rounded & 

interior 
beveled 

plain 

2553p1646 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1646 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1646 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1646 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1646 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1646 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1646 4 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1646 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) wiped sand with subangular quartz particles 1 - - - - - - 
2553p1646 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1646 3 3 neck Early Brown Early Brown linear stamped (indet.) plain medium sand/grit 1 - - - - - - 
2553p1650 2 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 s-twist cord - - - - - 
2553p1650 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1650 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1650 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1650 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1650 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1650 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1650 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1650 5 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1650 5 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1650 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1650 2 2 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1650 2 2 neck Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1650 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded 

(thinned) 
plain 

2553p1650 4 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded & 
rolled 

plain 

2553p1650 4 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) scraped sand with subangular quartz particles 1 - - - - - - 
2553p1650 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1650 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p1650 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1650 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1650 2 2 body Early Brown Early Brown complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1655 0 - - - - - - - 2 - - - - - - 
2553p1655 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1655 2 1 body Ashe Ferry Ashe Ferry simple stamped smoothed over 

stamped  
sand with subangular quartz particles 1 - - - - - - 

2553p1655 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1655 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 1655a - refits 205-

27 
- - - - - 

2553p1655 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 4 1655a - refits 205-
26 

- - - - - 

2553p1655 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 4 1655b - refit - - - - - 
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2553p1655 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 1655d - refit - - - - - 
2553p1655 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1655 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1655 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1655 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1655 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1655 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 smoothed over - - - - - 
2553p1655 5 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1655 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1655 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1655 5 3 body Ashe Ferry Ashe Ferry simple stamped 1 sand with subangular quartz particles 1 smoothed over - - - - - 
2553p1655 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 1655c - refit notched lip straight/vertical simple flattened & 

rolled/extruded
notched (V-shaped; 
perpendicular to lip)

2553p1655 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1655 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1655 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1655 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - punctate straight/vertical simple flattened plain 
2553p1662 3 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1662 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1662 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1662 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1662 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1662 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1662 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1664 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin - - - - - 
2553p1664 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1664 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1664 4 3 body Ashe Ferry Uwharrie fabric impressed plain sand with subangular quartz particles 1 very fine fabric - - - - - 
2553p1666 2 1 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1666 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1667 2 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p1667 2 1 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p1667 2 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1667 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1667 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1667 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1667 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1667 3 2 body Early Brown Early Brown stamped (indet.) plain (smudged) sand 1 - - - - - - 
2553p1668 0 - - - - - - - 6 - - - - - - 
2553p1668 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1668 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 2 2 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoins 201-20 - - - - - 
2553p1668 3 2 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoins 201-19 - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 6 2 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 4 3 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 1 bar nested 

diamond motif 
- - - - - 

2553p1668 4 3 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 4 3 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 4 3 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 5 3 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 3 1 bar nested 

diamond motif 
- - - - - 

2553p1668 5 3 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 2 neck Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 1 1 body Ashe Ferry Woodstock indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
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2553p1668 2 2 body Ashe Ferry Woodstock indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 4 2 body Ashe Ferry Woodstock linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 4 3 body Ashe Ferry Woodstock linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 very large, sparse 

quartz inclusions 
- - - - - 

2553p1668 4 3 body Ashe Ferry Woodstock linear stamped (indet.) plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 2 3 body Ashe Ferry Woodstock plain plain sand 1 - - - - - - 
2553p1668 2 2 body Ashe Ferry Woodstock smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 2 2 body Ashe Ferry Woodstock smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 2 2 body Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 2 2 body Ashe Ferry Woodstock smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 2 2 body Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 3 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 1 scraped - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 3 body Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 5 3 body Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 2 2 neck Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 2 neck Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 4 3 rim Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 1 - - slightly everted simple flattened & 

rolled/extruded
plain 

2553p1668 5 3 rim Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - plain 
2553p1668 6 3 base Ashe Ferry Woodstock stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 2 2 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 4 - - - - - - 
2553p1668 2 2 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 2 2 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 2 2 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 2 2 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 3 2 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 4 2 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 4 2 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 2 3 body Ashe Ferry Woodstock stamped (indet.) plain sand 1 - - - - - - 
2553p1668 4 3 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 4 3 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1668 4 3 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1668 4 3 body Ashe Ferry Woodstock stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1670 0 - - - - - - - 1 - - - - - - 
2553p1670 3 2 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1670 3 2 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1670 5 2 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1670 7 2 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 1 bar diamond 

motif 
- - - - - 

2553p1670 4 3 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 4 1 bar diamond 
motif 

- - - - - 

2553p1670 5 3 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 1 bar diamond 
motif 

- - - - - 

2553p1670 5 3 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p1670 7 2 rim/neck Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened & 
rolled/extruded

plain 

2553p1670 2 2 body Ashe Ferry Woodstock linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1670 3 2 body Ashe Ferry Woodstock linear stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1670 4 3 body Ashe Ferry Woodstock linear stamped (indet.) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1670 2 2 neck Ashe Ferry Woodstock plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1670 1 2 body Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1670 1 2 body Ashe Ferry Woodstock smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1670 2 2 body Ashe Ferry Woodstock smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1670 3 2 body Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1670 4 2 body Ashe Ferry Woodstock smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1670 2 3 body Ashe Ferry Woodstock smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1670 4 3 rim Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 1 - - slightly everted simple flattened & 

rolled/extruded
plain 

2553p1670 6 3 rim/neck Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 1 - - slightly everted simple flattened & 
rolled/extruded

plain 

2553p1670 2 2 body Ashe Ferry Woodstock stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1670 3 2 body Ashe Ferry Woodstock stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1673 0 - - - - - - - 6 - - - - - - 
2553p1673 3 3 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1673 4 3 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 1 bar diamond 

motif 
- - - - - 

2553p1673 5 3 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1 1 bar diamond 
motif 

- - - - - 

2553p1673 3 3 body Ashe Ferry Woodstock linear stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1673 2 3 body Ashe Ferry Woodstock smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p1673 2 3 body Ashe Ferry Woodstock smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p1673 3 3 body Ashe Ferry Woodstock smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1676 0 - - - - - - - 1 - - - - - - 
2553p1679 0 - - - - - - - 1 - - - - - - 
2553p1679 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1682 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1685 0 - - - - - - - 1 - - - - - - 
2553p1690 5 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 example for photo? - - - - - 
2553p1691 0 - - - - - - - 1 - - - - - - 
2553p1691 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1691 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1691 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1691 4 3 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 0 - - - - - - - 10 - - - - - - 
2553p1698 3 3 base - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 2 conjoin - - - - - 
2553p1698 1 1 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1698 2 1 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1698 2 1 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p1698 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 3 - - - - - - 
2553p1698 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1698 3 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1698 3 4 body Ashe Ferry Ashe Ferry plain (rough) plain medium sand/grit 1 - - - - - - 
2553p1698 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1698 1 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1698 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 3 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 heavily sooteed 

interior 
- - - - - 

2553p1698 4 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 same vessel - - - - - 
2553p1698 4 1 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
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2553p1698 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1698 2 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 drilled mend hole - - - - - 
2553p1698 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1698 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1698 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1698 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1698 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 1 - - - - - - 
2553p1698 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin - - - - - 
2553p1698 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 3 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p1698 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 heavily sooted 

exterior 
- - - - - 

2553p1698 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1698 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 5 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 widely spaced, 

random stamping, 
overstamped. 

- - - - - 

2553p1698 3 4 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1698 2 1 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 lip missing  straight/vertical simple - - 
2553p1698 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - straight/vertical simple rounded 

(thinned) 
plain 

2553p1698 3 2 rim Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 heavily sooted 
exterior 

- straight/vertical simple rounded plain 

2553p1698 4 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 
interior 
beveled 

plain 

2553p1698 1 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1698 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 conjoins 208-5 - - - - - 
2553p1698 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) crushed quartz 1 - - - - - - 
2553p1698 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1698 2 2 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 conjoins 208-4, lip 

missing 
- straight/vertical simple - plain 

2553p1704 0 - - - - - - - 5 - - - - - - 
2553p1704 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1704 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1704 3 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p1704 4 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1704 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1704 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1704 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1704 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1704 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1704 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1704 3 5 base Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1704 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain crushed quartz 1 - - - - - - 
2553p1704 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1704 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain crushed quartz 1 smoothed over cord 

(?) 
- - - - - 
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2553p1704 2 1 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 conjoin notched lip straight/vertical simple flattened notched (V-shaped; 
right oblique) (on 
lip) 

2553p1713 0 - - - - - - - 6 - - - - - - 
2553p1713 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1713 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1713 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1713 3 1 body Ashe Ferry Ashe Ferry cordmarked scraped sand with subangular quartz particles 1 - - - - - - 
2553p1713 1 1 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1713 2 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 one large quartz 

fragment 
- - - - - 

2553p1713 2 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1713 3 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1713 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1713 3 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 widely spaced, 

randomized 
stamping 

- - - - - 

2553p1713 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1713 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 overstamped - - - - - 
2553p1713 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1713 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1713 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1713 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1713 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1713 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1713 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 overstamped - - - - - 
2553p1713 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1713 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1713 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1713 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1713 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin - - - - - 
2553p1713 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1713 2 1 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 

rolled 
plain 

2553p1713 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 stamped on ext. 
face of lip 

- slightly everted simple rounded 
(thinned) 

plain 

2553p1713 4 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1  - slightly everted simple rounded 
(thinned) 

plain 

2553p1713 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 2 conjoin - heavily 
sooted exterior 

- - - - - 

2553p1713 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1713 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand 1 - - straight/vertical simple rounded & 

rolled 
plain 

2553p1717 0 - - - - - - - 1 - - - - - - 
2553p1717 2 2 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p1722 0 - - - - - - - 1 - - - - - - 
2553p1722 2 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1722 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1722 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1722 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1722 3 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1722 2 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1722 4 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1722 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1722 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1722 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1722 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
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2553p1722 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1722 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1722 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1722 2 2 rim Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - straight/vertical simple flattened plain 
2553p1722 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1727 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 vessel 1727a - - - - - 
2553p1727 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1727 5 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 1727a - - - - - 
2553p1727 6 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1727 8 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 1727a, same as 11-

26 
- - - - - 

2553p1727 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1727 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 "lumpy" interior - - - - - 
2553p1727 3 1 neck Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 "lumpy" interior - - - - - 
2553p1727 4 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - node (on lip) straight/vertical simple flattened node on lip 
2553p1727 5 2 rim Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 "lumpy int. (same 

vessel as 11-22)  
heavily sooted ext.; 
photo* 

- slightly everted simple rounded 
(thinned) 

plain 

2553p1728 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin - - - - - 
2553p1728 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 same vessel as 210-

14 
- - - - - 

2553p1728 4 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded 
(thinned) 

plain 

2553p1730 0 - - - - - - - 8 - - - - - - 
2553p1730 1 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1733 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1733 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1733 1 4 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1733 1 - n/d - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1733 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1733 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 1 - - - - - - 
2553p1733 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1743 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1746 2 4 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1746 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1746 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1746 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p1756 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1760 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1760 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1760 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1764 0 - - - - - - - 1 - - - - - - 
2553p1775 0 - - - - - - - 1 - - - - - - 
2553p1781 1 2 rim Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 conjoin 1781a stamped/notched 

rim interior 
slightly everted simple rounded & 

rolled 
- 

2553p1781 2 2 rim Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 conjoin 1781a stamped/notched 
rim interior 

slightly everted simple rounded & 
rolled 

- 

2553p1797 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1797 1 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1802 1 1 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1806 1 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1811 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1817 0 - - - - - - - 1 - - - - - - 
2553p1823 0 - - - - - - - 4 - - - - - - 
2553p1823 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1823 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p1823 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1823 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1823 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1823 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1823 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p1823 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1823 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1829 1 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1829 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1829 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1829 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1834 0 - - - - - - - 4 - - - - - - 
2553p1834 1 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1834 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1834 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1834 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1844 0 - - - - - - - 2 - - - - - - 
2553p1844 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1844 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1844 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1844 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1844 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1844 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand 1 - - - - - - 
2553p1850 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1854 0 - - - - - - - 3 - - - - - - 
2553p1854 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1860 0 - - - - - - - 4 - - - - - - 
2553p1860 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1860 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1860 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1860 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1860 4 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1860 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p1860 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 2 conjoin; vessel 

1860a 
- - - - - 

2553p1860 5 2 body Ashe Ferry Woodstock complicated stamped plain (smudged) sand with subangular quartz particles 1  ends of simple 
stamp paddle 
looped 

- - - - - 

2553p1867 0 - - - - - - - 6 - - - - - - 
2553p1867 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1867 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1867 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1867 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1871 0 - - - - - - - 10 - - - - - - 
2553p1871 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1871 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin; vessel 

1871a 
- - - - - 

2553p1871 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoins 262:17 - - - - - 
2553p1871 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1871 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p1871 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1871 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin; vessel 

1871a 
- - - - - 

2553p1871 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 conjoin; vessel 
1871b 

- - - - - 

2553p1871 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 incised lines over 
simple stamping 

incised - - - - 
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2553p1871 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1871 4 4 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened stamped 
2553p1871 5 4 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened stamped 
2553p1871 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) wiped sand with subangular quartz particles 1 conjoin; vessel 

1871b 
- - - - - 

2553p1871 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1879 0 - - - - - - - 8 - - - - - - 
2553p1879 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1879 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p1879 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1886 0 - - - - - - - 5 - - - - - - 
2553p1886 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoining sherds 

(fresh break) 
- - - - - 

2553p1886 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1886 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1886 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1893 5 3 base Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p1893 6 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1895 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 1895a - - - - - 
2553p1895 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 1895a - - - - - 
2553p1900 0 - - - - - - - 1 - - - - - - 
2553p1900 3 2 rim - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - straight/vertical simple rounded 

(thinned) 
plain 

2553p1900 2 1 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1900 2 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1900 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1904 3 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1909 0 - - - - - - - 1 - - - - - - 
2553p1909 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 1909a - - - - - 
2553p1909 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain crushed quartz 1 - - - - - - 
2553p1909 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 1909a - - - - - 
2553p1909 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1909 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1909 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 heavily sooted 

exterior; large 
quartz inclusion 

- - - - - 

2553p1909 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain crushed quartz 1 - - - - - - 
2553p1916 2 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p1922 0 - - - - - - - 5 - - - - - - 
2553p1922 2 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 1922b - - - - - 
2553p1922 4 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 1922b - - - - - 
2553p1922 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1922 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1922 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p1922 1 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 2 1922a - - - - - 
2553p1922 2 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 6 1922a - - - - - 
2553p1922 3 2 body Ashe Ferry Cape Fear fabric impressed plain sand with subangular quartz particles 1 1922a - - - - - 
2553p1926 0 - - - - - - - 4 - - - - - - 
2553p1926 2 1 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1926 2 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 sooted exterior - - - - - 
2553p1926 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1926 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1926 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1926 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 2 1926a - - - - - 
2553p1926 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 1926b - - - - - 
2553p1926 4 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 1926b - - - - - 
2553p1926 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
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2553p1931 0 - - - - - - - 1 - - - - - - 
2553p1931 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip slightly everted simple rounded 

(thinned) 
notched (V-shaped; 
V-shaped; left 
oblique) 

2553p1934 0 - - - - - - - 3 - - - - - - 
2553p1934 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1934 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain crushed quartz 1 - - - - - - 
2553p1942 0 - - - - - - - 1 - - - - - - 
2553p1942 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1948 1 1 rim Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 small hollow 

circular punctation 
below lip 

punctate  slightly everted simple rounded & 
rolled 

plain 

2553p1951 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1951 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1952 0 - - - - - - - 1 - - - - - - 
2553p1957 0 - - - - - - - 3 - - - - - - 
2553p1957 1 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1957 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 fired clay lump - - - - - 
2553p1957 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p1957 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1957 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1957 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p1966 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1974 0 - - - - - - - 3 - - - - - - 
2553p1974 1 2 rim - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - flattened & 

rolled/extruded
plain 

2553p1974 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1974 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1983 0 - - - - - - - 46 - - - - - - 
2553p1983 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 3 3 body Ashe Ferry Ashe Ferry cordmarked plain (smudged) sand with subangular quartz particles 1 probable fine z-

twist cordage 
- - - - - 

2553p1983 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p1983 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 sooting on exterior - - - - - 
2553p1983 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 2 1983a refit; 

multiple fine line 
incision over 
stamping 

incised - - - - 

2553p1983 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 1983b refit - - - - - 
2553p1983 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 very compact paste - - - - - 
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2553p1983 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p1983 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1983 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 same vessel as 217-

5 
- - - - - 

2553p1983 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 4 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1983 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened & 

rolled/extruded
plain 

2553p1983 4 3 rim Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 same vessel as 217-
4 

- straight/vertical simple rounded 
(thinned) 

plain 

2553p1983 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 3 - - - - - - 
2553p1983 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1983 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1983 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand 1 - - - - - - 
2553p1983 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1983 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p1989 2 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1989 3 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 probable fine z-

twist cordage 
- - - - - 

2553p1989 3 3 base Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 part of vessel 
1983a/1989b 

- - - - - 

2553p1989 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 part of vessel 
1983a/1989b 

- - - - - 

2553p1989 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 2 1989b(1) - - - - - 
2553p1989 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 1989b(2) fineline 

hachured incision 
over stamping 

incised - - - - 

2553p1989 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 2 part of vessel 
1983a/1989b 

- - - - - 

2553p1989 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1989 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 1989b - - - - - 
2553p1989 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 1989b(1) - - - - - 
2553p1989 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 3 1989b(1) with 

fineline hachured 
incisions 

incised - - - - 

2553p1989 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 1989b(2) fineline 
hachured incision 
over stamping 

incised - - - - 

2553p1989 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 part of vessel 
1983a/1989b 

- - - - - 

2553p1989 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1989 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1989 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1989 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p1989 1 2 rim Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 1989b(2) fineline 

hachured incision 
over stamping 

incised straight/vertical simple rounded & 
rolled 

plain 

2553p1989 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 1989b(2) fineline 
hachured incisions 
in zigzags, lip 
rolled /extruded 

incised straight/vertical simple rounded & 
rolled 

plain 
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2553p1989 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 2 1989b(2) fineline 
hachured incisions 
in zigzags, lip 
rolled /extruded 

incised straight/vertical simple rounded & 
rolled 

plain 

2553p1989 4 2 rim Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 2 1989b(2) fineline 
hachured incisions 
in zigzags, lip 
rolled /extruded 

incised straight/vertical simple rounded & 
rolled 

plain 

2553p1989 5 2 rim Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 conjoin 1989b(1) 
(same vessel as 
1983a) fineline 
hachured chevrons 
below lip, stamp on 
outside edge 

incised straight/vertical simple rounded 
(thinned) 

plain 

2553p1989 2 3 base Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand 1 part of vessel 
1983a/1989b 

- - - - - 

2553p1989 3 3 base Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand 2 1989b(2) - - - - - 
2553p1989 4 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand 2 conjoin 1989a - - - - - 
2553p1991 2 3 base Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 same vessel as 

1983a, 1989b 
- - - - - 

2553p1991 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 2 conjoin 1991a, 
same vessel as 
1983a, 1989b 

- - - - - 

2553p1991 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 same vessel as 
1983a, 1989b 

- - - - - 

2553p1996 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 conjoin 1996a - - - - - 
2553p1996 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p1999 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2003 0 - - - - - - - 3 - - - - - - 
2553p2003 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2003 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2003 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2003 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2003 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2003 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2003 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2003 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p2003 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2003 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2008 0 - - - - - - - 15 - - - - - - 
2553p2008 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2008 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2008 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2008 3 3 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2008 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2008 2 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 same as vessels 

1983a, 1989b, 
1991a 

- - - - - 

2553p2008 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 2 - - - - - - 
2553p2008 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2008 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 same as vessels 

1986b, 1983a, 
1991a 

- - - - - 

2553p2008 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2008 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2008 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2008 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p2008 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2008 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2008 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2008 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2008 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2008 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2008 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2008 3 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2008 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2008 4 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2008 4 3 rim Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 lip heavily eroded; 

gray body 
- straight/vertical simple rounded & 

interior 
beveled 

plain 

2553p2008 4 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 
rolled 

plain 

2553p2008 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand 1 same as vessels 
1983a, 1989b, 
1991a  

- - - - - 

2553p2008 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2014 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 2014a - - - - - 
2553p2014 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 2014a - - - - - 
2553p2020 0 - - - - - - - 1 - - - - - - 
2553p2020 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2025 6 2 rim Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p2026 0 - - - - - - - 1 - - - - - - 
2553p2026 2 2 body Ashe Ferry Ashe Ferry simple stamped 1 sand with subangular quartz particles 1 - - - - - - 
2553p2026 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2032 0 - - - - - - - 7 - - - - - - 
2553p2032 2 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 smoothed over s-

twist 
- - - - - 

2553p2032 1 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p2032 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2032 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2032 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2032 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2032 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2032 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2032 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2032 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2032 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2038 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2042 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2042 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2042 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2046 0 - - - - - - - 1 - - - - - - 
2553p2046 3 2 body Early Brown Mississippian smoothed  (obliterated) plain medium sand/grit 1 coarse sand with 

gravel (4mm, 5mm)
- - - - - 

2553p2050 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 two rows of 
trianglar punctation 
bounded by 3 
parallel  incised 
lines; corner of 
rectangular stylus, 
4.4mm; trailed 
stylus corner 
incision, 2.5mm 

punctate; incised - - - - 

2553p2051 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 



Appendix F1 continued.  (page 135 of 155) 
 

Catalog No. 
Size 

Grade 

Thick- 
ness 

Grade 
Vessel 
Portion Period/Phase 

Ceramic 
Type 

Primary Exterior 
Surface Treatment 

Interior Surface 
Treatment Paste/Aplastic Content Count Notes 

Secondary 
Decorative 
Treatment Rim Form 

Rim 
Mode Lip Form Lip Decoration 

2553p2051 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2054 0 - - - - - - - 1 - - - - - - 
2553p2057 0 - - - - - - - 1 - - - - - - 
2553p2057 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2057 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2061 0 - - - - - - - 1 - - - - - - 
2553p2065 0 - - - - - - - 1 - - - - - - 
2553p2073 0 - - - - - - - 3 - - - - - - 
2553p2073 3 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 z-twist cord? 

Smoothed 
- - - - - 

2553p2073 2 3 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 s-twist cord; 
smoothed 

- - - - - 

2553p2073 2 3 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2073 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2073 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2073 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2077 0 - - - - - - - 1 - - - - - - 
2553p2077 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2080 3 2 body Ashe Ferry Ashe Ferry plain scraped sand with subangular quartz particles 1 - - - - - - 
2553p2080 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2080 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2085 0 - - - - - - - 4 - - - - - - 
2553p2085 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 3 conjoin 2085a - - - - - 
2553p2085 2 3 body Ashe Ferry Ashe Ferry simple stamped 1 sand with subangular quartz particles 1 with rounded, red 

"sandstone" 
inclusions 

- - - - - 

2553p2085 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand 1 - - - - - - 
2553p2089 2 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2089 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2099 3 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2105 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2122 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2122 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2122 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2122 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2122 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2122 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2122 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2125 0 - - - - - - - 1 - - - - - - 
2553p2125 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2128 0 - - - - - - - 1 - - - - - - 
2553p2128 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2132 0 - - - - - - - 1 - - - - - - 
2553p2132 3 2 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 s-twist cordage, 

2mm diameter 
- - - - - 

2553p2132 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2132 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) wiped sand with subangular quartz particles 1 - - - - - - 
2553p2137 0 - - - - - - - 8 - - - - - - 
2553p2137 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2137 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2137 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2137 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2137 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2137 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2137 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p2137 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2137 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p2137 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p2137 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2137 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2137 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2137 3 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p2137 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip straight/vertical simple rounded & 

rolled 
notched (V-shaped; 
perpendicular to lip)

2553p2137 4 2 rim Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - slightly everted simple flattened 
(thinned) 

plain 

2553p2137 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p2137 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2137 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2137 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 3 conjoin 2137a - - - - - 
2553p2139 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2139 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2139 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p2139 1 2 body Early Brown Early Brown complicated stamped plain sand 1 - - - - - - 
2553p2139 2 2 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p2140 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2150 0 - - - - - - - 1 - - - - - - 
2553p2150 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2150 2 2 body Early Brown Mississippian plain plain (smudged) medium sand/grit 1 - - - - - - 
2553p2150 1 2 rim Early Brown Mississippian plain plain medium sand/grit 1 carinated bowl rim 

with notched lip 
(Mississipian) 

notched lip; 
node 

incurvate simple rounded - 

2553p2155 5 4 body Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 - - - - - - 
2553p2159 0 - - - - - - - 1 - - - - - - 
2553p2162 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 2162a - - - - - 
2553p2162 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin 2162a - - - - - 
2553p2169 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2169 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2169 5 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2169 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2177 2 2 base Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2177 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 with large quartz 

particle inclusion 
- - - - - 

2553p2182 0 - - - - - - - 10 - - - - - - 
2553p2182 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2182 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2182 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2182 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2182 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2182 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2182 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2182 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2182 1 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2182 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2182 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 friable - - - - - 
2553p2182 3 3 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 check stamped 

(linear) 
- - - - - 

2553p2188 0 - - - - - - - 1 - - - - - - 
2553p2188 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 bark strip wrapped 

paddle (?) 
- - - - - 

2553p2188 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2188 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 large quartz 

inclusion 
- - - - - 

2553p2188 5 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 same vessel - - - - - 
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2553p2188 3 2 rim Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 2 conjoin 2188a, lip 
rolled/folded 

- slightly everted simple rounded & 
rolled 

plain 

2553p2188 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p2188 2 3 body Early Brown Mississippian plain (burnished) plain (smudged) crushed quartz 1 - - - - - - 
2553p2192 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin 2192b - - - - - 
2553p2192 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p2192 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2192 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2192 1 3 rim Ashe Ferry Ashe Ferry simple stamped 2 sand with subangular quartz particles 1 conjoin 2192a - straight/vertical simple rounded plain 
2553p2192 2 3 rim Ashe Ferry Ashe Ferry simple stamped 2 sand with subangular quartz particles 1 2192a - straight/vertical simple rounded plain 
2553p2192 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2194 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p2200 0 - - - - - - - 3 - - - - - - 
2553p2200 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2200 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) medium sand/grit 1 - - - - - - 
2553p2200 2 2 rim Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - straight/vertical simple flattened & 

rolled/extruded
plain 

2553p2215 0 - - - - - - - 1 - - - - - - 
2553p2215 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2215 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2215 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p2224 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 fineline incision, 

1.1mm wide, 
4.9mm apart 

incised - - - - 

2553p2224 3 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2224 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2224 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 2 - - - - - - 
2553p2224 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2224 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2224 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2224 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2224 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2224 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2224 2 2 neck Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2226 0 - - - - - - - 2 - - - - - - 
2553p2226 1 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2226 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2226 2 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p2226 1 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 long, diagonal 

notches/impressions
notched lip straight/vertical simple rounded notched (V-shaped; 

V-shaped; left 
oblique) 

2553p2226 2 2 body Early Brown Mississippian plain (burnished) plain sand with subangular quartz particles 1 - - - - - - 
2553p2233 0 - - - - - - - 4 - - - - - - 
2553p2233 1 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2233 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p2233 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2233 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2233 2 1 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 fretwork incision on 

surface; small "long 
oval" punctation on 
top of lip at 4.3mm 
interval 

punctate; incised straight/vertical simple flattened & 
rolled/extruded

punctate 

2553p2240 0 - - - - - - - 7 - - - - - - 
2553p2240 1 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 3 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
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2553p2240 2 2 rim Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - incurvate simple rounded 
(thinned) 

plain 

2553p2240 2 2 rim Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - everted simple flattened & 
rolled/extruded

plain 

2553p2240 2 2 rim Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - everted simple flattened 
(thinned) 

plain 

2553p2240 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2240 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 ash concentration 

on surface 
- - - - - 

2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) crushed quartz 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2240 3 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 large quartz 

inclusion 
- - - - - 

2553p2240 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 3 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p2240 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 4 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 very fine "thong" 

impressions 
- - - - - 

2553p2240 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2240 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 rim Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - straight/vertical simple flattened plain 
2553p2240 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 4 conjoin 2240a - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 same vessel as 

2240a 
- - - - - 

2553p2240 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 conjoin 2240a - - - - - 
2553p2240 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand 2 - - - - - - 
2553p2240 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2240 3 2 body Ashe Ferry Ashe Ferry stamped (indet.) scraped sand with subangular quartz particles 1 - - - - - - 
2553p2240 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - everted simple  plain 
2553p2240 3 3 body Early Brown Early Brown complicated stamped plain medium sand/grit 1 - - - - - - 
2553p2240 3 2 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
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2553p2240 3 2 rim Early Brown Mississippian plain (burnished) plain (burnished) medium sand/grit 1 applique node, 
Mississippian bowl 

notched lip;  
node 

incurvate; 
castellated 

castellate rounded; 
interior 
beveled 

notched (U-shaped 
stylus4.2mm) 
(perpendicular to 
lip) 

2553p2240 2 2 body Ashe Ferry Uwharrie fabric impressed scraped crushed quartz 1 - - - - - - 
2553p2248 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 rounded rose quartz 

particles 
- - - - - 

2553p2248 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2248 2 3 body Ashe Ferry Uwharrie fabric impressed scraped sand with subangular quartz particles 1 combed interior? - - - - - 
2553p2254 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2259 0 - - - - - - - 1 - - - - - - 
2553p2259 2 3 rim Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - everted simple flattened plain 
2553p2266 0 - - - - - - - 1 - - - - - - 
2553p2276 3 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2284 0 - - - - - - - 4 - - - - - - 
2553p2284 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2289 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2292 0 - - - - - - - 3 - - - - - - 
2553p2292 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 2292a - - - - - 
2553p2292 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin 2292a - - - - - 
2553p2292 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p2292 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2297 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2297 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2302 0 - - - - - - - 5 - - - - - - 
2553p2302 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2302 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2302 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2302 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2302 2 2 body Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 - - - - - - 
2553p2302 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2302 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2302 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2302 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2302 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2302 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2302 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2302 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2302 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2302 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2302 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2307 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 1 large quartz 

inclusion 
- - - - - 

2553p2308 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2311 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2314 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 2314a - - - - - 
2553p2314 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 same vessel as 

2314a 
- - - - - 

2553p2314 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2314 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2314 1 - body Ashe Ferry Ashe Ferry simple stamped - sand with subangular quartz particles 1 conjoin 2314a - - - - - 
2553p2314 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2314 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2319 0 - - - - - - - 1 - - - - - - 
2553p2319 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2321 0 - - - - - - - 8 - - - - - - 
2553p2321 2 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
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2553p2321 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2321 3 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2321 3 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2321 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 deep fineline 

incision over 
stamping 

incised - - - - 

2553p2321 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2321 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 2321a - - - - - 
2553p2321 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 with large quartz 

inclusion 
- - - - - 

2553p2321 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 with large quartz 
inclusion 

- - - - - 

2553p2321 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2321 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2321 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2321 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2321 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2321 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2321 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 same vessel as 

2321b 
- - - - - 

2553p2321 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2321 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2321 2 3 body Ashe Ferry Ashe Ferry simple stamped plain medium sand/grit 1 - - - - - - 
2553p2321 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 2321a - - - - - 
2553p2321 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple - plain 
2553p2321 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 

rolled 
plain 

2553p2321 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 conjoin 2321b; fine 
vertical notched on 
exterior edge of lip 

notched lip straight/vertical simple flattened & 
rolled/extruded

notched (V-shaped; 
V-shaped; exterior 
of lip) 

2553p2321 4 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 conjoin 2321b; fine 
vertical notched on 
exterior edge of lip 

notched lip straight/vertical simple flattened & 
rolled/extruded

notched (V-shaped; 
V-shaped; exterior 
of lip) 

2553p2321 4 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 same vessel as 
2321b 

notched lip straight/vertical simple flattened & 
rolled/extruded

notched (V-shaped; 
V-shaped; exterior 
of lip) 

2553p2321 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p2321 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2321 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2321 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2327 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2328 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2329 5 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2330 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin, part of 

vessel 2328a; 
maybe same as 
2321b? 

- - - - - 

2553p2334 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2337 0 - - - - - - - 1 - - - - - - 
2553p2337 2 1 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2337 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2337 3 2 body Ashe Ferry Ashe Ferry simple stamped wiped crushed quartz 1 - - - - - - 
2553p2342 1 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p2346 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2346 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2349 0 - - - - - - - 2 - - - - - - 
2553p2349 3 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
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2553p2349 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin 2349a - - - - - 
2553p2349 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 2349b - - - - - 
2553p2349 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1  - - - - - 
2553p2349 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 2349b - - - - - 
2553p2349 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin; 2349a - - - - - 
2553p2349 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 same as 2349a - - - - - 
2553p2349 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 same vessel as 

2349b 
- - - - - 

2553p2349 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin; 2349a - - - - - 
2553p2349 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2349 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2351 0 - - - - - - - 6 All same vessel; 

very friable 
- - - - - 

2553p2351 2 - body - - indet./eroded/spalled plain sand with subangular quartz particles 1 All same vessel - - - - - 
2553p2351 2 - body - - indet./eroded/spalled plain sand with subangular quartz particles 1 All same vessel, 

heavily spalled; 
mend hole; refits 
232-29 

- straight/vertical - - - 

2553p2351 2 - body - - indet./eroded/spalled plain sand with subangular quartz particles 2 All same vessel; 
spalled 

- - - - - 

2553p2351 3 - body - - indet./eroded/spalled plain sand with subangular quartz particles 1 All same vessel, 
heavily spalled; 
mend hole; refits 
232-30 

- - - - - 

2553p2351 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 4 All same vessel 
2351a 

- - - - - 

2553p2351 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 All same vessel; 
very friable 

- - - - - 

2553p2351 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 All same vessel 
2351a 

- - - - - 

2553p2351 5 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 All same vessel 
2351a 

- - - - - 

2553p2351 6 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 All same vessel 
2351a 

- - - - - 

2553p2351 7 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 All same vessel 
2351a 

- - - - - 

2553p2351 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 All same vessel - - - - - 
2553p2351 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 All same vessel, 

heavily spalled 
- - - - - 

2553p2351 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 All same vessel - straight/vertical simple flattened & 
rolled/extruded

plain 

2553p2353 0 - - - - - - - 1 - - - - - - 
2553p2353 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2353 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2353 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - flared simple rounded & 

rolled 
plain 

2553p2358 0 - - - - - - - 1 - - - - - - 
2553p2358 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2358 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped crushed quartz 1 conjoin 2358a - - - - - 
2553p2358 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) wiped crushed quartz 1 conjoin 2358a - - - - - 
2553p2358 4 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain crushed quartz 1 - - - - - - 
2553p2361 0 - - - - - - - 2 - - - - - - 
2553p2365 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2365 2 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2365 3 2 rim Ashe Ferry Ashe Ferry simple stamped scraped sand with subangular quartz particles 1 simple stamped on 

top & exterior face 
of lip 

- straight/vertical simple flattened & 
rolled/extruded

stamped 
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2553p2365 1 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2374 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2374 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin 2374a -     
2553p2374 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin 2374a -     
2553p2374 6 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 2374a - straight/vertical simple rounded & 

rolled 
stamped 

2553p2376 0 - - - - - - - 4 - - - - - - 
2553p2376 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2376 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2376 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) wiped sand with subangular quartz particles 1 - - - - - - 
2553p2380 5 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 cast from grass 

blade  
- - - - - 

2553p2382 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2382 1 - body Ashe Ferry Ashe Ferry simple stamped - sand with subangular quartz particles 1 - - - - - - 
2553p2385 0 - - - - - - - 1 - - - - - - 
2553p2389 0 - - - - - - - 1 - - - - - - 
2553p2389 1 3 rim Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - plain 
2553p2389 2 2 rim Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - plain 
2553p2392 0 - - - - - - - 1 - - - - - - 
2553p2392 2 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p2392 2 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p2399 3 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p2399 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2399 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2399 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2402 0 - - - - - - - 1 - - - - - - 
2553p2402 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2409 0 - - - - - - - 11 - - - - - - 
2553p2409 2 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2409 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p2409 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p2409 3 3 rim Ashe Ferry Ashe Ferry cordmarked wiped sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p2409 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 3 - - - - - - 
2553p2409 2 2 body Ashe Ferry Ashe Ferry plain indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2409 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2409 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 6 - - - - - - 
2553p2409 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2409 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2409 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2409 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2409 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2409 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2409 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2409 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2409 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2409 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip straight/vertical simple rounded - 
2553p2409 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened & 

rolled/extruded
stamped 

2553p2409 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded & 
rolled 

stamped 

2553p2409 1 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p2409 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2409 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2409 2 3 body Ashe Ferry Woodstock complicated stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2415 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2419 0 - - - - - - - 4 - - - - - - 
2553p2419 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
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2553p2419 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2419 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2419 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2419 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2419 2 3 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p2419 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2419 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2419 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain crushed quartz 1 - - - - - - 
2553p2419 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 0 - - - - - - - 4 - - - - - - 
2553p2424 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 1 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2424 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2424 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 7 - - - - - - 
2553p2424 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2424 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p2424 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2424 3 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2424 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2424 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 2 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2424 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2424 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2424 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2424 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip slightly everted simple flattened & 

rolled/extruded
- 

2553p2424 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain crushed quartz 1 - - - - - - 
2553p2431 0 - - - - - - - 1 - - - - - - 
2553p2431 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2431 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2431 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2431 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2431 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2431 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2434 0 - - - - - - - 4 - - - - - - 
2553p2434 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2434 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2434 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2434 2 2 rim Early Brown Mississippian plain plain medium sand/grit 1 - notched lip incurvate simple rounded notched (U-shaped 

stylus3.5mm, spaced 
7mm) (rt. oblique) 

2553p2439 0 - - - - - - - 9 - - - - - - 
2553p2439 1 2 body Ashe Ferry Ashe Ferry plain plain (smudged) crushed quartz 1 - - - - - - 
2553p2439 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2439 2 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p2439 1 5 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
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2553p2439 2 5 body Early Brown Mississippian plain plain medium sand/grit 1 - - - - - - 
2553p2445 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2458 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2462 0 - - - - - - - 2 - - - - - - 
2553p2462 2 2 body Ashe Ferry Ashe Ferry plain plain crushed quartz 1 - - - - - - 
2553p2462 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2462 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2462 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) 1 sand with subangular quartz particles 1 - - - - - - 
2553p2466 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) indet./eroded/spalled sand with subangular quartz particles 1 all same Deptford 

vessel 
- - - - - 

2553p2466 4 4 body Early Woodland Deptford check stamped plain sand with subangular quartz particles 1 all same Deptford 
vessel 2466a, 
conjoin 

- - - - - 

2553p2466 5 5 body Early Woodland Deptford check stamped plain sand with subangular quartz particles 3 all same Deptford 
vessel 2466a, 
conjoin 

- - - - - 

2553p2466 2 3 body Early Woodland Deptford smoothed  (obliterated) plain sand with subangular quartz particles 2 all same Deptford 
vessel 

- - - - - 

2553p2466 2 4 body Early Woodland Deptford smoothed  (obliterated) plain sand with subangular quartz particles 2 all same Deptford 
vessel 

- - - - - 

2553p2466 3 4 body Early Woodland Deptford smoothed  (obliterated) indet./eroded/spalled sand with subangular quartz particles 1 all same Deptford 
vessel 

- - - - - 

2553p2466 3 4 body Early Woodland Deptford stamped (indet.) plain sand with subangular quartz particles 4 all same Deptford 
vessel 2466a, 
conjoin 

- - - - - 

2553p2466 3 4 rim Early Woodland Deptford stamped (indet.) plain sand with subangular quartz particles 1 all same Deptford 
vessel 2466a, 
conjoin 

- straight/vertical simple flattened plain 

2553p2467 1 4 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2467 1 - body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2467 1 - body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 2 - - - - - - 
2553p2467 2 - body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2467 2 - body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2467 3 4 body Early Woodland Deptford check stamped plain sand with subangular quartz particles 1 conjoin 2467a, 

same vessel as 
2466a 

- - - - - 

2553p2467 4 4 body Early Woodland Deptford check stamped plain sand with subangular quartz particles 2 conjoin 2467a, 
same vessel as 
2466a 

- - - - - 

2553p2467 2 4 body Early Woodland Deptford plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2467 2 4 body Early Woodland Deptford stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2467 2 - body Early Woodland Deptford stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2467 2 - rim Early Woodland Deptford stamped (indet.) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - plain 
2553p2472 0 - - - - - - - 3 - - - - - - 
2553p2474 0 - - - - - - - 1 - - - - - - 
2553p2474 1 - body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2474 2 - body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2474 4 4 body Early Woodland Deptford check stamped plain sand with subangular quartz particles 2 conjoin - - - - - 
2553p2474 2 3 rim Early Woodland Deptford check stamped plain sand with subangular quartz particles 2 - - straight/vertical simple rounded plain 
2553p2474 2 4 body Early Woodland Deptford smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2474 2 5 body Early Woodland Deptford smoothed  (obliterated) plain sand with subangular quartz particles 4 - - - - - - 
2553p2474 2 - body Early Woodland Deptford smoothed  (obliterated) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2474 2 3 body Early Woodland Deptford stamped (indet.) plain sand with subangular quartz particles 2 - - - - - - 
2553p2474 2 4 body Early Woodland Deptford stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2474 3 4 body Early Woodland Deptford stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2474 3 5 body Early Woodland Deptford stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2474 4 5 body Early Woodland Deptford stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
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2553p2479 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2483 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p2485 1 3 rim - - indet./eroded/spalled plain sand with subangular quartz particles 1 conjoin 2485a - straight/vertical simple rounded plain 
2553p2485 2 3 rim - - indet./eroded/spalled plain sand with subangular quartz particles 1 conjoin 2485a - straight/vertical simple rounded plain 
2553p2485 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 crosshatched 

incision (deep) (<1 
mm wide) 

incised  - - - - 

2553p2485 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 2485b - - - - - 
2553p2485 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2485 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 2485b - - - - - 
2553p2485 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2485 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2485 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened & 

everted 
stamped 

2553p2485 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p2495 0 - - - - - - - 2 - - - - - - 
2553p2499 2 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p2499 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2499 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2499 2 2 rim Early Brown Mississippian plain plain sand with subangular quartz particles 1 vestigial 

pinchmarks; small 
jar with out-flaring 
rim 

- flared simple rounded plain 

2553p2501 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2505 0 - - - - - - - 1 - - - - - - 
2553p2508 0 - - - - - - - 1 - - - - - - 
2553p2508 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2516 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2521 0 - - - - - - - 1 - - - - - - 
2553p2527 1 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 conjoin 2527a - - - - - 
2553p2527 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 conjoin 2527a - - - - - 
2553p2529 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain crushed quartz 1 - - - - - - 
2553p2532 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2532 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2532 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2532 2 1 body Early Brown Mississippian plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p2534 0 - - - - - - - 1 - - - - - - 
2553p2538 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2541 0 - - - - - - - 2 - - - - - - 
2553p2541 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2541 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2545 0 - - - - - - - 1 - - - - - - 
2553p2545 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2549 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2549 2 4 body Early Brown Mississippian plain plain (smudged) medium sand/grit 1 - - - - - - 
2553p2554 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2559 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2559 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 2 conjoin 2559a - - - - - 
2553p2559 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2559 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2559 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2559 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) wiped sand with subangular quartz particles 1 sooted - - - - - 
2553p2564 0 - - - - - - - 4 - - - - - - 
2553p2564 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2564 2 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2564 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 with large quartz 

inclusion 
- - - - - 
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2553p2564 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2564 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2564 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2564 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2564 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 4 - - - - - - 
2553p2564 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2564 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2569 0 - - - - - - - 1 - - - - - - 
2553p2569 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2569 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2569 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 with large quartz 

inclusion 
- - - - - 

2553p2569 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2576 0 - - - - - - - 8 - - - - - - 
2553p2576 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2576 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2576 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2576 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2576 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2576 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p2576 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2576 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 

rolled 
stamped 

2553p2581 0 - - - - - - - 28 - - - - - - 
2553p2581 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 3 - - - - - - 
2553p2581 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2581 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 8 - - - - - - 
2553p2581 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 4 - - - - - - 
2553p2581 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2581 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2581 3 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2581 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2581 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2581 1 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2581 1 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2581 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2581 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2581 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2587 0 - - - - - - - 1 - - - - - - 
2553p2587 1 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2587 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2587 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 5 - - - - - - 
2553p2587 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2587 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p2587 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2587 3 2 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - straight/vertical simple flattened & 

rolled/extruded
plain 

2553p2587 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2589 4 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple rounded 

(thinned) 
plain 

2553p2591 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2595 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2595 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2595 2 4 base Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2595 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2595 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2595 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p2595 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - straight/vertical simple flattened 
(thinned) 

stamped 

2553p2595 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2600 6 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2601 0 - - - - - - - 1 - - - - - - 
2553p2601 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2601 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2606 0 - - - - - - - 2 - - - - - - 
2553p2606 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2606 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2606 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2610 2 3 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2610 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p2621 0 - - - - - - - 1 - - - - - - 
2553p2621 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2621 1 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2621 2 4 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2621 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2621 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2621 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2621 2 4 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2621 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2627 0 - - - - - - - 1 - - - - - - 
2553p2632 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 with large quartz 

particle 
- - - - - 

2553p2632 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2636 0 - - - - - - - 1 - - - - - - 
2553p2636 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2641 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin 2641a - - - - - 
2553p2652 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2656 0 - - - - - - - 2 - - - - - - 
2553p2664 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2673 2 1 body - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p2674 0 - - - - - - - 2 - - - - - - 
2553p2678 0 - - - - - - - 2 - - - - - - 
2553p2678 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2682 0 - - - - - - - 1 - - - - - - 
2553p2682 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2686 0 - - - - - - - 2 - - - - - - 
2553p2690 0 - - - - - - - 1 - - - - - - 
2553p2692 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2699 0 - - - - - - - 2 - - - - - - 
2553p2703 3 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) indet./eroded/spalled sand with subangular quartz particles 1 heavily micaceous - - - - - 
2553p2707 0 - - - - - - - 3 - - - - - - 
2553p2707 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2707 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2707 2 3 body - - indet./eroded/spalled wiped sand with subangular quartz particles 1 - - - - - - 
2553p2707 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2707 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p2707 2 2 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2707 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2707 3 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p2707 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2707 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2707 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2707 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2707 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p2707 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2707 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2707 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded & 

rolled 
plain 

2553p2707 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2707 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2707 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2707 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2707 2 3 body historic era (post 

1760) 
Catawba plain scraped none 1 apparent Catawba 

sherd  
- - - - - 

2553p2709 0 - - - - - - - 5 - - - - - - 
2553p2709 2 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2709 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 sooted - - - - - 
2553p2709 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin - - - - - 
2553p2709 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2709 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2709 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2709 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - notched lip straight/vertical simple rounded & 

interior 
beveled 

notched (V-shaped; 
perpendicular to lip)

2553p2709 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple - plain 
2553p2712 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 eroded - - - - - 
2553p2712 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2712 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2712 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2712 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 sooted exterior - - - - - 
2553p2712 3 3 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2712 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 lip, slightly everted, 

thinned 
- straight/vertical simple rounded 

(thinned) 
plain 

2553p2712 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 irregular lip - straight/vertical simple rounded 
(thinned) 

plain 

2553p2715 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2715 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2715 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2715 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2721 2 2 body Ashe Ferry Ashe Ferry linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2721 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2721 2 3 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) wiped sand with subangular quartz particles 1 - - straight/vertical simple rounded 

(thinned) 
plain 

2553p2725 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2728 1 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2737 0 - - - - - - - 1 - - - - - - 
2553p2737 1 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2737 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2750 0 - - - - - - - 1 - - - - - - 
2553p2750 2 2 body - - indet./eroded/spalled indet./eroded/spalled sand 1 - - - - - - 
2553p2750 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2750 1 3 body Ashe Ferry Ashe Ferry simple stamped indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2753 0 - - - - - - - 11 - - - - - - 
2553p2753 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2753 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2753 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2753 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2753 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2753 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2753 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2753 4 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
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2553p2753 2 1 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2753 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2753 2 3 rim Early Brown Mississippian plain plain medium sand/grit 1 lip rounded & 

rolled to interior 
notched lip incurvate simple rounded & 

rolled 
notched (V-shaped; 
right oblique) 

2553p2753 2 1 body Early Brown Mississippian plain (burnished) plain sand with subangular quartz particles 1 - - - - - - 
2553p2757 0 - - - - - - - 1 - - - - - - 
2553p2761 0 - - - - - - - 12 - - - - - - 
2553p2761 3 3 base - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2761 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2761 2 3 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2761 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2761 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded - - - - - 
2553p2761 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded - - - - - 
2553p2761 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p2761 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2761 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2761 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2761 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2761 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2761 2 2 body Early Brown Mississippian plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2768 0 - - - - - - - 12 - - - - - - 
2553p2768 2 1 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2768 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2768 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2768 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2768 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2772 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2773 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2773 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 conjoin - - - - - 
2553p2773 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 near base - - - - - 
2553p2775 0 - - - - - - - 4 - - - - - - 
2553p2775 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2775 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2775 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 lip everted, thinned, 

flattened 
- straight/vertical simple flattened 

(thinned) 
plain 

2553p2775 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 eroded - slightly everted simple flattened & 
rolled/extruded

stamped 

2553p2781 0 - - - - - - - 3 - - - - - - 
2553p2781 2 2 body Early Brown Mississippian plain plain sand with subangular quartz particles 2 one with large 

quartz inclusion 
- - - - - 

2553p2786 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 2786a conjoin - - - - - 
2553p2786 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 lip thinned, rounded 

& rolled; 2786a 
conjoin 

- slightly everted simple rounded 
(thinned) 

plain 

2553p2786 6 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 lip thinned, rounded 
& rolled; 2786a 
conjoin 

- slightly everted simple rounded 
(thinned) 

plain 

2553p2789 0 - - - - - - - 4 - - - - - - 
2553p2789 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2789 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2789 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2789 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2789 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2789 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2789 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2789 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2789 3 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
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2553p2789 3 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2792 0 - - - - - - - 3 - - - - - - 
2553p2792 2 1 body Ashe Ferry Ashe Ferry plain plain (smudged) sand 1 - - - - - - 
2553p2792 2 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2792 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 mend hole - - - - - 
2553p2792 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2792 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2792 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 1 large quartz 

inclusion 
- - - - - 

2553p2792 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2792 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2792 3 3 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 2 large quartz 

inclusions 
- - - - - 

2553p2792 3 3 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2792 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2792 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2792 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2792 2 2 body Early Brown Mississippian plain (rough) plain sand with subangular quartz particles 1 - - - - - - 
2553p2796 0 - - - - - - - 5 - - - - - - 
2553p2796 1 2 body - - indet./eroded/spalled indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
2553p2796 2 2 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2796 2 1 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2796 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand 1 - - - - - - 
2553p2802 0 - - - - - - - 9 - - - - - - 
2553p2802 1 1 body - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2802 1 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2802 2 3 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2802 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2802 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 2802a - - - - - 
2553p2802 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2802 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2802 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2802 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2802 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2802 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p2802 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2802 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 conjoin 2802a - - - - - 
2553p2802 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2802 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2802 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2802 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2802 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 conjoin 2802a - - - - - 
2553p2802 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2802 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2802 2 3 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - slightly everted simple flattened & 

rolled/extruded
plain 

2553p2802 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2810 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2810 1 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2810 2 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 2810a - straight/vertical simple flattened plain 
2553p2810 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 conjoin 2810a - straight/vertical simple flattened plain 
2553p2815 0 - - - - - - - 2 - - - - - - 
2553p2815 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2815 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2815 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p2815 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2815 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
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2553p2815 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 lip thinned & 
slightly everted 

- straight/vertical simple rounded & 
rolled 

plain 

2553p2815 3 3 rim Ashe Ferry Ashe Ferry simple stamped plain sand 1 coarse sand; lip 
slightly everted 

- straight/vertical simple rounded 
(thinned) 

stamped 

2553p2815 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2815 2 1 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2821 0 - - - - - - - 9 - - - - - - 
2553p2821 1 2 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p2821 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2821 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p2821 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2821 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2821 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2821 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple flattened & 

rolled/extruded
stamped 

2553p2821 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2821 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2821 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 rounded quartz & 

other 
- - - - - 

2553p2821 1 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2821 2 2 body Ashe Ferry Ashe Ferry stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2827 1 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2831 0 - - - - - - - 1 - - - - - - 
2553p2835 0 - - - - - - - 2 - - - - - - 
2553p2835 2 2 base - - indet./eroded/spalled plain sand 1 - - - - - - 
2553p2835 2 - body - - indet./eroded/spalled plain sand with subangular quartz particles 1 spalled - - - - - 
2553p2835 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 4 conjoin 2835a - - - - - 
2553p2835 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2835 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2835 4 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2835 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2835 2 3 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 square punctations punctate  - - - - 
2553p2835 2 2 body Early Brown Twelve Mile plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2835 3 3 base Early Brown Twelve Mile smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p2835 2 2 body Early Brown Twelve Mile smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2840 0 - - - - - - - 2 - - - - - - 
2553p2840 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2840 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 with 1 large quartz  

pebble 
- - - - - 

2553p2840 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2840 2 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - straight/vertical simple rounded plain 
2553p2840 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 lip thinned; slightly 

everted 
- straight/vertical simple rounded & 

rolled 
plain 

2553p2840 2 2 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 lip slightly everted - slightly everted simple rounded & 
rolled 

plain 

2553p2840 2 2 body Early Brown Twelve Mile check stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2840 3 2 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2840 1 2 body Early Brown Twelve Mile plain plain sand with subangular quartz particles 1 square punctations, 

same as 247-9 
punctate  - - - - 

2553p2840 2 4 base Early Brown Twelve Mile smoothed  (obliterated) plain sand with subangular quartz particles 2 conjoin, probably 
same as 247-15 

- - - - - 

2553p2847 0 - - - - - - - 2 - - - - - - 
2553p2847 2 3 base - - indet./eroded/spalled plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2847 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2847 2 2 body Early Brown Twelve Mile smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 - - - - - - 
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2553p2852 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 bold incised lines 
(2) over simple 
stamping 

incised - - - - 

2553p2859 0 - - - - - - - 2 - - - - - - 
2553p2859 2 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 2 - - - - - - 
2553p2859 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2859 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2859 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 not vessel 2859a - - - - - 
2553p2859 4 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2859 5 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2859 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 rectangular 

punctation 
punctate  - - - - 

2553p2859 2 3 body Ashe Ferry Ashe Ferry stamped (indet.) plain (smudged) sand with subangular quartz particles 4 not vessel 2859a - - - - - 
2553p2859 3 3 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 2 conjoins 248-25, 

29, 30 
- - - - - 

2553p2859 4 3 body Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2859 4 3 rim Early Brown Twelve Mile check stamped plain sand with subangular quartz particles 1 - punctate  slightly everted simple flattened & 

rolled/extruded
plain 

2553p2859 2 2 body Early Brown Twelve Mile linear stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2859 3 2 rim Early Brown Twelve Mile linear stamped (indet.) plain sand with subangular quartz particles 1 - punctate  slightly everted simple flattened & 

rolled/extruded
plain 

2553p2859 3 3 rim Early Brown Twelve Mile linear stamped (indet.) plain sand with subangular quartz particles 1 conjoins 248-24, 
29, 30 

punctate  slightly everted simple flattened & 
rolled/extruded

plain 

2553p2859 4 3 shoulder Early Brown Twelve Mile linear stamped (indet.) plain sand with subangular quartz particles 1 2 rows of square 
punctations on 
shoulder; conjoins 
248-24, 25, 30 

punctate  - - - - 

2553p2859 2 3 body Early Brown Twelve Mile plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2859 2 4 base Early Brown Twelve Mile smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2859 4 4 base Early Brown Twelve Mile smoothed  (obliterated) plain sand with subangular quartz particles 1 conjoins 248-24, 

25, 29 
- - - - - 

2553p2859 2 2 body Early Brown Twelve Mile smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p2859 2 2 body Early Brown Twelve Mile smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p2859 3 2 body Early Brown Twelve Mile smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 2 - - - - - - 
2553p2859 3 2 body Early Brown Twelve Mile smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2859 2 3 body Early Brown Twelve Mile smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p2859 2 3 body Early Brown Twelve Mile smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2859 3 3 body Early Brown Twelve Mile smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p2859 1 2 body Early Brown Twelve Mile stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2859 2 2 body Early Brown Twelve Mile stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2859 3 3 body Early Brown Twelve Mile stamped (indet.) plain (smudged) sand with subangular quartz particles 3 - - - - - - 
2553p2859 3 3 body Early Brown Twelve Mile stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2859 6 3 body Early Brown Twelve Mile stamped (indet.) plain sand with subangular quartz particles 1 - - - - - - 
2553p2859 5 3 rim Early Brown Twelve Mile stamped (indet.) plain sand with subangular quartz particles 1 - punctate  slightly everted simple flattened & 

rolled/extruded
plain 

2553p2862 0 - - - - - - - 1 - - - - - - 
2553p2862 1 3 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2862 2 2 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2862 1 2 body Early Brown Twelve Mile smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2870 0 - - - - - - - 4 - - - - - - 
2553p2870 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2870 3 3 body Ashe Ferry Ashe Ferry cordmarked plain sand with subangular quartz particles 1 s-twist cordage - - - - - 
2553p2870 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2870 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2870 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 3 - - - - - - 
2553p2870 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2870 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
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2553p2870 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2870 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2870 2 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2870 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2870 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2870 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p2870 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2870 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 2 - - - - - - 
2553p2870 4 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) wiped sand with subangular quartz particles 1 - - - - - - 
2553p2870 2 2 body Early Brown Mississippian plain (burnished) plain sand 1 - - - - - - 
2553p2873 2 2 body Ashe Ferry Ashe Ferry cordmarked plain (smudged) sand with subangular quartz particles 1 s-twist cordage - - - - - 
2553p2873 3 2 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 5 - - - - - - 
2553p2873 4 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 2 - - - - - - 
2553p2873 4 2 rim Ashe Ferry Ashe Ferry plain (rough) plain (rough) sand with subangular quartz particles 1 coarse plain - wiped 

(over simple 
stamped)  

- straight/vertical simple rounded 
(thinned) 

plain 

2553p2873 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2873 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2873 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2873 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2873 2 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2873 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2873 3 3 body Ashe Ferry Ashe Ferry simple stamped combed sand with subangular quartz particles 1 - - - - - - 
2553p2873 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2873 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 rounded pebbles in 

paste 
- - - - - 

2553p2873 2 2 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) 1 sand 1 - - slightly everted simple rounded & 
rolled 

stamped 

2553p2875 0 - - - - - - - 5 - - - - - - 
2553p2875 2 2 body - - indet./eroded/spalled plain sand with subangular quartz particles 1 - - - - - - 
2553p2875 3 3 body Ashe Ferry Ashe Ferry plain plain sand 1 - - - - - - 
2553p2875 3 3 body Ashe Ferry Ashe Ferry plain plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2875 2 1 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2875 3 1 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2875 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2875 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2875 2 2 body Ashe Ferry Ashe Ferry simple stamped combed sand with subangular quartz particles 1 - - - - - - 
2553p2875 2 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2875 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2875 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2875 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2875 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2875 3 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2875 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2875 3 2 body Ashe Ferry Ashe Ferry simple stamped combed sand with subangular quartz particles 1 - - - - - - 
2553p2875 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2875 3 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2875 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2875 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2875 3 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2875 4 3 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2875 3 4 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2875 4 4 body Ashe Ferry Ashe Ferry simple stamped wiped sand 1 - - - - - - 
2553p2875 3 2 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2875 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) indet./eroded/spalled sand with subangular quartz particles 1 - - - - - - 
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2553p2875 2 2 rim Ashe Ferry Ashe Ferry smoothed  (obliterated) scraped sand with subangular quartz particles 1 lip folded on 
exterior 

- inslanting simple rounded 
(thinned); 
folded 

plain 

2553p2878 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2878 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2878 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2878 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2878 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 smoothed over - - - - - 
2553p2878 3 2 body Ashe Ferry Ashe Ferry simple stamped plain (smudged) sand with subangular quartz particles 1 - - - - - - 
2553p2878 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2878 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 burned organic in 

body 
- - - - - 

2553p2878 2 3 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2878 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand 1 - - - - - - 
2553p2883 0 - - - - - - - 3 - - - - - - 
2553p2883 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2883 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2883 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2883 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2883 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2883 4 2 body Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2883 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2883 3 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2883 3 2 neck Ashe Ferry Ashe Ferry simple stamped wiped sand with subangular quartz particles 1 - - - - - - 
2553p2883 3 3 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2883 2 4 neck Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2883 1 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
2553p2887 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2889 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 1 large quartz 

inclusion 
- - - - - 

2553p2891 0 - - - - - - - 3 - - - - - - 
2553p2891 2 2 body Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 1 - - - - - - 
2553p2891 2 2 neck Ashe Ferry Ashe Ferry plain plain sand with subangular quartz particles 2 conjoin; 

crosshatched 
shallow incision, 
1.4mm wide 

incised - - - - 

2553p2891 1 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2891 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2891 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2891 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2891 2 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 2 - - - - - - 
2553p2891 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 smoothed over - - - - - 
2553p2891 3 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2891 3 2 body Ashe Ferry Ashe Ferry simple stamped plain crushed quartz 1 - - - - - - 
2553p2891 4 2 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 2891a, conjoins 

252-4 
- - - - - 

2553p2891 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand 1 - - - - - - 
2553p2891 3 2 rim Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - slightly everted simple flattened & 

rolled/extruded
plain 

2553p2891 2 2 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain (smudged) sand with subangular quartz particles 1 2891a, conjoins 
252-5 

- - - - - 

2553p2893 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand 1 - - - - - - 
2553p2894 0 - - - - - - - 1 - - - - - - 
2553p2894 2 2 body Ashe Ferry Ashe Ferry simple stamped wiped crushed quartz 1 - - - - - - 
2553p2894 2 3 body Ashe Ferry Ashe Ferry simple stamped plain sand with subangular quartz particles 1 - - - - - - 
2553p2894 2 3 body Ashe Ferry Ashe Ferry smoothed  (obliterated) plain sand with subangular quartz particles 1 - - - - - - 
 



Size Grade Codes. 

size grade size range 
0 ≤1.55cm 
1 >1.55cm– ≤2cm 
2 >2cm–≤4cm 
3 >4cm–≤6cm 
4 >6cm–≤8cm 
5 >8cm–≤10cm 
6 >10cm–≤12cm 
7 >12cm–≤14cm 
8 >14cm 

 

Thickness Grade Codes. 

thickness grade thickness range 
0 n/d 
1 ≤4mm 
2 >4mm– ≤6mm 
3 >6mm– ≤8mm 
4 >8mm– ≤10mm 
5 >10mm 
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